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FOREWORD

This report is a compilation of several reports that were prepared by
the Martin Marietta Corporation, Denver Division, Denver, Colorado, under
several Air Force Contracts between 1964 and 1968. These contracts were
initiated under Project 7381 "Materials Application", Task ?38106 Engineer-
ing and Design Data". The contracts were administered under the Air Force
Materials Laboratory, with Mr. Marvin Knight acting as Project Engineer.
Mr. Knight also performed the compilation that resulted in this report.

Fred R. Schwartzberg was the Martin Marietta Program Manager, and
Richard G. Herzog was Project Engineer. Other Martin Marietta personnel
that assisted during the last contract were Samuel H. Osgood, responsible
for data acquisition and presentation, and Mrs. Carol Bryant assisted with
data acquisition.

This manuscript was released by Mr. Knight, July 1968 for publication
as an RTD Technical Report.

This technical report has been reviewed and is approved.

A. OLEVITCH
Chief, Materials Engineering Branch
Materials Support Division
Air Force Materials Laboratory
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ABSTRACT

The "Cryogenic Materials Data Handbook" contains mechanical
and physical property data and iniorifation on 88 metallic and
non-metallic materials, organized in eleven section, The Hand-
book also contains Material, Property and Cumulative indices
and a complete list of references.
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PROPERTY INDEX
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ABBREVIATIONS AND TERMS

- UTS itimate tensile strength

PSI pounds per square inch

KS1 1000 pounds per square inch

OF degrees Fahrenheit

HR hour, hours

MIN minute, minutes

IN. inch, inches

CM centimeLer, centimeters

MM millimeter, millimeters

DIA diameter

FT-LB foot-pounds

BTU British Thermal Units

WQ water quench

OQ oil quench

AC air cool

FC furnace cool

R stress ratio (minimum stress/maximum stress in fatigue
tests)

KT theoretical stress concentration factor, according to
Peterson's data

LONG., L longitudinal grain direction

TRANS, T transverse grain direction

DPII Diamond Pyramidal lDard ness

NOL Naval Ordnance Laboratory

T, H, 0 Temper designations for aluminum alloys (i.e. T6, 1138);
refer to materials guide for detailed discussion of alumi-
num temper designations

TIG Tungsten-inert -gas

(3-66)
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MIG 1e1ai~c-iulert-szas

--- ijsu ti I-i~c.ut dataý to accuirat~ely shokw shape1( of cur:ve;
forC fraIcture touidhness data, indicates yvieldiiig

K planie stress fracture toughnless
C

K plane strajin fracture toughness
lc

C plane stanenergy release rate
Ic

B modulus of elasticity

p Poissonls ratio

CN center-notchied

Sc surface -cracked

NRB notched--round bair

SNB slow notched bend

14 width

A hal i-crack length or crack. depth

B thickness

LS, LD, orientiation for slow notched
TS, TD bend spccirnens

t ough behavior ini notched specimens where a finite amount
of gross plastic flow occurs and the strength is
near or above the yield strength

f rac t ure net st ress ( for piano stress fracture. toughness)

Strength

tJWU lowr hund valve

- equal s

ajpproximIately equal

(3-66) viii
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00ii " o 20

0

-400 -300 -200 -100 0 100

TEMPERATURE (F)

REDUCTION OF AREA OF RENE' 41

89

Al.



220-- ___ ___D.9.e__-

K =10, 0.062-IN, SHEET (173)

200 KT__ -IN._

14 KNTE LOGIUINL SOLUTION TREATED A

* -~AGED EXCEPT A.S NOTED.

80 .1 __ _ _ _ _ _ _ _ _ _-400 -300 -200 -100 0 100

TEMPERATURE JOF)

NOTCH TENSILE STRENGTH OF RENE' 41

(3-66)90



D.9.e-1
1.10 r- 

- - __

KT 7.2 O.OO2-IN. SHE.Tl (59)1

K 1 0 0 SOLUTION TREATED,
0.66-IN. SHEET (173)

I II

I1000- K 10, 0.063- IN. SHEET (173)'

0.-0

z

U) 0.80 - _ - _

u
(-)
0

z O'J!N TRE T 'L*-ON IUIA SO TO TRE TE AND

0.6

5K 21 0.00- I N. S :E4(6)'

0.5

-400 -300 -200 -100 0 100

TEMPERATURE (*F)

NOTCH STRENGTH RATIO OF RENE' 41

(3-66)

91



D.9.e-2

0 ~~~220 _ - _-

200-

KT 7. 21, 0.020-INI. SHEET (46

18

16 T - 21 )Z -I , S C

....... .......... .. .....

120

"NOTE: TAVESE OLUTION TREATED ANDJ
Ac) EXýCFPT AS NOTED

-400 -300 -200 -100 0 100

TEMPERATURE (F)

NOTCH TENSILE STRENGTH OF RENE' 41

(T-64) 9

92* ~ *~.-. - - -



D.9.e-3

KT 7.Z. 0.020-IN. SHEETr (59)

1.00
S,• =KT:=-7.2, 0.020--1N. S H EE T" (46)

- --

C- 0.90-

IIA

zN.___I
w

"- .- 80

".q"• •,.--==" 5OUTION "rREATED. K T= 7.2.

z-• 0.020--1N, SHEET (59)

0.70)

0 • K-,.: ,. 0.02.0-,,-.' S EET (46)

NOTE: TRANSVERSE SOLUTION TREATED AND
0.60 AGED (1l950 F/30 MIN. AC; 1400 F/16 HR.L1 AC) EXCEPT AS NOTED

0.50ol I I
-A00 -300 -200 -100 0 100

TEMPERATURE ('F)

NOTCH STRENGTH RATIO OF RENE' 41

(7-64)

., .'•.'- 9

...... I %



•, - -. , .-. - .-. o - . _ " • . ; o .- --- . , • j •' h , ' • . • • . . " " ',. - --. -, . . - -. . . -. - , . .

D.9.g
220- __ -- 11 1

SOLUTION TREATED AS-W&ELDED, R-41

FIL R 0 |6-N .ýE~ (173

200 T-

SOLUTON 'FEATE AND AGED,
AS-W L.D D, -41FILLER.

180-

cn/

140

TRANS

SOLUTION TREATED AND AGED
AS-TIG WELDED, NO FILLER.
0.020--IN. SHEET (46)

1200"-_ _ __ _ _

1001. __ _1_ _ _ _I_ _ _ _ _ _I_ _ I_ _

-400 -300 -200 -100 0 100

TEMPERATURE (F)

WELD TENSILE STRENGTH OF RENE' 41

(9-66) 94



280 ___D.9.Ii

240

0.0

24

__I

801 F -
400 ____ o__ ___ %__j -- 4- _

0 0.060 0.1~~20 0.8F020-.0

STAN(NHE E NH

STRES-STAIN IAGRM FO REN0O 4

(7-160

..........

. . . . . . .. . . . . . . . .
. . . . . . . . . .. . . . . . . . . . . ..0



D.9.i
20 T

5OLUTION TRFATED (797,7'/4 HR, W(),

E;UBSSIZE CHARPY V, 0.750-IN. 61A
BAR (2)

I-
15

I-
*ILL

0 100

UNI

-400 -300 -200 -100 010

TrEMPERATURE ('F)

IMPACT STRENGTH OF RENE' 41

(7-6) 96



D.9.t
50

0 •- _ _ _ _ _ _ - - - - - - - . -

--50-

~x

F- -100-.------ --- -- ~ - -

0 =.7

t)Qt. UT I UN T HLA IL
(1975F/4 HR. WQ) 0.750--N."• ~~D IA BAR(2)

""-. at -- 150

Li]

* -Mm-2200__

"- t I III

-250L-_
-400 -300 -200 -100 0 100

TEMPERATURE (OF)

THERMAL EXPANSION OF RENE 41

S(} -64)-:,• "..•97



D,1O.a
160 __ __ 1______ I___ __ _ __ _

AGED 1450 P/24 HR. AC

140- _ _ _ _ _ _

12

L-ON

(y)

NOTE: SOL-UT.ON TREATED (2150 F/AC).0-015_ IN SH E (112

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

YIELD STRENGTH OF R-235

99 Preceding page blank
(7-64)



200
AGEE) ^.450 F/24 IIH. AC

18

TRAN

U)U

LONG.

120 SOLUTION TREATIED-z

O 0E SOUTION TREATED (2150 F/AC),
0.0 5-IN. SHEET (112)

100 - ý L__ 
__

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

TENSILE STRENGTH OF R-235

100
(7-64)



D.1O.c

40

SO.TO RAE -Z -

20

0

TRANS j
AGED 1600 F/20 M IN, AC

-400 -300 -20-100 0 100

TEMPERATURE (*F)

ELONGATION OF R-235



D.1O.e
200 r~

NOTE., SOLUTION TREATED (U150 IV/AC),
0,015-IN. SHEET (112)J

AGED 1450 V-/24 HR. AC

YRANS

180T

160

14

AGD1U0) 2 I N A

100LUT10NTRAE

od- ~ ____ _ __ _______ _ __ ___

1020

2 -02

. . . . . . . . . .. . . . . . . .



D.1O.e-1
1.2 7

z
Id 1.0 _ _ _ _

-- \ I I.-'

0
z 0.9

z

o AGED 1600 F/20
C-

0.7400 -300 -200 -100 0 100

TEMPERATURE (*F)

NOTCH STRENGTH RATIO OF R-235

103
(7-64)



D.1O-g
220-1

NTE: SOLUTION TRFATE70 (2150 F/AQ).
TIG WcuLED.O NO FItLLERl. -
L-ONG ITUD INAL, 0.015- IN. SHEET

200

08

CLL

160

-400 -300-200 4-100 0/2 HP00A

-1 A

40 -30 -20 - 10 0 10

. . . . . . ... ~T MP RA UR . . . .. . . . . . . . . ..-- - -- - - - - - - - - - - - - - - - - - - - - - -

WELD.T.NSILE.S.ENG.H.OF..-2.

(.. . . . .. . . . . . . . . . . . . . . . . . . . .



D.11 .a
130 -1 ------

120

ANNEALED, L-ONG
0.060-IN. SH-IEET (I)

110

" " " ( n 10_0_ _ _.. .
fh 100 _

cn

90

n. 90 -' _
.I- I'

80 -- __

JUL -- _ _ _ __ _ _

60 - , i
-400 -300 -200 -100 0 100

TEMPERATURE (OF)

YIELD STRENGTH OF D-979
(7-4) 105



D.1l~ I" b

240 ' •

220

). O--IN. SHEET (1) '

0 180-- 18 -
U):.:-

140 -1_ _.,_-___ .

___V7 L~i___~~V 17_____ -I'
--400 -- 300 --200 -- 10O0 0 100

TF:MPERATU RE (0 F)

TEN¶ILE STRENGTH OF D-979 l•

106

(7--64) ---.

I -

PA



D.1 1.c
50 !---

40 - __- _

w
•'I • ANNEAL-E , LONG.

z 3 0.06 --IN. SIHE ET (1-)

0 3

0 20*.-y-. -
I0'- . _.. ._ __ __, _ I .

10

-- 400 -300 -200 -1oo 0 100

TEMPERATURE (-F)

ELONGATION OF D-979

107
(7--64)

- • . . - - .-. .. . . . . . . . . . . . . . . . . . . ..,- .



D.1 1.e
220_ _ _ _1

S.OIN HEET (1) L I

2001

180

Y)

00 -400 -300 -200 -100 0 100

TEMPERATURE (-F)

NOTCH TENSILE STRENGTH OF D-979

(7--64)10- I
I41



D.11.e-1
1.10__

rT E. ANNEALED, L.ONG ITUD INAL,0.060-- N.SHEýET 1) J

o 1.00

I-.

0
z 0.90 . .... .

LU
I--" 5
F- -:" 1..

0 0.80_....z

0.70If

0.60 1
-400 -300 -- 200 -100 0 100

TEMPERATURE (°F)

NOTCH STRENGTH RATIO OF D-979

(7-64) 109



D.11 .ip
3 5 r

S -

*. 30
S* -

i-,I ANNEALED, LONGITUDINAL, _

0 

0 ,0 6 0 - 1 . S • H E E T ( 1). 
....

25 ' _-400 -300 -200 -100 0 100

TEMPERATURE (OF)

MODULUS OF ELASTICITY OF D-979

175

150
S• -- ANNEALED, LONGITUDINAL --

__ . O.0•0. 0--IN. 5HEET (),-

V)
(U)

S125 - •-- " v -

100 11 1 1 1111
I d

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

SHEAR STRENGTH OF D-979

110

' ., • *- .

•,I::'•,.:::5;'.:-; :.i,,• :::','':--::•:<':::-:_•,'::: .:" :::::: .• : ..:- :::. -:.:- :- :".-::-:. ::... . ::.::,,:-:-:-:, --:. -* -. :" .:- .".:: :



D-11.t

0-

050

Sco

I- -100-5

""PLATE LONG (1)

A z

*1 -- o

X • ~ANNEALED, 1.00,-- IN.

Ill • PLATE, LONG. (,|)

-200-II

-400 -300 -200 -100 0 100

TEMPERATURE (° P)

THERMAL EXPANSION OF D-979

" (7 -6) 111



DA1 2.a
400

320

S240
AO% COLD REDUCTION

ILI 160 LONG. AND TRANS

Z__ 20 COLO REDUCTION,

ANNEALED, 0.076-IN.

-400 -300 -200 -100 0 100
-~ - TEMPERATURE (-F)

YIELD STRENGTH OF L-605

(7-613 Preceding page blank



D.12.b "%"

480

_____•

\
4O0

0.00e--IN. SHEET (11)

LONG .

320 ""-------_ •"• •'•, •,.•..

{'11 20•1 COLD REDUCTION,
0o020--1N. SHEC'T (11)

S• LONG. AND TRANS

!• 240 I •'•• i

- I ',
160 LONG. AND T•ANS •• .

ANNEALEDt 0. 076-- 1N•
SHEET (I) -- _ '•

80

-4oo -3oo -zoo - 1oo o ioo
TEMPERATURE (°F) .

TENSILE STRENGTH OF L-605

i-%

(7--64)

114 -."

121
%"

.%

i



D.12.c
1-0

4 0
F-'
z

20

TEMPERATURSEE (1F)

ELONGATION OF L-605

(7-64)1 
5



D.12.o2
300

250 -LOG

ZO%.OL RELDUCTUCONO

a.~q -' 0 G

-200 -30 -20 -100 0 100)

TE0.0RATUR. SHEE (1

.NOTCHN TEANS LE STRENGH NOF TRANS

150 k 4) 116
Ll I I

Z N EA-E



D.1 2.e-1

TR N 0.90I, HFU (1

ANEI-D K 35

0 .9

0 08

Q \-'Ao%COýf REDU'CTION. K 7. 2,

0.60 __ __iTEMPERATURE (-F)

NOTCH STRENGTH RATIO OF L-605

(7-64) 117



D.12.g
250

-)230 NOTE: ____ WELED_ ATO

210LOG

190__

*170

I- ANNEALED, AS WELDED ___
- L-605 ROD, 0. 076-i1N.

NOEE (1 LR)000IN HE

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

(7-64) WELD TENSILE STRENGTH OF L-605
118

......................................................



D.12.i
40 -

ANNEAULtA. 0.07-- IN.

T TANS /

30
0

25 -
-400 -300 -200 -100 0 100

TEMPERATURE ('F)

MODULUS OF ELASTICITY OF L-605

(7-64) 119

* * .,-.,.%



D.12.i
250

SOLUTION TREATED
(2225 F, WQ) CHARPY

V (49)

200

-J
1--

o 150
ILd

0
(I)

100

LI 26% COLD REDUCTION,
I /- CHARPY V. 0,750-IN,

Z D IA BAR --

50 u

0
-400 -300 -200 -100 0 100

TEMPERATURE ('F)

IMPACT STRENGTH OF L-605

(7-64)'1V0 50....................,.................120

- C- 400.~ - -3 -20 -. 00. 10



D.12.t
50

"I-I-

m0

0jj -500

z
0

-150 -. . .-... 1 -- -
\-267. COLD REDUCED,

LI 0,750-IN. D iA BAR (z21)

-200
"ANNEAL-"ED, 0Z-0-ION. 01A BAR (1)

-400 -300 -- 200 -00 0 100

TEMPERATrURE ('F)

THERMAL EXPANSION OF L-605

(7-64)
0 0R121

. _ ./



D.1 3.a
240 ___ -

0.031-IN. SHEET (124)

- 4. 00-IN. TH ICK FORGING (206)

220 -7 -- __ _ _ _ __ __ _ _

0,010-I14. SHEET (124i

0.1 25-]N. SHEET 12Gb)

200 4.00- N HC OGN 26

w
IX~ 160__

NOTE: ANNEALED ANG AGED, LONGITUDINAL,
(124) 1800OF+I- 1325F/S HR, FC TO II 50F.

HOLD 1)3 HR, A C.

(205) SAME AS 1124)

-- ¶ 206)0 1950F +-140OF/10 HR, FC TO 1200F,

*120 HOLD 20 HR. AC.

(206) nsSAME AS (124).

100 -- I___ _ __ _ __ __ _ __ ___ _

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

YIELD STRENGTH OF INCONEL 718

123 Preceding page blank

- . - S. . . . . . . . . . . . . N



D.13.a-1

240-

21 00

(Y)Z

(n 30

-p E)

U)

140
NOTE. ANN4EALED AND AGED, TRANSVERSE.

(124) 1 BOOF + 132 5F/B H R. FC
TO 11:50F, HOLD 18 HR, AC.

(205) SAME AS (124)

(206)O 1395OF + 140OF/ 10 HR,

FC TO 1200F, HOLD 20 MR,

120 ~(206) (~SAME AS (124) }--
100 -400 -300 -200 -0 0

-100 0

TEMPERATURE ('F)

YIELD STRENGTH OF INCONEL 718

124



D.13.a-2
320

I 1 NTE:COL1- REDUCED AND ,%GLDt T AS SHOWN.

300 ---- 1
50 %CR + AGED) (125Cr/B HR. FC TO 1150F.
HOLD) 18 HR, AC). 0.0U25SlN. SHE:ET (124)

LONG.I I I I

50 7%CR + AG ED (1325 F/8 HR,
- rC TO 1150F, HOLD 18 HR, AC),
0.025-IN. SHEET (124),

280 
1_F__I

IG 26 
____ S EE

U)z5

TEMPTRA TUNSOF

2205



D.13.b

280 ___ NOTE: ANNEALED AND AGED LONGITUDINLL SEE 0.1 3.a FOR HEAT TREAT.

260

02

200

0.2 -N HET(?0

4.00-IN. THICK FORGiNG (206)

160 LL~ O.03;-IN. SHEET (124)_ _ _ __ _ _ _ _ __ _

-.400 -300 -200 -100 0 100

TEMPERATURE (OF)

TENSILE STRENGTH OF INCONEL 718
(6-68', 126



D.1 3.b-1
300[ ____ _____

______ ____ - .-..-- OTE- ANNEALED AND AGED, TRANSVERSE,

IsEED.13.OI1 FOR H-EA T TREAT.

280___

S240-

22

200

Z -0.010-IN. SHEET j 124

-4.00-IN. THICK FORGING (206)

60 - -400 -300 -200 -100 0 100

TEMPERATURE ('F)

TENSILE STRENGTH OF INCONEL 718

127



D.13.b-2
340

TT -'I
-NTE: COLD REDUCED AND AGED "

N SH4OWN. A

.4 ~~~320..__ ____

50% CR +AGED (1250 F- 8/HR FC TO
____ -250 F. HOLD 18 HR, AC), 0.

6
25-IN.'7--/ -HE5Tr (124)

LONG,

"'300[
30 N.50'-CR+AGED 

(1325F/8 HR -
r-FC TO 1150 F, HOLD 18 HR,

/AC), 00 E5-IN. SHEET (124)

L

240

220 TTEMPERAURENS

200 LONG.__ ___

30% ýCR + AGED,
0.025-IN, SHEET (12,5)

180 _ _ _ _ _ _ _ _ _ __ _ _ _

-400 -300 -200 -100 0 100

TEMPERATURE (-F)

(.,.6a) TENSILE STRENGTH OF INCONEL 718
128

%%,

.-. * -- *. . -.. ~ - - .. - - - -



D.1 3.c

NjOT E: ANNEALED AND AGED, LONGITUDINAL, SEE:

3.3. FO _____ Tkr A'.

20

z

wt 10 __

wi -400 -300 -200 -100 0 100
a-
z TEMPERATURE (0F)
0

(940 I

~ ANNELED AND AGED, TRANSVLRSE, SEE:
0. i.-I FORHEAT-TREAT.-

30. 1_
4.00-IN. THE FORGING 26

. ~ ~ ~ 40-N TH...... FORG2NG (206)E (05

II IT

-400 -300 -200 -100 0 100

TEMPERATURE ('F)

ELONGATION OF INCONEL 718

(6-66)129



D.13.c-1
40 1 II

NOTE: ANNEALED AND AGED (1325F/8 HR, 'C

TCO 1105F, HOLD (18 HR, AC) (124).

3 0

20'- - RN

0.010-IN. SHE-ET

z

Ld-400 -300 -200 -100 0 100
ILi

TEMPERATURE (OF)
z
0

NoE COLD REDUCED AND AGE 1

10 AS SHTOOWN, OD 8

/•150 C +AGD 125F/ H* O 15FHOLD 18 HR, AC). 0.025-IN. SHEET (124

-40 /3010 -0 0
r--- 0%CR+ TEMPRAUR LONG,

ERNSLONGAT.5ION. OHF CNE 1

- soCI + GED 132F/1301

io..................................
-C) SH E 14



-: .. D.13.d
50

40

z

-7( ANSI40 
F 0H ,FCT 0 F

0

40 -30 202010

TEPRTUE(F

REUTO FAEAO NOE 1

h13



D.13.e

350

I-I33

SE:D. .C FRHETTREM ATU. (F

213

2 3 0 - -
-



D.13.e-I
1.60 i- - -- j--

1.50 . -- -

o 1,40 
' "!-

-,-ic0

ce

K 63,THK FORGING (206).•..'-.Z 1.30 .__ - _T= .. .0 - .

"(1" ,_ _ __ _,,_

wr

NOTE: ANNEALED AND AGED, LONGITUDINAL,
-SEE D.13.. FOR HEAT TREAT.

-. Z u I T

KT =6.0, 0.125-IN. 3HEET, FLAT SPECIMEN (205)

" U I I I
I-

10 K 7.2, 0.O1O-IN. SHEET. FLAT SPECIMEN (1 24)

KT= 7.2, 0,031-IN. SHEET,

S~~~FLAT SPECIMEN (124), 1

1.00 j

0.90 _
-400 -300 -200 -100 0 100

TEMPERATURE (OF)

NOTCH STRENGTH RATIO OF INCONEL 718

"133

N .. . . . . . . . .



D.13.e-2
350 T-___

r- 63, 4.00-IN. THK FORGING t(2061

330 ___

310-

29

NOE NEAL.ED AND AGED, TRANVRE
SEE .1 3.0-1 FOR HEAT TET

250- __ __

230

210 - /I _____

KT~ 7.2, 0.031-IN. SHEET. FLAT bPECIMEN (1 24)

~7.,2 O I0.0-IN. HET, FLAT SPLCIMN (124)

.-400 -300 -200 -100 0 100

TEMPERATrURE (OF)

NOTCH TENSILE STRENGTH OF INCONEL 718
134



D.13.e-3
1.60. I

' T.. 6.3, 4.00-IN. THK FORGING (206)

1.50t.- __ __

1.40 B "

0

z

K1.20 000-N SHEET 013FLAT ORE HEATNT(EAT.

00

I-~~T 6.02,003-. HE , 0.AT 5 SE IMN. (124)

-400 -300 -200 -100 0 100

TEMPERATURE ('F)

NOTCH STRENGTH RATIO Or NOE 1



D. 13.o-4
3120-r--1-----1 -

COD REDUCED AND AE
AS HOWN, K =7..I

T

-50%CR +AGE:D (1250P H8bR, PC TO 150F, HOLD
300 18 HR, AC), 0.025-IN. SHEET(14

26

0)5%C + AGEO (1325F/ HR,
F 1T 150F, HOL18H

4X24

2o%CR+ AGED (1325F/B HR PC TO
1150F, HOLD 13 HAR, AC), 0.631-IN. SHEErT

_______________ _______ _____ (124) _ ______

200 11 1 -

-400 -300 -200 --100 0 100

TEMPERAT R C~ (OF)

NOTCH TENSILE STRENGTH OF INCONEL 718

136



D.13.e-5
1.20

1NOTE COLD REDUCED AND AGED
AS SHWN. IK 7.Z.

10 ,o % CR + AGED --.--.- -•..7 C
1""0, .HOLD 18 HR. AC)A 0.030-IN. NHEET (124)

"F- 0 0N , H (

- ~0.90I

-- 0 LON-. TR N -. 000

TEM (12TU) -1F

o 30% %CR + AGED, (1Z / HR 00C T

Z 1180F * OZ5-I .O 1HEE HF25 ') A~I~ HE 1

0.0

[,- -- _

0.7

50%PERATURED (O32F) BH. T

LONOTCH STRENGTH RATIO OF INCONEL 718

(6-66)

137



I

D.13.g

INOTE AS-TIG WELDED, AUTO, NO FILLER. 1 4
AGED (1325 F/ HR, FC TO 1 150 F'
HOLD 1. HR. AC). 0.030--IN, SHEET (124).

180o _ -_ T

*)( 160

* .0
/ ANNEALED AND AGED

* w
/-140 __''

120 I -7+ o;i:
2U7 u I-H +Aui,LU

IooI

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

WELD TENSILE STRENGTH OF INCONEL 718

(1-05)

138 "
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D.13.j
70 r- _ __ - _ _ - _ __ _

LONG ITULDINA L

60

40
C

wn NO E AN EL DA DAG D .0i

20RFT(26

-~ -____ _in

SHOR TRANVERS

20-40 -0-2010 .00100

TEMPERATURE ('F)

q IMPACT STRENGTH OF INCONEL 718

(6-68)

139



D.13.o

00

7u

o5 0

C~~ w ____4A_

00

ioi

3.40.



D.13.o-

04 b.

LL

iww
0 w U.

~..' .

31J

0 W-

00

(P* 00 sHL

oc-c

141



D.13.u.2

00

wJzW
0

w -U

w~ I L

J LU

01-

1422



D.13.t

40[ __ __

W -

i I __

I _ __

co /
JJ

I.-

2-120'

xw

- 160

0(204)

-240._ _ __ _ __ _ _ _

-400 -300 -200 -100 0 100

TEMPERATrURE ('F)

THERMAL EXPANSION OF INCONEL 718

143

I/ 4--



D.13.v

7_ _

6

BAR, PRELIMINARY DATA (210')

0

o _ _ _ ._

2 .

00

-400 -300 -200 -100 0 100
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66,2-71 2.,199-2.226 AS ABOVE + 618F/20 HR

CROSSHEAD RATE: 1- IN./MIN-70F, 0.1 IN./MIN -

LOWER TEMPERATURES
20

0.1Z2-IN. SHEET (3).

a. 16 - _ _ __ _

49%/ CRYSTALLINITY

0-
-400____ -300_ - 20 10 01

5Z.5 % CRYSTALLINITY

* ~ ~12 -

* v

8

'-N.
66.2%CRYSTALLINITY

0 _

-400 -300 -200 -100 0 100

TEMPERATURE ('F)

YIELD STRENGTH OF TEFLON

E. 1. DUPONT DE NEMOURS AND CO,

(7-b4)

Preceding page blank
301



"G.3.a-1

28- - -

NOTE: FEP TEFLON

CRYS TALL- SPECIFIC THERMAL
INITY. . GRAVITY TREATMENT

24 - - 44-49 9 MOLDED 600F/5 MIN,

QUICK QUENCHED

4-5249-1-5 15 SABOVE - 475F /12 HR

CROSSHEAD RATE: SEE G.3.A3. 0.02-IN. SHEET (3)

20 - -. .. ... .

S16 IN

It 12

44AND 49% CRYSTALL INIT Y

-400 -300 -200 -100 0 100

TEMPERATURE ('F)

YIELD STRENGTH OF TEFLON

* T.M.
E. I. DUPONT OE NEMOURS AND CO.

(1- ),' .
3'02

Sl ll l "• . .. ' 'i ' i ... . .. .l l1



G.3.a-2

\\"_ ___ - i- _- -... ____ __ ___

65 'BR BONZ2E FILLED

5 1 1 -- 25% ASBESTOS FILLED

03

5

U)

2OTEE TEFLON, CROSNH'*

RATE: SEE G. 3 A 0.0,62-1N,
SHEET (3).

-400 -300 -200 -100 0 100

TEMPERATURE ('F)

YIELD STRENGTH OF TEFLON*

* I.M.
E, I. DUPONT DE NEMOURS AND CO.

* (7-64)

303



G.3.a-3
24

NOTE: S;AMlPLE:S CUT 11 T(- MO4LE) FORCI:tS,

20 SAQ ~ - U I To rv-LDO cRc-L~s.

SHEETr (3).

_ _P _ 0" GLASS FITTL

(n
Li

I-

-400 -300 -200 -100 0 100

TEMPERATURE ('F)

YIELD STRENGTH OF TEFLON *

*T. M.
E1.DUPONT Dr- NEMOURS AND CO.

(7-64) 304



-' *.¾ G.3.a-4
120 -t--

3I L: 116 GLASS CLOTH RF?:INVOHCLI D,
CROSSHI AD RAT---5tE G.3.A.
0.06 -- IN, S[ILT (3).

-- TFE

160

Ln

•- ,,40 "-4

20

"-400 -300 -200 -10 0 100

"TEMPERATURE (°F)

YIELD STRENGTH OF TEFLON*

* -. M.
L. I. DUPONT DE NEMOURS AND CO,

,,- 4 _ (7-64) 305



G.3.b
2. ... . . . . "[ ..........

NOTL: I I-[ - LON

- [ Y- " STALL- SPL.k IFIC I III.IlNIAL

IN I VY, % _.1.AV rT," T'LATI\LNI

49-50 2.14,--2.151 1O I_ n 720F/30 N-1!N,
01 ICK (2L1FUI NC.LOD

24 5Z.5--u 2 .159-2,171 AS AL3QVI: -i 5.5-'5 Iii

61.2-71 2.199-2". L(, AS AL3OVt- I 618F'/20 IIIt

CrO5O 'HLAt- PA-I L--SL:IJ G.3.A, 0.0162-IN. SHLET (3).

20 U.. ...

S 452.5%• YISTALLIN I'TY

U)_ _ _ __ _ _ _ _ _ __.:..,

o 16 -- - 49% TALrALINIT

4

8. .. _ _ _ ,

-400 -300 -200 -100 0 100

TEMPERATURE (CF)

TENSILE STRENGTH OF TEFLON *
*T.M.

E. 1: DUPONTr DE NEMOURS AND CO.

(7-641) 0

3-0I . . ..



G.3.b-1

NOTE: FEP TEFLON

CRYSTALL- 5PL'CIFIC THlIRMIAL
INITY,% GRAVITY TREATMLNT

44-49 2,135-2.149 M, LODED O FOO/5 M IN,
QUICK QUENCHED

24 49-55 2.149--2.' 55 AS ABOVE: + 475F/lŽ HR

CROSSHLAO RATE--SCL G.3.A, 0,062-IN, StlVIET
(3).

20 -

44% CRYSTALLINITY

49% CSRYSTALLINITY

M 16 
-

tn

. 12

4 _-__

-400 -300 -200 -100 0 100

TEMPERATURE ('F)

TENSILE STRENGTH OF TEFLON*

E. I. DUPONT DE NEMOURS AND CO. 307

(7-64)



G.3.b-2
28

24 .. . ...-

20 -- __

TFE (80)

16_ _ - II - _
TFE, 52.4% CRYSTALLINITY (6)

C'"
cc 12

'TFE. 72.2% I•• -

/ I .

CRYkTAL-LI N ITy (6)

TFE (2'3, 24) . m •:

0 -400 -300 -200 -100 0 100

TEMPERATURE (OF)

TENSILE STRENGTH OF TEFLON*
* 1.M,

C. I. DUPONT OF NLMQUURS AND CO.

308
(7-64)
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G.3.b-3
7

2 2% ASBESTOS FIL.L-ED

% .15% GRAPHITE FliLLED

5 -\ _"____t

65% BRONZ E F ILLED

_. 0
SHEET (

0
-400 -300 -200 -I00 0 I00

TEMPERATURE (OF)

TENSILE STRENGTH OF TEFLON*

1: I DUIPONT OE NEMOUR5 AND CO,

,. ~(7-64) 30

U30



G.3.b-4

NOTE: Q SAMPLES CUT II TO MOLD FORCES,

20 SAMPLES CUT JL TO MOLD FORCES,
CROSSHEAD-SEE G,3.A 0.O62-IN.
SHEET (3).

0*1

16---

FEP. 25% GLASS FILLED)

- 12__ _

Li __ _ __ __

(I)

• TTFF, ?5% GLASS FILLELI

4-

-400 -300 -200 -100 0 100

TEMPERATURE (°F)

TENSILE STRENGTH OF TEFLON*

* T.M,
E. I. DUPONT DE NEMOURS ANJD CO.

310
(7-64)



G.3.b-5
120 -_ _ _

rNO 1'1: litG LAss L01111I

10 7 C.JOSSIILAD [lAlL-sl:L:G3A

80

60

U*)

'7d

-400 -300 -20 10 i~o

TEMPERATLURE ('F:)

TENSILE STRENGTH OF TEFLON*

E. . DUP'ONT Or- NLMOUII5 AND 0

(7-b4)311



G .3. c

3280

NOTL -5 I~. Il AS -It-[L 4 55U(3t

5~*-.5-5b 199 - _'.Z17 A5 ABOVII 4 585-/ 181< 1?0

CFOSS5 1 CAD 1 PAlL -S5L L G. 3.A. 0, O,2- 1IN. SIIh.Ll

z

Z tu.2% CIPYSTALLIN II -

w

Li

55%CiYSTALLIN IVY

z 1210
0

80

80- -- - I>YSTALLI NIT

40 _ _ __ _ __ _ __ _ __

-400 -300 -200 -100 0 100

TEMPERATURE ('F)

ELONGATION OF TEFLON'
*T.M.

E. 1. DUPONT DE NEMOURS ANDO. 3 312
(7-64)



G.3.c-1

4001 _ _ _ _ - _ _ _ _ _ _ _ _ _ _ _ _ _ _

350 ..
""OTI ZLI' TI.I LON

C[J.YSTALL-- SPLC P1(2 THERMVAL I
IN P1" % GIAV Y TR-ATM'ENTI

44-49 O.135-2,149 MOLDED 6001`5 M IN

300 -QU)ICK QUENCH1ED

CH05SHlltAD HATr-SFr- rG,3,A, 0.062-IN. SHEET

25

z

I-
z
w

S200-

0~0 1-._ o___

z0 150
0 ,

JI4,oo __ . .. -__ - -I- - ___
""j.•% CRYSTALLIINITY

""50i 44% CRYSTALLINITY

-400 -300 -200 -100 0 100

TEMPERATURE (°F)

ELONGATION OF TEFLON

E. 1. DUPOINT DEL NL MOJRS AND CO.

(7-64)



G.3.c-2
600

500

" 400 -
z

z 300 ....

"TFE, 52.4% CRYSTALLINITY (6)

o TFEE 72.Z% CRYSTALINITY (6)

200 ' Ti

-rF- (81I - ,

TFE (23, 24

100

-400 -300 -200 -100 0 100

TEMPERATURE ('F)

ELONGATION OF TEFLON*

*T,M.
C. I. DUPONT DE NEMO'JRS AND CO.

(;-64) 314
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G.3.c-3
50

NOTE: TFE TEFLON, CROSSHEAD RATE- --

SEE G.3.A, O.OEZ-IN. SHE ET (3).

240 -

0-3
z

LI
(L 65% BRONZE FILLED

Z 20.0

z

15%EATR GRPHTF)L-E

ELONGATION OF TEFLON *

*T.M.
E. 1. DUPONT DE NEMOURS AND QO.

(7-64) 315



G.3.c-4
80

60__

NOTE: I SAMPL--. CUT II TO MOLD" _ORCES 2)SAMPLES CUT 1 .TO MOLb•'•ORcES. - TF'Ea

25% GLASS FILLED, -- rEP,
20% GLASS FILLED CROSS-
HEAD RATE-SEE G.S.A, 0,062-IN. SHEET (3).

40I -4 0- 0 '0 0 - 10 0 010

40

z T E U F

I.I
20 -, - ....o

Er. 0 -

w -400 -300 -200 -100 0 100

z TEMPERATURE ('F)

ELONGAIONOTEFLO__---

0

E,~~~A IrPN ENMOR N O 1

W NTE: 1116 GLAS5 CLOTH REIN-ROICED
CROSSHEAD RATE-SEE G .3.A,-

TFE

101 1 1

-400 -300 -200 -100 0 100

TEMPERATURE ('F)

ELONGATION OF TEFLON*
*T. M.
E. 1. DUPONT DE NEMOURS AND CO, 316

(7-64)
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G.3.hi
"" ~24

NOTE: FFP, CROSSHEAD SPEEO-0.02 IN. MIN.
0.040- IN, SHEET (6).

20 1O

-423 F

16

-340 F

0 12.;. n

0~0

0

70 F

0 0.200 0.400 0.600 0.800 1.000

STRAIN (INCHES PER INCH)

STRESS-STRAIN DIAGRAM FOR TEFLON*

* T, M.
E. I. DUPONT DE NEMOURS AND CO.

(1-65)

"317



G.3.h-1
28,

NOTF. FEP, CROSSHEAD SPEED-I
0.02- IN./M IN, 0.04U-IN. I
SHEET k6). _ _ I

24 -

4A23 F'

121
20 - --' 4-

,0-320
0

F

0
0. 16 -DUPONT D ' A D,

318,

1 2-- _ _.. -

U) IO F- --

8 
0'

P• .04 0.800.1!20 0.10 .0

STRAIN (INCHES PER INCH) ''

STRESS-STRAIN DIAGRAM FOR TEFLON* i:

E. I. DUPONT DE NEMOURS AND CO,,,-• 
•

318
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G.3.h-2
28

-~ _-!2 Z2 - -I
NOTL: I-L 52.4 ' CRYSTALLINITY, CROSSHLAO

SPELD-0.02--IN, IN, 0,1
2
5-1N SHELT (6).

24 _ _

20

-4230

g~ 16 
320_ 0___ F_______ 

__

(10

LA-I

0

0 0.040 0.080 0.120 0. 160 0. 200

STRAIN (INCHES PER INCH)

STRESS-STRAIN DIAGRAM FOR TEFLON
*T.M.

IE , DUPONT DE NEMOURS AND CO.

(i--65)

319



G.3.h-3
28 - '

24

NOTE: I-- L, 72.2% ( RYSTALL IN ITY,
CROS•HEAD 5 PEE) 0.02"-IN./M IN,
0.1295-I1N. SHEET (.)

20

6 16

W)i) I "-____ __ _ ",___

LI

-423
0

F

pý 8Z F

lI /F I30Fh"•
700 FF

__ _ ,/___ __ __ _ __ ,oO_ __ __ __

0 0.040 0.080 0.120 0.160 0.200

STRAIN (INCHES PER INCH)

STRESS-STRAIN DIAGRAM FOR TEFLON*
* T, M .

E. I. DUPON1T DE NEMOUR5 AND CO,

320



G.3.i

NOTE: TEE TEFL.ON

C-YSTAL L-- SPEC IF IC TlHLlMAL
IN ITY, % GRAVITY TI-ATM LNT

49-50 2.148-2. 152 MOL-DED 7ŽOF/30 M IN,
QUICK QUENCHED

52.5--5 2.159-Z. 171 AS ABOVL + 58SF/5 IHR

0.6 66.Z-71 2.199--2.226 AS ABOVL + G6181/720 Ilk

CROSSHEAD RATE-SEE G.3.A, 0.062--IN. SHIEET

-49% CRYSTALLINITY

0.5 •,
52,5% CRYSTAL.LINITY

66.•% CRYSTALLINITY

"" ""' m 0.4"

0~

CD

(I)

0.24

0.1

0-
-400 -300 -200 -100 0 100

TEMPERATURE (°F)

MODULUS OF ELASTICITY OF TEFLON*
*TM.

E: I, DUPONT DE NEMOURS AND CO.

"- .:• (7-64) 321



G.3.i-1

CH-YSTAL-L- SFrECIF IC Týi[1~Aill
I N I TY, GR3IAV 7IY I I AlMUNT

44-49 2.135-2.149 MOLDL-D G00OU/5 Ml IN,
QUICK WULNCIILA)

49-5 -- 149-2, 155 AS AEIOVI. + 4751'/ I: III

0.8 CHOSSIIEAD HATL-SLi- G.3.A, 4j,OI3- IN. SHIILT

0.6

ILID 44% CVNYSTALI-INITY

J 0.4
D
0

0.2- _ _ _ _ _ _ _ _ _ _ _ _ __ _ _ _ _

49% CRYSTAkLUINITY-'

-400 -300 -200 -100 0 100

TEMPERATURE ('F)

MODULUS OF ELASTICITY OF TEFLON *

*T.M.
E D'. UPONT DE NEMVOURS AND C.O.

322
(7-64)



L

G.3.i-2
"1.40 -- TO M

1.0NOTE SAMPLES CUT TO MOLD FORCES,
1.20 SAMPLES CUT ITO MOLD FORCLS.

SCROSSHEAD RATL-SEE u.3.A, ,OGZ-1N.
SHELL (3).

1.00

o .80

0.60 i-• •

0.

0.40

""0
"'"-400 -300 -200 - I00 0 1 00•-

TEMPERATURE (°F) •

MODULUS OF ELASTICITY OF TEFLON*

E. 0. 2UPONT OE NE0OIRS AND CO.

""'"(7-64)33•

TrE,2~% LASSFILLD 323



G.3.i-3
2.62.2._.- .IL J I ---i

NOTE: 116 GLASS CLOTH RLINFORCEMINT,-,
iCHOSSHEAD RATE--SEE G3,.A. 0.062-IN.SHEET (3),

FLPI

n. 1.8 - ___ __"

(n

* 0 1.4 -

° 0

1.0 - _ __ ___ _ __- _ _ _

0.6-
-400 -300 -200 -100 0 100

TEMPERATURE ('F)

MODULUS OF ELASTICITY OF TEFLON*

*,T,%

E. I, OUPONT DE NEMOUR5 ANO CO.

(7-64) 324

- . i -. - .-i "" ",• " I= " " I "1 I "I "1.I " "1 "" "I ".. . . I -I . . . . . . .



G.3,i

NOT.: TFE TEFLON

CRYSTALL- SPECIFIC THERMAL
IN ITY,°" GRAVITY TREATMENT

52.5-56 2*.159-2,171 MOLDED 720F/30 M IN,
QUICK QUENCHED
+ 585F/; HR

3 66.2-71 2.199,- 2.Z26 AS ABOVE+ 616F/75 HR
STANDARD IZOD, 0.250--1N, SHEET.

71 % CR YSTALL IN ITYt ()/

2-71 CRYSTAL-LINITY (3)

0oZ. 5 GCR Y5TALLINTY (3)
z
LLZ! 0

-400 -300 -200 -100 0 100

FI- TEMPERATURE (°F)

T3

(/1

49% CRYSTAL-LINITY

2 I-/ 55% CRYSTALLLINITY

z'" I 1-
"--"-I I _____ _____ __

NOTE: FEP TEFLON

-- CRYSTALL- SPECIFIC THERMAL
IN ITY,U% GRAVITY TREATMENT

44-49 2. 135-Z, 149 MOLDED 600F/5 M IN,
QUICK QUENCHED

49-55 2.149-2.155 AS ABOVE + 475F/12 HR

STANDARD IZOD, 0.250-IN. SHEET (3).

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

IMPACT STRENGTH OF TEFLON*
"*T.M.

E. I. DUPONT - NEMOURS ANID CO. 325
(7-es)
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G.3.j-
3.0 - - , , ,_ _ _ ___ __ _ __ _ _ ,___ _ _ , _ _

NOTE: TFE TEFLON. STANuAL) i2Oo,

0.250-_IN. SHE.ET (3).

1 ISGRAPHITE: FILLE)-0-

2.0 65s% BRONZE: FILLEkD

1.0 _ _ __ _

-r 25a7 0/oASBESTOS FILLED __

0

Lh -400 -300 -200 -100 0 100

O! TEMPERATURE (°F)

3.0
I I I I INOTE: STANDAR. OIZOD,v 0~~.ZS0--IN; SHU[" T

£0 FEP. 257% GLASS FILLED

0
(1) 2.0
I0

ix
z

Li 10 ~ j---. 'TFE,. 25% GLASS FILLED

-40-300 -200 -100010

TEMPERATURE (OF)

IMPACT STRENGTH OF TEFLON *
*T.M.

E. DUPONT E NEMOURS AND CO

(7-64)
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G.3.j-2
40 - ---

I It -1 " GLASS -.Lor" r iw-oiciwMINT,____... I -- ! I I'--11t GLASS C2LO'TH 1NI II!OFI "tMLNT, ----- ____

"iANI)AI1) IZOD, 0,25 -- IN. SVILLI-T (3).

35 - .0

30 , - -\

FLýP.TI INUGH IAEMI---- ý

o 25z
LL

S20 --- /..
0 ,_ J_ __

I- -kE41-, WIT'H FABRIC-
LL

c' w/

im

0 15
0

.. . . ...................

S-ft L:, W ITH1 I-AB H•I (5

03

.7 5. M__
L-, 1.-- DUPON [)I ' AND CO_2-400 -300 -200 - 100 0 100

TEMPERATURE (°F)

IMPACT STRENGTH OF TEFLON *
% ". * "r.1." - .,I. DUPONi I" tIJF.MO'JNS AN[) co. 327..

(7--b4)J
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G.3. t
0.48 _____

NOTE: TFE TEFLON

CRYSTALL- SPECIFIC THERMAL
INITY,%r GRAVITY TREATMENT

49-50 2. 148--2. 152 MOLDED 720F/30 MIN,
0.40 QUICK QUENCHED

52.5-56 2.159-2.171 AS ABOVE + 585F/5 HR

S66.2-71 2,199-2.226 AS ABOVE + 618F/20 HR

0.062-IN. SHEET (3),

0.32

I0

S0.24

U)

0.08____

- 47% CRYSTALLINITY

52.5,% CRY51TALLINITy

66.Z'7 ' c Y5TL -,NTY -- i:

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

MODULUS OF RIGIDITY OF TEFLON*

*T.M,
E. I. DUPONT DE NLMOURS AND CO.

(7-64) 328

............................ .. .. .. .



G.3.i-1

"-" 0.96 t TII
NOTL FEP TEFLON

- CRYSTALL-- SPEC IFIC THERMAL
IN ITY, % GRAVITY TREATMENT

44-49 Z.135-Z.149 MOLDED 600F/5 MIN,I QUICK QUENCHED

0.80 49-55 2.149-2.155 AS ABOVE + 475F/1Z HR

0 .062-IN. SHEET (3).

0.64 _ __ _ _ _ _ _ _ _ _ _ _

t51% CRYSTALL INITY-- J I _

a.
44% CRYSTALLINITY

0.4

0.4

0

0.32 -11 ..

0.16 _ _ _ -__

"_ __.__ _ _ ,__ __" _____II I I

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

MODULUS OF RIGIDITY OF TEFLON*

* T.M.
E. I1 DUPONI OE NEMOURS AND CO.

329
(7--64)
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0.96

0.80 N00 SAMPLES CUT -TO MOLD FORCE 0
SAMPLES CUT TO MOLD FORCES._____062-IN. SHEET (3).

FEP, ZO% GLASS FILLE

0.64 -30

-0.48 
-

0

I t-L. Z5 GLASS FILL-ED

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

MODULUS OF RIGIDITY OF TEFLON*

E. 1. DUPONT OF NEMO'jRS AND CO.

(7-64) 330



G.31~-3

0.964

LAES 0482IN SHEE (3). _

S 0.80 - -- __

040.30-20-10040

0,161

-40 -30 9200 -10 0 100*



G.3.m
35. I

NOTE: TFE TEFLON

CRYSTALL- SPECIFIC THERMAL

-- __INITY,% GRAVITY TREATMENT

49-50 2.148-2.152 MOLDED 720F/30 M IN,
QUICK QUFNCHLED

52.5-56 2.159--2.152 AS ABOVE + 585F/5 HR

30 66,2-71 2.199-Z.226 AS ABOVE + 618F/ZO HR

CROSSHEAD RATE-0.5-IN. MIN. 0.5-IN. OIA ROD(3). ___________ __ _

"25 - -_ _ _ _ _ _ _ _ _ _ __I__

25 ...

- 68•% CRYSTALL IN ITY

56 % CRYSTALLINITY

ir 20 //--50% CRYSTALLINITY

(n)

w

10 \

o i ,--- I

CL Ii _ _ ___

-400 -300 -200 -100 0 100

TEMPERATURE (0 F)

COMPRESSIVE STRENGTH OF TEFLON*
* T.M.

E. I DUPONT DE NEMO'JRS AND CO.

(7-64) 332



G.3.m-1
401 I - !
40.NOTE: FEP TEFLON

CRYSTALL- SPECIFIC THERMAL

IN ITY, GRAVITY TREATMENT

44-49 2.135-2.149 MOLDED GO'3F/5 MIN,
QUICK QUENCHED

35 - - 49-55 2.149-2,155 AS ABOVE + 475F/12 HR

CRO!SHEAD RATE-0,05-IN, MIN, 0.5-IN. DIA ROD
(a).

30 ---- 1I f--I-
447 CRYSTALLINITY30- t I

25 \-

1: 20

(n

. - -1 0 / - 4 9

44% --

I II _______

0 I
-400 -300 -200 - 100 0100

TEMPERATURE (OF)

--.- "-."COMPRESSIVE STRENGTH OF TEFLON*

•T. M.
E. I. DUPONT DIE NEMOURS AND CO. 333

(7-564)



28G..m-2

20 - _ _ _ _ _ _ _ _

• 1-
TFE, 0.2 %OFFSET YIEL.DS
0.500-IN. 0IA ROD (86)

16 - -_ __ _ _ __ _ _

% 12

Icn __ ___

-N8 - --.. 1

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

COMPRESSIVE STRENGTH OF TEFLON
, T.M ,

E. 1, .UPONT DE NEMOURO AND CO.

(7-64)

"'" "" . .. " ..... • "'"• "••'• • " • •-• -" "".. . . . . . . . .. . . . . . . . . . . . . . . . . . . . . . . . . . .-. .. ".. . . . .-.-.... .. '



G.3.m-3

N NOTE: TFE TEFLON, :OROS5-LAD
-- R RATE-0.05-IN, MIN, 0.5-IN,

30 
0 IA ROO (3).

25 INN

2 2570 ASBESTOS FILLED

-65o. BRONZE FILLED

.-. -. 20

U) (II

IL] 15 -- _ __

10 __ _

15 %CR APHI'rEi FILLED

-400 -300 -200 -100 0 100

TEMPERATURE ( 0 F)

COMPRESSIVE STRENGTH OF TEFLON*

N *T.M.
E. I. DUPONT DE NEMOUNS AND CO.
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G.3.m-4

40 __ ___

NOTE SAMPLES CUT IITO MOLD FoUL vs,

35 SAMIPLES CU-7 11- TOMOL-D I-O~ctL~i,
CROSSHAEAD RATE-U.05-IN. MIN,
0.5-IN. LJIA ROD (3).

30 -

25 _. ___ -

FEE, 20% GLASS FILL-L\

o 
1

"- - - 2 0 _

(n
N4 q

F-

15T

10NN

TFý:, 25% GLASS FIL-LED

S -400 -300 -200 -100 0 100

TEMPERATURE ('F)

COMPRESSIVE STRENGTH OF TEFLON
*T. 

M.

ET.. I. DUPONT DE NEMOURS AND CO. 336
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G.3.m-5
12-0

NOTE: TFE-128 GLA^SS CLOI H IRE INIPOf?;I ML.N T-.

- FEP- 1 113 GLASS CLOTH RE INFO[RCI MvLNT.

LOAD ED ITO R EI NFORC I-MF-NT.~ 3
CROSSHEAD RATL-O.05-mIN. MIN ()

80

60

U)
U)
ix

0-- -77 _____ ft%.- I ýý ---

-40u -J00 -2u 0 0 100

TEMPERATURE ('F)

COMPRESSIVE STRENGTH OF TEFLON*

E. 1. DUPONT DE NLMOJR5 AND CO.
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G.3.n

1.2 ..................... ..
_1___ _2 N_ 1 IL: -T I L• T L• F LONCRYSTALL- SPL- 1RTA T •NTAL

IN ITY, % AV IT, TVRLATMLNT

49 -500 116 -2,15s. MOLL)KL) 72.W /30 1I I0,
QUICK QUOF NTE LON

1.0 52.5-SI, Z, 59-' .17(1 AS A13OVL + 5851 /51ijlk~j

52 1 U2.T99-2.22 AS AEEMVOU + L,113 /2

CHOSSH-LAD HATL-0.05- IN,/M IN, 0.062- IN. SHLLT-

68% CRYSTALL-INITY

56% GRYSTAL-LiNITY

0.6-----. .__

0 50% CRYSTALLINITY-

0.4

0.2• -

-400 -300 -200 -100 0 100

-rEMPERATURE ('F)

COMPRESSIVE MODULUS OF TEFLON*

*T. M.
E. 1. DUPONT DE. NEMOURS AND CO.
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G.3.n-1

NOTE; FEP TEFLON

_CRYSTAL-L- SPECIFIC THERMAL
INITY. % GRAVITY TREATMENT

44-49 2.135-2.149 MOLDt:D Goo60/5 MIN,
QUICK QUENCHED

1.0 -- 49-55 AS ABOVE + 475Ff12 lili

CROSSHE:AD RATE-0.05--IN./MIN, 0.5- IN. DIA ROD

0.8 ___

"" 0.6

S0.4 1 X -

0,2

4i 9' C R TALL-INIT
ol0.6 1 - I-•_ I 1

-400 -300 -200 - 100 0 100

TEMPERATURE (°F)

COMPRESSIVE MODULUS OF TEFLON

•cT. M.
E. 1. DUPONT DE NEMO'J-R.9 AND CO.
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G.3.n -2
1.0 -

15%' GRAPHITE F ILýLED

0.8 
1 / -____A 

_T___ __m

".5%BRONZE FILL-ED.

25a' ASBESTOS FILLED ,

EL 0.6

0

fl 0.4 -
_.

INOTE: CROSSHEAD RATE:
0.05- 1N./M IN, 0.5-IN, OIA ROD 3)

0.2 " -

-400 -300 -200 -100 0 100 .

TEMPERATURE- (OF)

COMPRESSIVE MODULUS OF TEFLON

(-76)

"4.

S..
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G.3.n-3

- •NOTE; CR"OSS.HfEAD RAT E--0.05--N IN MIN,".0.-IN. DIA ROD (3). E I

1.4- - ____ __

1 . 2 - -- TP 
, 2 0 % G L A S S F I L L E D

GLASS
FILLED

ILI

0.6

-"-~ FE, T2.5 %S

C,/ U

FILLLLDo , I Nw
_ AI 1 IT

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

COMPRESSIVE MODULUS OF TEFLON*
•~~~ ":"I•TM.34

E. I. DUPONT DE NEMOURS AND CO 3
(7-64)

.. -_i.

"''"- '.-'- - - - -"- - - -----'- --"-... .- .".'2.i. . ".,2 ;- X N.i."i,: .•. 2.i.•..i. .".i" ."--,2.,,..i"" ii"•i•ii.2 .,••'. 2" •= " i-. i..-,i



C -2

G.3.n-4

2.0

0.0

S1.6

0

1.2

0.8
-400 --300 --200 -100 0 100

TEMPERATURE (°F)

COMPRESSIVE MODULUS OF TEFLON*

*T.M.
E, I, DUPONT DE NEMOURS AN[-) CO,
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G.3.r
I 

-i

,___ NOTL: TFE TIEFLON

","-CRYSTALL- SPECIFIC THERMAL-"'"INITY % GRýAVITY I HL.AIN EN1

49-50 2.148-2.152 MOLDED 720F/30 MIN,
35 - _ QUICK QUENCHED

52,5--5 2.159-2.171 AS A13OVE + 585F/5 HR

66.2-7- 2.199--2.226 AS ABOVE + 618F/20 HR

______ -. CROSSHEAD RATE: 0.5--IN, MIN, 0.062-IN SHEET
(3).

25 _ _ _

-- 49% CRYSTALLINITY

O~20 1

10 ---7 -_ ~ t_ _ __-

7L. 15 1
1) 52.5% C ;RYSTAL.L.IN ITY

66,2% CRI, ST1ALLIN ITY

10

0 -400 -300 -200 -100 0 100

TEMPERATURE ('F)

FLEXURAL STRENGTH OF TEFLON*
•T.M. 343

E. I. DUPONT DE NEMOURS AND CO.
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G.3.r-1
40 '

LNOTýE: FEP TEFLONI

CRYSýALL-tSPECIF I THE:RMAL
IN ITY, % GR AVITY TRE ATM EN T

3544-49 21 35-2.149 MOLDED 60OF/5 MIN,35 QUICK QUENCHED

49-55 Z.149-2. 155 AS A8OVC + 475F/112 HFR

CROSSHEAD RATE--0,05-IN,/MIN, 0.062- IN. SHEET

0(3)

3Z0 ' - -_ _ _ _

___ 44% CIRYSTALL-INITY

00

('• 4C ER YST ALL IN ITY

5i

0m

240- _30 -2 -

U',

1o ________I ___--__

•- 400 -30-200 - 100 0 1 00.-•

TEMPERATURE (OF)

FLEXURAL STRENGTH OF TEFLON*
*T.M. 344

E. 1. DUPONT DEý NEMOURS AND CO.
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G.3.r-2
100 .. 1

-NOTE 116 GLASS CLOTH REINFORCEMENT,

CR05SHEAD RATE-0.05--1N. MIN.

0,062- IN, SHEET (3).

80-
-- FEP-WITH FABRIC

TFE-WITH FABRIC

(I)
660

40

20

- TFE--THROUGH FABRIC

0
-400 -300 -200 -100 0 100

TEMPERATURE (°F)

FLE-XURAL STRENGTH OF TEFLON*

* T. M.
E. I, DUPONT DE NEMOURS AND CO.
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G.3.s
1.2 - _ _ _ _

NOTE: TFE TEFLON

CRYSTALL- SPECIFIC THERMIAL U

IN ITY,% GRAVITY TREATMENT

1.0  49-50 2, 148-2. 152 MOLDED 72207r/30 M IN,

52,5-56 2.159-2.171 AS ABOVE 4- 585F/5 HR

66,2-71 2.199-2. Z26 AS ABOVE + 618F/Z0 H R

CROSSHEAD RATE-0.05 IN, MIN, 0,062-IN. SHEET
(3).

0.8
1• -- 49,•, CRYSTALLINIT Y

52.5% CRYSTALLINITY

0.6 •:.. .

i1) 66.2% CRYSTAILLINITY

0.4 NA

0.2 -_-_

I I I ------TII i I I I"* r
-400 -300 -200 -100 0 100 L

TEMPERATURE (°F)

FLEXURAL MODULUS OF TEFLON

I
*• T1.M,.•

E. I, DUPONT DE NEMOURS AND CO,
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G.3.s-1
1.0

NOTE: FEP TEFLON

-- CRYSTAL.L-- SPECIFIC THERMAL

INITY,% GRAVITY TREATMENT

44-49 2.135--2.149 MOLDED 63OF/5 MIN,
QUICK QUENCHED

0.8 - 49-55 2.149-2.155 AS ABOVE + 475F/

CROSSHEAD RATE-0.05-IN. MIN, 0.062-IN.

(L 0.6

-I
o 0.40

44 % CRYSTALLINITY

0.21

49%• CRYSTALLIN|TY

_______ -___ __

-400 -300 -200 -100 0 100

TEMPERATURE (°F)

FLEXURAL MODULUS OF TEFLON*

*T.M,
E. 1. DUPONT DE NEMOURS AND CO,

(7-64) 
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2.8 -~ _____G.3.s-2

NOTE: (DSAMPL.ES CUT IITO MOLD FORCE5,

-- -SAMPLES CUT 1.TO MOLD FORCES,
CROSSHEAD RATE. -0.05-IN. MI N.H
0.062-IN. SHEET ('3).

2.4 - _ _ _ _ _ _ _ _ _ _

2.0 - _ _ _ _ _ _ _ _

TIFF, 116 GLASS CLOTH1%< REINFORCEMENT. THROUGH

1.6 1

0.8

0.4.

0- -.400 -300 -200 -100 0 100

* TEMPERATURE ('F)

FLEXURAL MODULUS OF TEFLON *
*T.M.

E. 1: DUPONT DE NEMOURS AND CO.

(7-64)34



G.3.t

oTF, I NOTE: (3).

TF, 57 BRONZE F:ILLEID

-400 "

x E, 15% GRAPHITE FILLED

'o -- ,o8

-80

-1200

-2000o--- __-- ___ ___ ___ ___. __ __

FCPTF TEFLO.z I .--1- I I A

I EE zASBESTOS FILLED

0 -2400- L _ _ _-400 -3UO -200 -100 0 1O0

TEMPERATURE ( 0 F)

THERMAL EXPANSION OF TEFLON* :

E. I. DUPONT DE NEMOURS AND CO,
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G.3.t-1
400-., -.

0

-400f

0 TFE, EXTRUDED,

-. - ANNEALED (66 0F,

x ~SLOW COOL) (305 0

to1 -800

Go

- 1J o -('z

w

-.1600 - - _ _ -_ _ _ _

-2000 - _ _ - _ _- _ _

-2400-- _ _ _ _ _ _ __ _ _ _ _ _ - - _ _

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

THERMAL EXPANSION OF TEFLON*

E. . DUPONT DE NEMOURS AND CO,

(7-64) 
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G.3.t-2
400

0-

Lo~

x
-800 S_•0 • " •• '000,0

- 1200

x

1600

-2. •000 1 •NoTE: SAMPLES CUT TO MOLD FORG.S,
(20 SAMPLES CUT J. TO MOLD FORCLS (3).

-2400_7
-400 -300 -200 -100 0 100

TEMPERATURE (°F)

THERMAL EXPANSION OF TEFLON
* T.M,

E. 1: DUPONT DE NEMOURS AND CO,
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G.33t-3

-200f

0

-600

2 00,800

-40

T F E, 12 GLASS CLOTH
RFIINFORCEMNT, THWOTH

040 630020-000 0

TEPRTUEoF

-800

6..M

DuP~r'T DE EMOUR AND o*
(7-200



G.3 .t-4

2L
xr

S -1200

iJ

I - 3600 ,_ ,

2 -18-oo
z

'7 X
w

-2400 __

NOTFA Et TEFLON RESIN, E GLARS - 16 CLOTH -

PARALLEL LAMINATE CROSS PLIED 900

5 REINFORCEMENT (203).

-36000

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

THERMAL EXPANSION OF TEFLON-FIBERGLAS LAMINATE

353
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G.3.t-5

NOTIE TrE TEFLON REý;'N (203!.

CODE R~EINFORCEiitNE I

ol cHoprtu G1u ASS F lNt.$, R*40N

040

F1 -1600___

-400 -300 -2'00 -0 0

TEMPETL~R (CV

THERMAL EXASO .F0 ENOCDMODDTFO
(6-68A

354C L5
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G.3.t-6
500

NOE FE TEFLON RESINý LONG FIBER FF.LTrDT

-500

~100

-20

(____ ____ _____ ____I_____ ______ ___

-30<_-TMERTR 0 ) "
-40 -00 -0 10 0

THRA XASO FTFLNAxETSLMNT
(6 l8

THCKES



0.330 -

O *30  1 16_CLOTH_ REINFORCEMENT

oR A IN THCK(0._

LL 0.0 INH0IU

p- IN HE~LIUM GAS, 1 ATM
u

z THROUIGH TH ICI(NESS

.400 -300 -200 -100 0 100

TEMPERATURE ('F)

THERMAL CONDUCTIVITY OF TEFLON-FIBERGLAS LAMINATE

(C-6B)
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LOLE. TFf TEFLON REril (203).1 _ ______

[CODE REINFORCý'MENT 
1
COMP'OSITE________

T EEKN S

CHOPPED GLASS FIBERS 0.50- IN.0.10 - I_ RANUO°M °R='NTA I O .-° -- I I --
WCO GRAPHITE CLOTH CHOPPED1

/ TO .'05-IN 30QUARES, RANDOM 0 L- I
""/L. _ [ORIENTATION.

T4o 'IMA oT'CKt1ES5

0.50 1-.-- .
, IN NITROGON GAS, 4 ATM

I&NORMAL TO

. , IUM GAS, ATM I

I N NITRC.GEN GAS,

S¾4 
/II 1 ATM

I. THROUGH-
T tIICKINESI S

t 3" IN HELIUM GAS,
I VI1 ATI IN HELIUM GAS,

UZ K N NITROGýEN GAS,-

0 1 ATM

0.10 ___

-400 -300 -200 - 100 0 100
TEMPERATURE (NF) H--IA

THER•MAL CONDUCTIVITY OF REINFORCED MOLDED TEFLON
(.-, THRUG THCNS
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G.3.v-2
0.70

ASBESTOS SHEET REINFORCEMENT,
PARALLEL MAT LAMINATE, O.1ATN. THICK

0.60

- --NORMAL TO THICKNESS

--- A

0,50
INMHELIUM GAS,

/00

, _ 00.40 _,0

0-.3

-T THROUGH THICKNESS

IN HEITY GAS, IN NITROGEN GAS, 1 ATM

0 ____---

(- 0)

-%

-400 -300 -200 -100 0 100

TEMPERATURE ('F)

THERMAL CONDUCTIVITY OF TEFLON-ASBESTOS LAMINATE

(6-63)
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SG.4;.ac

NOTE; CRYSTALL- SPEC I[-IC THERMAL HISTORY

INITY,% GRAVITY

'4., .40 Z. 10 MOLDED 525F/5 I'. IN. QUENCHED

2.1Z AS-RECEIVED +3O0F/4 HR, SLOW COOL

32 70 2.14 AS-RECEIVED +-395F/24 HR. SLOW COOL

CROSSIIEAD RA'hl: 1--IN.l/MIN-70F, 0.1--I,)./MIN--LOWER TEMPERATURES

0,062-IN. SHEET (3).

40% CRYSTAL L I N

-40-00-0010 0

"7%,

TEMPERATURE (OF)

* TM.YIELD sTrRENG7TH OF KEL-F*
MINNESOTA M'NING AND IVFG. GO,

(7-64)
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G.4.b

32 - -_ _

28 N

24 - _- -
40% CRYSTALL NITY

20-

(I)

55 C CRYSTALLIN TY-

8-

NOTE: CRYSTALL- SPE CRIC
INITY, % GRAV ITY THERMAL HISTORY

4 40 2.10 MOLDED 525F/5 M IN, QUENCHED

55 2,12 AS-RECEIVED + 300F/4 HR, SLOW COOL

70 2.14 AS-RECEIVED +- 395F/24 HR. SLOW COOL

CROSSHEAD RATES I--IN./MIN--70F, 0.1-IN./MIN-LOWNER TEMPERATURES

0.062-IN. SHEET (3).

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

TENSILE STRENGTH OF KEL-F*
MINNESOTA MINING AND MFr-. CO. 360 V
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G.4.b-1
28-1

24

20U 
40-45 %

0. 
__

CL 16j

60065

i i\

E NOTE: TYPE 81 GRADE AND PERCENT

CRYSTALLINITY NOTED, 0.062--N,
SHEET (6).

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

TENSILE STRENGTH OF KEL-F
V .M
MINNESOTA MINING AND MFG. CO.

(7-64)
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G.4.c
160

C RYSTAL-L-- SPILC:FICTHRA 1ONIN ITY, % GRAV TY TEMLHSOY--

10 40 2.10 mOL-DEC525P/5 MIN, QUENCHE~D

140 l 1 AS-REýCE IVI-O + 300F/4 HR. SL-OW COOL

70 2.14 AS-R(LC(E VLt -I-395F/Z'l 4-jR 5LOW COOL

C.RO55HL:EA RATE. 1-IN. /IM I N- 70F 0.1- iN./M IN-LOWF-R-
TEMPERAT-URES

1 0 0062-IN, SH-EET (3).

.4 L407 CRYSTALLI N I Ty

cJ100*- _ _ ___

zC RYSTALL IN ITY---'

z

w

f 80-

Ur 60-z0

20 __

ýX704 CRYSTALLINITY

0
-400 -300 -200 -100010

TEMPE2RATURE (CF)

ELONGATION OF KEL-F *
*T.M.

M INNE5OTA MINING AND MFG. CO. 362



G.4.c-1
175I

NOTE: TYPE 81, GRADE AND PFRCENI"

CRYSTAI LLINITY No-rED, o.06?.-i1i.
SHEET (6).

125
Fj, 60-65 %

S100 1- 4/;45
40-45% --z

C 7
z0

50 06%

25 V//I_ _ __ __ _ ___1_ __ _ __

0 "

-400 -300 -200 -100 0 100

TEMPERATURE (°F)

ELONGATION OF KEL-F*
•T. M.

MINNESOTA MINING AND MIFG. CO.

(7-64)

363

-.. t .-. *.*- s -



28-- _ ___

. 3200F

24

• =1, _I_ __ _ __ ___oO_ __ _

20 ~ 3200F

0- 16- o

0 0
- -110 F

U)
(nw
I- 12 --

NO~;TYPE 81. GRADE n. 40-45% CRYSTALL-IN ITY,
CPOSSHEAD SPEErI 0.02 IN,/MIN, U.062- IN.
SHEET (6).8

70OF

4 _,

0 0.40 0.80 1.20 1.60 2.00

STRAIN (INCHES PER INCH)

STRESS-STRAIN DIAGRAM FOR KEL-F*

* T.M.
MINNIFSOTA MINING AND MFG. CO.
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G.4.h-1
28____

NOTE: TYPE 81. GRADE 11, 60-65 % CRYSTALL-INITY,
CROSSHEAD SPEED 0.02 IN. MIN, 0.062-IN.

SHEET 
(6).

2--423OF

(,• -320OF

,.."?->16

lbu ----- --_ _ _ _01

C,) ____

U,,

0 1 F

0 0.40 0.80 1.20 1.60 2.00

STRAIN (INCHES PER INCH)

STRESS-STRAIN DIAGRAM FOR KEL-F*
* T. MI.

MINNESOTA MIINING AND MFG. CO.
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G.4.h-2

24 - - "

S--3 0
oF

0 320 F

20-

S.,/Jj- -- I OO -=
S- 16

I- 12 _ _ _ _ _ _

(I) F NOTE: TYPE 81. GRADE 1-n, 40-45% CRYSTALLINITY'I

CROSSHEAD 5PEED-0.0Z-IN.IM N, 0. O62-IN,.

1-

4

0 0.40 0.80 1.20 1.60 2.00

STRAIN (INCHES PER INCH)

STRESS-STRAIN DIAGRAM FOR KEL-F*
* T.M.

MINNESOTA MINING AND MFG. CO.

(I,-G5) 366
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G.4.h-3

NOTE: TYPE 81, GRADE III, 60-435% CRYSTALLINITY.24 CROSSHEAD SPEED-O.02 IN. MIN, 0.062-IN.
SHEET (6).

20 423OF

20

in 16

(1) 0
(1) - 110 F
hi

I- 12 -R

•8___"____ _0O_

0 0.40 0.80 1.20 1.60 2.00

STRAIN (:INCHES PER INCH)

STRESS-STRAIN DIAGRAM FOR KEL-F*

S•* T.M
• %.%MINNESOTA MINING AND MFG, CO.
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G.4.i
1.6 _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

N!tl -L ~ u YS I ALI-L- SPI :U l' IL IILIk~iAi-1 Ils 1 1I 1
INITY,% (3IRAVITY

40 2113 MOL-OLLD 5-5f--/5 NM IN, QUI.NtAIL)

55 2.12 AS-RLCE IVEDl 4 5001-/,) JHIý SLOQW COOL

1470 1 2.14 NS-HUCE IVEfl i 395Iz.124 Hlý. S-oVV COOL-

CROSSHEAD RATE: I- IN. tICIN-70F', 0 I-IN,./M IN-L-OWIC IPILMI'LCZA1UI)ý.S

0.062-IN. SHEET (3).- -

1.2-- - _ _ _ -- -- _ _

J (1% 1.0TL-INT
0.8

* 0

0.6 I
55% CRYST'ALLINITY:7

70 % GRYSTAtL IN ITY- 7  {

-400 -300 -200 -100 0 100

TEMPERATURE ('F)

MODULUS OF ELASTICITY OF KEL-F *

*T. M.
MINNESOTA MINING AND MFC. (.O. 368
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M

G14.i

4.0KTT

"NOTE: CRYSTALL Ii'4 I TY, THERMAL HISTORY

0 t60 MOLDED 525F/5 MIN, QULNCHED)

70 AS-RECEIVED t 395F/•Z4 HR,3. SLOW COOL
S30

S•TANDARD IZOD. 0.290--1N, SHIEET

I 1" ..% CRY5TALLIN I'Y 1)

S2.0 --

, 60% CRY5TALLINITY (3)
w

-- A0:

- 1.0 -

f.l, Q 70% CRY-TA LLIN L T (3)I N ITY

wz I
L.u Io I I

-400 -300 --200 -100 0 100

,.,, -•TEMPERATUIRE ("F)

IMPACT STRENGTH OF KEL-F*

MINNE5OTA MINING AND MFG, CO.

(7-65)
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450 -- _ _ _ _ _ _ - -i-

NOTE: CRYSTALL- SPECI FI C THERMAL HISTORY
IN ITY, T' GRAVITY

40 2.10 MOLDED 5Z5F/5 M IN. QUENCHED .
55 2, 12 AS-RECEIVILD +30OF/4 HR, SLOW COOL

300 70 Z. 14 AS-RECEIVED) + 395f-/Z HR, SLOW COOL-

0.062- IN. SHFEE:T (~3).

250

S 200

U)__ __ _

0 155%' CRYSTALLINITY

o 150 -

100

50 -_ _ _ _ _ _ _ __ _ _ _ _

-400 -300 -200 -100 0 100

TEMPERATURE ('F)

MODULUS OF RIGIDITY OF KEL-F
*T. F.
MINNK50TA MINING AND MF~G. Co.

370



G.4.m ••1

iQrj- 1- __

NOTE- CRYST.ALL-- THERMAL HISTORY
- IN ITY.? I

00 50 MOLDED 52SF/5 MIN, QUENCHED

63 AS-RECEiVED + 300F/4 HR. SLOW COOL

70 AS-RECEIVED + 395F/24 HR, SLOW COOL

CROSSHEAD RATE: 0.05-iN./MIN. 0.5-IN. DIA ROD (3).

50 _ _ _

60% CRYSTALLINITY

0 40

70% CRYSTALLINITY

50% CRYSTALLIN ITY Ii

20 i-•
1- 0

-400 -300 -200 -100 0 100

TEMPERATURE ("F)

COMPRESSIVE STRENGTH OF KEL-F*
*T.M,

M INNESOTA MI IN NING AND M FL-(-,

, , ('-64) 371

- - . -. *.-. -



2.4G.4.n ,.

N31"r CRY1YSFALL IN I.y% -rHEr4MAL IAlSTORY

III MOLD0-0, 525F/5 MIN, QUENC.HE:D

60 AS-R -EC .IVED .I + 300F/4 - , SLOW COOL

2.0 L-60 AS-RECE IVED + 390 0/24 HR, SLýOW COOL

CROSSL'3 EAD RATE: 0,05-iI--./MIN, 0.5--IN. VIA ROD (3).

1.6 :,20% CFYSTALL IN ITY.

0.6

a .- . . .. . . .. . . -IN ---Y

50% CRYSTALLINITY '__-

0. c

0 .4 . . . . .. .. , -
0i. ____...... ____ ___, _______ .• .• I"•'"~~~~ ____

-400 -300 -200 -100 0 100

TEMPERATURE: ("F)

COMPRESSIVE MODULUS OF KEL-F

MINNESOTA MINING AND MIFG, CO.

(7-64) 3 12

"...........-..-........-............,



G.4.r

85 -NOTE: CRYSTALL.- SPECIFIC. THERMAL HISTORY

I - INITY, S GRAVITY

40 2.10 MOLDED 52SF/5 M IN, QUENCHED

55 Z.Ilz AS-RECEIVED + 300F/4 HR, SLOW COOL

75 70 Z.. 14 JAS-RECEIVED + 395F/24 HR, SLOW COOL

CROSSHEAD RATE: 0.C5-IN./M IN, 0.062-lw,. SHEET (3).

65 --_ _ _

4Q% CRYSTALLINITY

55

cn 55% CRYSTALLINITY

w I

LII

76 %, CRYSTALLiNITY

25.

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

sz. FIIEXURAL STRENGTH OF KEL-F
*T.M.

MINNESOTA MINING AND MIAG. C.O.

373



G.4.s
2.8 , ..

NOTE: CRYSTALL-- SPECIFIC

IINITY. % GRAVITY THERMAL HISTORY

40 2.10 MOLDED 5251F/5 MIN, QUENCHED

55 2.12 AS-RECEIVED -+ 300F/4 HR, SLOW COOL

2.4 -
70 2.14 AS-RECEIVED +-395F/24 HR, SLOW COOL

CRO55HEAD RATE: 0,05-IN./MIN. U 062-IN. SHEET (3).

2.40

. .........

55% CRYSTALLINITY

l. 70% CRYCTALLINITY-L.

0

0.8

0.41

-400 -300 -200 -100 0 100

TEMPERATURE (°F)

FLEXURAL MODULUS OF KEL-F*
*T.M.

MINNESOTA MINING AND MFG. CO.

(7-64) 374
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2 0 0 f
-'1 - -oo -- _

0j_ __ ____ -- l_ _

-200 -1

o

I -"(Z~s) - -

+ -- ,-- - JI i-_ _ _i (3)

Z -600 - F
0

ftx Ir•w

-800 - "" _

luc

, -. -- 1000 •-

-1200 .1 .... _I_

-400 -300 -200 -100 0 100

TEMPERATURE (°F)

THERMAL EXPANSION OF KEL-F*
*T.M.

MINNESOTA MINING AND MFG. CO.

"- (7-1)375

. . . . . .~ _..- 
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G.5.b

281

NOTE: E- 787 - A BL.ENDED EPOXY WITH

AN ANHYDRIDE :URIN(, AGENT,
DER 332/DEH 50 - A PURE EPOXY

---- --- 2--4-_-_ __ S Y S T E M W I T H A N A R O M A T IC C U R -

24 ING AGENT. DER 332/BF - A

PURE EPOXY SYSTEM WITH A

LEWIS ACID CURING AGENT. (200)

DER 332/DEH So

0Lcr 16-
a,.

(n)Li
(n 0
n, 12 -- __

IE---

1- --- -

4I

DEN 332/BF'

0T.OI-

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

TENSILE STRENGTH OF CAST EPOXY RESIN

(6-68)

377 Preceding page blank

........................................................ --.- .... .... ...



G.5.c

I.~.~~ ,..._ -

NOTE: E-787 - A BLENDED EPOXY WITH

AN ANH YDR IDE CURING AGENT.-
DER 332 'DEN !zO - A PURE EPOXY

4 - WITH AN AROMATIC CURING AGENT. -
DER 33! BF3 - A PURE EPOXY WITH

Z A LEWIS ACID CUIRING AGENT. (;ýOGIw

Z 3-DER 332, DEN 40

-t~~~ - 7____ ___

-9 400 - 0 000-0]00 0 z

TEMPERATURE ( 0 F) •

ELONGATION OF CAST EPOXY RESIN !

Ld 2

3 78 .-

0000?L loo



G.5.i

-2-0

NOTE: E-787 - A al-ENDED EPOXY SYSTEM
WITH AN ANHYDRIDE CURING AGENT.

1.0DER -2/EH 5 - A PURE EPOXY
1WITH AN AROMATIC CURING AGENT.

DER O32/BF 3 - A PURE EPOXY WITH

(I) A LEWIS ACID CURING AGENT. (200)

00

0 0

-400 -300 -200 -100 0 100

TEMPERATURE FT)

MODULUS OF ELASTICITY OF CAST EPOXY RESIN

(6-68)

379
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G.5.m
80

DER 332/DEH 50

70___

'IN

60

20

10-

EPX YTEMPWTEA ROATICRCURING

COMRAG)IENT. DENGT 3O/F CA UEEPX STEPOYREI

208



G.S.r

.•-.•..35

T DER 332/DEH 50

3-(i

--- -* 0

tL 2

CI)

i.15

10

NOTE: E-787- A BLENDED EPOXY WITH AN

ANHYDR IDE CURING AGENT. DER

332/DEH 50 * A PURE EPOXY SYSTEM
WITH AN AROMATIC CURING AGENT.

I 'DER 332,'0F' -A PURE EPOXY SYSTEM
- WITH A LEWIS ACID CURING AGENT (200).

I I I I

-400 -300 -200 -100 0 100

TEMPERATURE ('F)

FLEXURAL STRENGTH OF CAST EPOXY RESIN

(6-G8)

"381

-.-.-. •-`.• •- - .... •...... .... ` I..-.• ` ••-.`*,....--'--, ',-'". . . . . ..~;-• i;-;ii;i?.;.-i. .-. .... . . ..-. ..;;• i; :;: :.-•: i. • •:: i: .-i ; "- .- . -".:...- ;. .. .:- -



G.5.s

2.0•--

NUTTE: DER 332/DEH 50- A PURE
EPOXY SYSTEM WITH AN
AROMATIC CURING SYSTEM.
DER 332/BF3 - A PURE

EPOXY WITH A LEWIS ACID

1.5 - CURING SYSTEM (200) .

0 ~ DER 1332/DEN 50

0.5

- 4GO -300 -20U - ioo 0 100

TEMPERATURE (°F)

FLEXURAL MODULUS OF CAST EPOXY RESIN

16-60.•

382

%-------------------------------



-.

a --

II
La

-,2t*-

p.-

* -iN•

383:-

f-N.
-..........

- - - - - - - - - - -- - - - - - N.- .".-



N ~140

120 ~ ~ ~ O F2 FE ON88R s/ . T

IN HS VINFORCEMENT (1)

N7

CL

UIN C),,7I M, N

RLS IL CON-T'NI (11,)

140 __ _- ___-------- -
[ 101 181 GL-ASS CLOCTH H;: rF I, C.;C T

015-IN. tIYOM INAL t_'ANL TtlICKNCSS

* - ~~20 L ---
-400 -30C -200 --100 0 100

TEMPERATURE -0F)

TENSILE STRENGTH OF EPOXY-
FIBERGLAS LAMINATE

3 8 Preceding Page blank



H.l.b-I
325

300 - " - t

CL. 250- _ _ ___

IEFHTS RMINFORCEMLNT

!- 225- 

-

(II

2-0 _R••s : l I NG--0
I t i,

175 
-

__....... 

... 
_ 

_ 

i

17 -
• -- 

... . .... ..- :

15 ]0 __ _ _. . ..1 7.....!._ 
__.," --400 -300 -20 : -1CO 0 100

T UM-JERA ':-URE ('F)

TENSILE STRENGTH Cr- EPOXY-.HEERGLAS
F ILA M EN T W O i,"4D R.'(i"

(I -G5)

3?b



h.i .b-2

3 7 50 0 ... . .. . .. . .. . . .. ..

-<,--r _ _ I

q ~ rSi HTS REINFORCEMEN T (202)

350-

N LTS REINFORC G MNT (1)

325-

300 .. _

E/rTS REIFORCEMENT (1 )

2250 L -----------.........

225[Eý, 
EPON an/io3i rsIN
NOL RING (1)

200___K I i.J__________
-400 -300 -200 -100 0 100

TEMPERATURE ('F)

TENSILE STRENGTH OF EPOXY-FIBERGLAS
FILAMENT WOUND RINGS

387



325 1-- 11.

300 -

XP243 RESIN, S -/HTS

RE INFORCILM ENT, NOL

275 ... . R!NG G ')

UI!

iL 250 . . .. . .. ..
cr,

200

_00_......t.. . ....-- .-.. ...-.......t . . __--

175.... ... ""

-400 300 -200 --100 0 100

TEMPERATURE (OF)

TENSILE STRENGTH OF EPOXY/NOVALAC
FIBERGLAS FILAMENT WOUND RINGS

(3-65)-

3•88'< -



H.1 .b-4
340--_

IN. S/901 ROVING UNIDIRECTOAK I7 0.FI4LAMENT.WUN RESINFOCONTENT, DENSI1Y
>L-ow7 R-87ESIS/9I153CLT RNOCEMENT, %

-0,0788 LB/IN,
3

, RESIN CONTENT -31.0%.

4E-7137 RSI RESIN01 1 014 1 ROViHI~NG IRCECETIOA

263SIT -FILA6EN WOUIND RESINFCORCEENT, -EST ______

F . 787RESN, F 90 R ESN / OVI NG BIDIRECTIONAL

26 FILAMENT WOUND REINFORCEMENT, DENSITY -004

S220 -L/N RESIN CONTENT - 17.0%

14

DE 32DN ORSIN 0.6/90 1 -ROVIN. 3.DRECTI'NALNTN - -77:

ffT:LOAC PARALLEL TO REINFORC1IVMENT (200

-40-300 -200 -100 G& 100

TEMPERATURE ('F

TENSILE STRENGTH OF EPOXY-FIBERGLAS LAMINATE

389



H.l.b-5

140

looj -- - ----

ZE.787 RESIN, S/901 1581 CLOTH REINFORCEMENT,

OCENSITY - 0.0639 1-8/IN0, RESIN CONTENT - 37.7% --

a.
(y)

-~ -E-787 RESIN, S/901 1543 CLOTH REINFOIRC.E.MENr,

W' ]ENSITY S 0 T0668 LB/IN.
3

. RESIN CONTENT 52.6%

{ ,

.409

40 -- 40-o -209 -100

TEMPER 1TURE F)
TESIESTEGT F'EOX--IERLS A INT16-66

I I I 90



H.l.b-6
p•, ,', 60 -

60 oE.787 RESIN, S/901 1581 CLOTH REINFORCEMENT.

T ODE.NS!.TY - 0.Ot,39 LR/IN- 3, RESIN CONTENT - 37.7,.

50___ ___

E-787 RESIN, S/901 ROVING BIDIRECTIONAL

_FILAMENT WOUND REINFORCEMENT, DENSITY -_

40 / 0"06.4 L./,N. 3. RESIN CONTENT - i9"1% ýý

I..,..
"N4

20'

E-787 RESIN, 3/901 1543 CLOI' REINFORCEMENT,

DENSITY - 0.0668 LB/IN. , RESIN CONTENT - 32,67,

NOE E LOAD 450 TO REINFORCEMENT (200).

-400 -300 -200 -100 0 100

TEMPERATURE ('F)

TENSILE STRENGTH OF EPOXY-FIBERGLAS LAMINATE

1''." 391



H.l.c
10-

I E-787 RESIN, S 901 ROVING BIDIRECTIONAL

-E-787 RIES.ý, S90i ROVING UNIDIRECTIONAL FILAMENT WOUND REINFORCEMENT, DEN5ITY -

FILAMENT WOUND REINFORCEMENT, DENSITYI - 0.06,94 LB, IN. 3. RESIN CONTENT - 1 9.1.

8 0.0721 LB/IN RESIN CONTENT 1 .180 3____ 7___

E-787 RESIN, S/90i1b81 CLOTH REINFORCE-_

LiMENT, DENlT T- 0.0639 LB.' IN. 3, RESIN CON-

Lii

0

-J

DER 332/BF 3 RESIN, S/901 ROVING
UNIORECTONALFILAENT OUNDDER 332; DEk 5O RESIN, S, 901

UNRECIN ONALFILMENT, WOUNDT -M.74OVING UNIDIRECTIONAL F LA-

REINFORCEMENT DENSIT .70M"ENT WOUND REINFORCEMENT.

LB/IN,. RESIN CONTENIT . 17.0 DENSITY -0.0712 ILB. IN.
3

, RESIN

I E'.77 RESIN 'S'9('l 1543 CLOTH

RESIN CONTENT 32..;

-00-300 -200 -100 0 100

TEMPERATURE ('F)

ELONGATION OF EPOXY-FIBERGLAS LAMINATE

392



H.1.c-1

6

-w 4(L

z
0E 77 RESIN, 1 53CLOT- RE-S" • NFORCEMENT, DENSITY - 0.0668

E-787 RESIN. 5/901 1581 CLOTH LB/IN,3, RESIN CONTENT -
< REINFORCEMENT, DENSITY - 0.0639

Z LB/IN.
3

, RESIN CONTENT - 37.7___.

02
-J SILU

NOTE: LOAD NORMAL TO REINFORCEMENT (200). I

0_o I 1 I I I
-400 -300 -200 -100 0 100

TEMPERATURE (OF)

ELONGATION OF EPOXY-FIBERGLAS LAMINATE

* (6-66)

,, 393

4

.d

.................................. . . . . . . . . . . . . . .



H.1.c-2
•2I .- II i,.

L OTE" LOAD 450 TO REINFORCEMENT (20). ,

. _/ . . .__ .. ____

E- 787 RESIN, S/901 15 81 CLOTH
SR .-- REINORC<EMENT, DENS,I•T- 0.0639 " __" __/

LI/IN..3. ,RESI N CONTENT- 37.7"- ,

I l H SIN, S/901 ROVING, Bl J

"j1 1 . DIRECTIONAL FILAMENT WOUND RE- ri N F NORCEMENT. DENSITY- 0,0694
wL,. L 8..• ... • I L/ IN. 3' RESIN CONTENT - T '

z i(L

Z 6
0

--.0

Liii

"R - _____ D - 0.. .68

LB/IN 3, RESIN CONTENT - 32.6%ý.

C

TEMPERATURE (OF)

ELONGATION OF EPOXY-FIBERGLAS LAMINATE

394 - '



INOTE- 18,BI SCLT REINFORCEMENTI
0, 02-IN. NOMINAL PANEL THICKNEýSS.

EPON 8213 RESIN, E/ HTS REINFORCEMENT (1)

I)PON 82 RCSIN. S / ITS

7=REINFORCEMENT (I) _______

0 41

A*PON- .001 RES IN, L GLASS
RE INFORCEMENT 34. -38.2'

3__ _ _ - RES IN CONTENT '(114)

2 -400 -300 -200 -100010

TEMPERATURE ()F)

MODULUS OF ELASTICITY OF EPOXY-FIBERGLAS

LAMINATE

~395

I%



13 _

S/Hi S HEINFORLCEMENI

12-- 82H/ 2431 RESIN (LOVNOAA

00

0

TEMPERATURE (SJF)

MODULUS OF ELASTICITY OF EPOXY
AND EPOXY-NOVALAC, FIBERGLAS

FILAMENT WOUND RINGS

396



H,.iJ-2

E-787 RESIN, 5f901 ROVI NG UJN IDU ýIECTIONAL
FILAMENT WOUND RE INFORCEMENT, DEN SITY

0 0721 LB, IN., RESIN CONTENT-1

E77 RESIN, S/901 ROIN 3DIRECTIONAL

10 - FILAMýENT WOUND REINFORCEMENT, DENISITY ____

--. /INFoRCEMFINT, DENSITY - 0.07.48 LB./IN. 3' _

RE I ON E T-1 .'

o - -- - DER 332/DER SO RESIN. S/901 ROVINOG___

INOCE ET DEST IN.0 1218/143
RESIN CONTENT- 19-

TO REINFORCEMENT (200).

-400 -300 -200 -100 0 100

TEMPERATURE ('F)

MODULUS OF ELASTICITY OF EPOXY-FIBERGLAS LAMINATE

(6-68)

397



H.1.i-3
6-

- 787 RRSIN, S/901 1C581 CLOTH

REINFORCEMENT, DENSITY - D 0639.

LB/IN.3. RESIN CONTENT - 37.7".4

2 •'---•-E-787 RESIN, S/901 11-.43 CLOTH

Ll REINFORCEMENT, DENSITY - 0.0668

LB/IN.3, RESIN CONTENT - 32.6',.

t NOTE: INITIAL TENSILE M0DIJLUS, LOAD NORMAL
TO REINFORCEMENT (200).

I . !l 1 i I I I I -II
-400 -300 -200 -100 0 100

C -TEMPERATURE (oF-

J

0S/SO) ROVING SI.IRECTIONAL FILAMENT

WOUND REINFORCEMENT, DENSITY - 0.0649 LB/IN,
3

,
RESIN C;ONTENT - 1 9.ý1 7-

E-7/87 RE51IN, 5/90 1 154,3CLT
REINFORCEMENT, DENSITY -

0.0368 LB/IN. RESIN CONTENT 7
32.6%

Z-F-7-T7 RESIN, S/901 1681 CLOTH REINFORCEMENT,•X.., -

1. I _ _ ___ I_ I_ _-

OTE:. INITIAL TENSILE MODULUS, LOAD 45IO

REINFORCEMENT (200).

0- 1 -1 1 1

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

MODULUS OF ELASTICITY OF EPOXY-FIBERGLAS LAMINATE

(6-68)

398
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H.1.m
130- -_ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _

EPON 8 RESIN, E GLASS REINFORCEMENT.
3294 7 RESIN CONTENT (114)

110 - - - _

EPON 8,28 RESIN E/HTS

(I) _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _ _)

Cr) E GLASS REINFORCEMENTr
0 34.9-M8.2% RES IN

COTET(14
70

wPN88 EI

1) 1 I I T:

0.500-IN. NOM INAL
PANELTHICKNESSý

10 __ __ ___ _ _ _ _ _

TEMPERATURE (cF)

COMPRESSIVE STRENGTH OF EPOXY-
FIBERGLAS LAMINATE

(1-6 5)

399



280

____LADPRALLEL TO REINOCMN~T 20OI.

24 -87 RESIN, S/901 ROVING UNID IRECTIONAL
FILAMENT WOUND REINFORCEMENT. DENSITY-

0.0721 LB/IN. 
3
, RESIN CONTENT-1 ..

DER 3 132/BF 3RESIN, S/9 101 ROVIN7G

BIDIRECTIONAL FILAMENT WOUND

200 REINFORCEMENT. DENSITY - 0.074R _______

LB/ IN. 
3

. RESIN CONTENT 1 I7.0~

Cln FILAMENT WOUND REINFORCEMENT, DENSITY-
(L. 160 0.0694 La/IN,

3
. RESIN CONTENT - I.~.

80

LDER 332/DEN 50 RESIN. S/901 ROVING

BIDIRECTIONAL FILAMENT WOUND RE-

- NFORCEMENT, DENSITY - 0.07112 LB/ -___

IN3.
3 RESIN CONTENT *18.9.1-

E-7H7 RESIN, S/901 15631 CL.UTH RE

-. LB/IN. 3. RESIN CONTENT . 37.7ýý.

0 - - - _ _ - - - - I_ I ~ ~

-400 -300 -200 -100 0 100

TEMPERATURE ('F)

COMPRESSIVE STRENGTH OF EPOXY-FIBERGLAS LAMINATE
(6-68)

400



H.1.m-2

1401 I I I I 1
E- 787 RESIN, S/90I 1b81 CLOTH REINFORCEMENT,

DENS ITY - 0.0639 LB I N. ~,RESIN CONTENT -37,7 1.J-
LE-787 RESIN, S 901 ROVING UNI-

DIRECTIONAL FIL.AMENT WOUND RE-

I INFORGEMENT , DENSITY - 0.0694

120 -. B I .L N 3, RESIN CONTENT - 19.1

100 <..

E N S/901 1543 CLOTH1

40 ENT, DENSITY - 0.066

LB/IN. 3, RESIN CONTENT - 3 2. 6•.

'•-'?;" 20E-787 RESIN, S/901 ROVING UNIDIRECTIONAL"20..... FILAMENT W0•UNO REINFORCEM•ENT, DENSITY - -
0.O"721 LB/IN. 3. RES•IN CONTENT - 18.O"[..

-4--

T.EI OAD NORMAL TO REINFORCEMENT (2 OO).R I

-400 -300 -200 -100 0 100

TEiviPERATURE ('F)

COMPRESSIVE STRENGTH OF EPOXY-FIBERGLAS LAMINATE
(6-684

403.



H.I .m-3

80 - "-T

78T7 RESIN. S 901 1581 CLOTH RF-INEORCE.MFNT.

- ~~ --- -- NSIT V - 0.0539 LEI IN. 3 RESIN CONTENT - 37.-

CK-767 RE$-N, S 901 1 b43 CLOTH REINFORCEMENT.

LENSITY -0 O0666 LB8 IN.3 RESIN CONTENT - 32.6

60 ~ . .....31, -E-787 RESIN, S'901 ROVING UNIDIRECTIONAL

FILAMENT WOUND REINFORCEME.NT, DENSITY

I 0 0721 LB/,IN. 3, RESIN CONTENT - 18 0

50 --

w ,w

C.,,

40

In E-787 RESIN, S/901 ROVING BIDIRECTIONAL

FILAMENT WOUND 'RE;NFORCEMENT, DENSITY - -4
-- 0.0694 LB/IN.R, RESIN CONTENT - 19.1 ,

20 ....... .-_- .

NOTE LOAD 450 10 REINFORCEMENT 1200)

10[....t

-400 -300 -200 -100 0 100

TEMPERATURE (rF)

COMPRESSIVE STRENGTH OF EPOXY-FIBERGLAS LAMINATE
(6-B)402

_-. .. '_.." --." - -" % --. " N. -. '- -' -" -.- -.-. ' ..N _ N --_- '•- . . . -'. - - .' N_ .- .' --.' * . -. - ". _ .- ' _ . _ .. -. . -.. -. _ . ,".- . " .- " , ." -.- ' . ' . ' . '



H.ln

NOTE: 181 GLAý'SS CLOTH HL INF ORCJI.MLNT.
0.500- IN. NOM INAL I'ANLýL 1 H ICKNLSS -1

EPON 828 RES IN. L--/H TS HE[INFORCL iL-N T (

0

EON 82E! RES IN, F
* .~ GASS RE INFORCEMVENT,

3 3Z9-40 .0~ RESIN - --IL3 CONTENT (114)

_____ ____ -. EPON 1001 RESIN. L GL-ASS -

REIN FORCEM ENT, 34.9-38,2%ý
-2 RESINr. CONTENT (114)

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

COMPRESSIVE MODULUS OF
EPOXY-FIBERGLAS LAMINATE

403



H.1.o

0.~

J-zo

7n X

0I -, 
u L.

00~ozw
Wa

I-.I

or C,)

SLL

C Cz
IU.I

0 30

__) 
i

I I I I -

Co 00
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H.1.p

8 - -DENSITY - 0.0639 L6,/NN. 3
, RESIN CONTENT 378..7___

ZE.787 RESIN, S/901 ROIN b IDILTHRECIrORCMNAL

DESIY 0 0694 6 LB/IN. RESIN CONTENT . 32.6
L"/

E 7 R DEN. S, 2D01 R OVN UNDRESTION AL/0 RVN

F, B;IETINLFILAMENT WOUND RLIF..iNUEST

U0,

FLMNWONRENOCMENT, DENSITY -'.78LIN .REI

0NOTE: GUILLOTINEHSHEARESENTROLOAD

PARALLELET TONIT R-INFORCEMENT

COTEMPRAUR -(F7.

SHEARSOTRENGUILTINHEA OFST EPOXYFBRGADAMNT

40

-400-300-200-1000 10



H.l.r

E-787 REsiN, S,'901 ROVING UN1019ECTIONAL FILAMENT

W ~OUND REINFORCEMENT, DE:NSil) - 0,072 L-Bi-IN.3

8I-E-787 RESIN, S,'90: ROVING, BIDIRECTIONAL FILAMENT

WOUND REINFO0RCEMENT, OFINSITY - 0.0694 LB/IN. 3.

- ,,,3BF83 RESýIN, S/901 ROVING 8 0 RIECI ONAL

U)FILAMENT WOI'NO REINFORCEMENT DENSIT 0.0746

/IN-~ -'RC I T "

LB/.6IN. 3 INRESIN CONTN - 7.'o 4 T IITN

E-77OEIN ,:0N153DLT REINFORCEMENT,DESTI

2 .- ~UNST 0. 6682 LBIN ,RE INCNET-', _____ ___ RESIN CONTENT 3237.7

I-T-T' LOAD3 PARALLEL TO REINFORCEMENT (ZOO)]

-400 -300 -200 -100 0 100

TEMPERATURE ("F)

FLEXURAL STRENGTH OF FPOYY-FIBRG~-LAc% LAMINATE
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H.1. r- 1

, E-7E17 RESIN, S/9CI ROVING UNIDIREC[ 'V.
FILAMENT WOUND REINF'ORCEMIENT, 0INST

0.0721 LBI IN. 
3  

RESIN CONIENT - 18.

NOQTE LOADPAALLT RE

DER 332,1383 S,'goi ROVING BIDIRECTIONAL

FILAMENT WOUND REINFORCEMENT. DENSITY-

1004 B N RSNCNET 1.

0.

32

E-78-,~~~~ REI.S91RVN

(I) ~~FILAMENT WOUND REINFORCEMiENT. DENSITY _ __

0,0694 LB. IN.
3
,. RESIN CONTENT -19.1

LI

E.Y7RrI S/9O1 1581 oCLOTHCRE-

INFORCEMENT, DENSITY 0.00639LB

INRE5, RESINN CONEN.-37

800 - -; -.---.......
""N.--

FLEXURAL STIRECINGTH OFAMN EPOXYFIERLA LAINT

140 -
40T

- ~ ~ ~ ~ ~ N 3. REI CONTENT . - 18.9-. -- . . . . . -.- t -

.'E. 13 RESIN.... S/90 1 ..................

. . .. . . . . . . .ES I T - . 0 6 3



H.1.r-2

1_407 - -- i - -...... 1
1 F F I2, ,

0W TI LO A 
I 

I N. A [ U R I NPCRL LN ..

L-787 RESIN. S 9Ž1 ROVIN, BIDIRECTIONAL

%:2 0F UAMOLNT lAiUND1 RE-INF\ORCILMLNT, O NSIT\ - _ __ ____

0.0694 ILU IN.3, RESIN " 0NTEN- - '9,1

CL- 160,

2 . 787 RESIN. S 971 1b581 CLOTH R0NFORC.-

120 KE-T DEST -00598
.LENT, DENSDTT .- 0.0639 LB IN. RESININ

\§.-787 REIN, S, 901 1543 CLOTH REINFORCE-
'."NT OL ST 0.66 1-6 IN 3\ RE.o ,,.° 2,?,.. 2S -IN

80' CON .. -- -[ CO3T2N I--

L -- 7k17 RES S,. '901 R)VING . .NIDIRECTIONAL

FI FILA.'ENT W1OU:J.ND RLI'NF ORN ENIEN . S•LSITY -

0.0712 LS 'IN•3, ,SIN CON,, 0. -E - -- - .\ 
I 

i

-400 -300 -200 -100 0 100

TEMPERATURE ('F)

FLEXURAL STRENGTH OF EPOXY-FIBERGLAS LAMINATE

(6-68)

"-~ ""409



H.I.r-3

100 78- REIN !d-4, S l15 1CL T RI IN 3 J C(LOTHI

VLN';II N 0.0668 1 B/IN., RESIN OCINT -.

80 -1-

S60[

Li O.C649 18,' IN. ~.RESIN~ CONTINT 1- .1 .

. V. 787 RESIN, S,901 PCIVING LINICIRLCTIONALI ILA %E NT WO I, NO RE I NE'RC1N MF NT.rESTI

0 L'2 L8; N.3 RFS I N CO N T ENT -1 80

NOýDTE LOAD 45' TO RFINVORCLYMENT (2COM

-400 -300 -200 -100 0 100

TEMPERATURE ('F)

FLEXURAL STRENGTH OF EPOXY-FIBERGLAS LAMINATE

410
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NT:181 GLASS CLOTH REINFORCEMENT,

0OE 0.125-1N. NOM INAL PANEL THICKNESS.

EPON 828 RESIN, E HTS

6

EPON 928 RES IN, S /HTS RE INFORCEMENT (1)

EPON 828 RES IN.
E GLASS REINFORCEMENT,

(1) 3Z.9-40,0% RESIN

a5

04-_

EPON 10131 RESIN, E GLASS-
3RE INFORCEMENT, 34 9-38.Z%

--400 -300 -200 -100 0 100

TEMPERATURE (OF)

FLEXURAL MODULUS OF
EPOXY-FIBERGLAS LAMINATE

j 411



H.1 .s-

10 - ____

NOTE: LOAD NORMAL TO REINFORCEMENT (200)°.

8 . . . . . . - . .. . . . . .. .

E-787 RESIN, S/901 ROVING BIDIRECTIONAL FILAMENT

WOUND REINFORCEMENT, DENSITY - 0.0094 LB/IN3,

RESIN CONTENT - 19. 1.

* "E-787 RESIN, S/901 1581 CLOTH REINFORCEMENT,

DENSITY - O,0639 LB/IN.3. RESIN CONTENT 37.7

0 4.. . . . .. ". .

2
767 RESiN, S/901 ROVING UNIDI'RECTIONAL

FILAMENT WOUND REINFORCEMENT, DENSITY - E-787 RESIN, S/9OI 1. 43

0.0721 LB/IN.
3

, RESIN CONTENT - 18.0'. CL.OTH REINFORCEMENT,

- DENSITY - 0.0668 LB.' IN.

RESIN CONTENT - 32.6':..

-400 -300 -200 -100 0 100

TEMPERATURE ('F)

FLEXURAL MODULUS OF EPOXY-FIBERGLAS LAMINATE

46-68)

412

• o



H.1-s -2
8 7v _ I I I II

1OT7 LOAD 450 TO REINFORCEMENT (200).

F- E787 RESIN, S/901 ROVING BIDIRECTIONAL FILAMENT

WOUND REINFORCEMENT, DENSITY - 0.016941 LB/IN
3
,

6 R ES IN CONTENT 19. 1%

WI -8 RESIN, S/901 ROING UNIDIRECTIONAL
(L FILAMENT WOUNOi REINFORCEMENT, DENdSITY -

to 0.0721 L.1/IN,
3

, R9ESIN CONTENT - 19.0%

Lo 4'______ _ ___

E-77 REIN, S/901 1543 CLOTH REINFORCEMENT,

- DENSITY -0.0668 RESIN CONTENT - 32.6%. - - -

E-7137 RESIN. S/S0i 15131 CLOTH REINFORCEMENT,

DENSITY - 0,63 1/I0, RESIN CONTENT - I71.
-400 -300 -200 -.100 0 100

TEMPERATURE ('F)

FLEXURAL MODULUS OF EPOXY-FIBERGLAS LAMINATE

413



H.1.t
1001 -I~

F-787 RESIN. S/901 ROVING
8 1IDIRECTIONAL FILAMENT
WOUND REINF'ORCEMENT

0 WOUND REINFORCEMENT

InN

tn'

In

z ;_0
0

-40

E-7117 RESIN, S/901 15431
CLOTH REINFORCEM EN T

E-787 RESIN, S/9ot 1.581 CLOTI
-500 - --....REINFORCEMEN

[ NTE: -PARALLEL TO REINFORCEMENT,,N 4 ORMAL TO REINFORCEMENT z2ood

-600 1 1 1 I J-
-400 -300 -200 -100 0 100

TEMPERATURE ('F)

THERMAL EXPANSION OF EPOXY-FIBERGLAS LAMINATE

414



H.13.-1

"F---.- 100

0. •NORMAL. TO THICKNESS

100 --

00

200 - _ __ _ _ _ _ _

I-0__ _ _ THICKNESS

-' 300 -

z -0000.--

w 400

--I-
NL O RCE M E NT,87 RESIN, CONTENT GLASSROVIN

600

-400 -300 -200 -100 0 100

TEMPERATURE (-F)

THERMAL EXPANSION OF EPOXY-FIBERGLAS LAMINATE
1(6-68)
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H.1 .t-2
•.oo i 1 1 _ _ _ _ _ _ _ _ _ _ _1 _ J- _

NOTE: EPON 828 RESIN (203).

CODE REINFORCEMENT

A POTASSIUM TITANATE FIBERS,
RANDOM ORIE NTATION.

_ PHENOLIC MICR0-BALLOONS
(B-10930), RANDOM ORIENTA-

LT ION).

/-A; 30- 2 RESIN. NORMAL

F,_ _____ __

0 •-A. 30% RESIN,•"•

Wjr THICKNESSz p.

x
w~ -600

-. 80 __ R_ _. R_ SIN_ NORMAL_

-. 000~~~~I -. oT -HCKE

-800~~~~~i 5 •P.RSITICNS

- 1000 
' _-

-400 -300 -200 -100 0 100

TEMPERATURE (°F)

THERMAL EXPANSION OF REINFORCED MOLDED EPOXY

416 -"

*%.



H.1.t-3

100- -E EPON 828 RESIN 1203)*

CODE REINFORCEMENT

A PERLITE GRANL'[ E~S{____

0 (LM-301 RANDOM

ORI ENT ATION.

B GLASS MICRO-BALLOO
ILC.COGPHERES R)

-100 
A, 2b"_ RESIN CONTENT THIKES

-' ~~-200___

z 0__ _ _ _ __ _

0 or

T -300___

0B 35 RESI CONTENTENT

N O R M A T O TTIHNE SK N E S S_ _

mn I

~~~8, 35: RESIN CONTENT,TIKNS

-4010 -30-20-10< 0

THERMAL EXPANSION OF REINFORCED MOLDED EPOXY

417



H.i.v
0.70 1  f FT I -1"

ýL NOTE PARALLILL To REINFORCEMENT 20

E-787 RESIN, 5/901 1SSI

0.60 - -CLOTH REI N fORCEMENT -

E-787 RECIN, S/90I ROVING

B I DIRECT ONAL, F AE NT

44 0.50 WOUNo RINFC)RCEMENT - ___ \/-

0

0.40 ... .. ..

0o.3ý

- I
C) E-787 RESIN, S., 901 ROVING
.)UNIDIRECTIONAL FI LAMENT

0.20-WOUND REINFORCEMENT

0.20 __

\ýE-787 RESIN, S '901
1543 CLOTH REINFORCLMENT

____ ___ _____1 ____ J____ I . -

-400 -300 -200 -100 0 100

TEMPERATURE (°F)

THERMAL CONDUCTIVITY OF EPOXY-FIBERGLAS LAMINATE

418
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H.i.v-i

NTE. F 787 RESIN, S-994 HTS GLASS ROVIG

F' INFORCEMIENT. III RESIN CONTENT I03

- - ~NRA TI THICKNESS t

L 0.4-

NNORMAIL TO1

I-I

IN.

AIM.

* THERMAL CONDUCTIVITY OF EPOXY-FIBERGLAS LAMINATE

(6-68)

419



H.1 .v-2
0. 24r

NOT E: EPON 826 RESIN, POTAS'Sl.'M TjlANATE OF
REINFORCEMNTFN, RANUOOM ORIENTAl ION,3

_______RE-IN CONTENT 1203).

0
S0.16 ___

'0.02

0.4 .400_ ;_____CNE5 4

-400 -300 -200 -100 0 100

TEMPERATURE (0F

THERMAL CONDUCTIVITY OF REINFORCED MOLDED EPOXY

420



H.1 .v-3

NOTE: EIPON 6,28 RESIN, PHENOL ICMCRO -

BALLOONS REINFORCEMEN'T,ý RA'NOOM
ORIENTATION, 54 RESIN CONTENT
(203).

0.06- -_ _ _

IN HELIUM GAS. I ATM 7

NORMAL TO
THICKNESS

0.05 ---- J/ _ __ _ _

THROUGH

01

NOMLT

1,0.04-

U1>0.03---- 0__

0 ol THRiOUGH

oT TICCKNEES

0.02- Z /_ __ \_ I_ -- ______

421



H.1 .v-4
0.14 -_ _ _ _ _ _ _ _

NOTE: LEON 826 RESIN, GLASS MI1CRO - -
BALLOONS REINFORCEME NT, RANDOM
ORIENTATION, 2.RESIN CONTENT
12031.

0.12 IHELIUM GAS. 1 ATM - -_ _

IN NITROGEN-NRJLT

0.10- - H NS'

0

I-
LL

-~0.08

j 0.0611

0

0.04 ___

THROUGH THIICK(NESS

0.02- --01--- _ _ _ __'

JTHICKNESS-I VALU

-400 -.300 -200 -100 0100

TEMPERATURE (OF)

THERMAL CONDUCTIVITY OF REINFORCED MOLDED EPOXY

422



H.! .v-5
0.14

NORMAL TO-. -

TH ICKNESS

I oooI

\ IN NITROGE -N GAS,I

II

0.12 - -- -

IN VACUUM /

S0.10

o - PL ,N HELIUM GAS,
L. I ATM,

I-I

j o.oe - --- !•
0.0

0O

OF # ,,,, ,iu, m

0

0.04

I, NESS

V - .i•-'' ',-'',0.02 -- -4- -

NOTE: EPON 828 RESIN. GLASS MICRO -

BALLOON REINFORCEMENT, RANDOM

ORIENTATION, 25 . RESIN CONTENT

(203).

-400 -300 -200 -100 0 100

TEMPERATURE (°F)

THERMAL CONDUCTIVITY OF REINFORCED MOLDED EPOXY

(6-68)

423



H.I.v-6

_E a -8 6 ESI t4 LR' I1 ~K GF~ANELS R EIN F 0rNIEI*IlN

0.12, (LM-30) RANOftlM OR I LN IA-

- IN HELIUM GAS, I ATM

LL THICKNESS

I THKOUGH

-400~ý -30 20 1000 0 10

TEMPERAURE (0F

THERMAL ~ ~ ~ ~ ~~ ORA CODCIIYOTEIFRE ODDEOX

6-SRI

IN NIRO E GA A



H.2.b
"140

120 ItN
NOTE: L-181 GL-ASS CLOTH RL INFORCE MI, NT,

LZI72V2IN. NOM INAL PANEL THCNES

100..

0.O / NA RMVCO 506 RES IN , 27 .2--34 .4 %~

SFtRE51N CONTENT (,114)

.-- 80 .

T-- T 91 LD P-LSIN E -- .'°

C ' IL 9ILDI h-S I N. L/ VOLAN A
R FZ IN F O RIF( E iVIN T (1)

_ __ __20

-400 -- 300 -200 -- 100 0 W00

TEMPERATURE (OF)

TENSILE STRENGTH OF PHENOLIC -

FIBERGLAS LAMINATE

425



H.2.b-1
325 1 ,-..

300

275

CTL 91LD RESIN. E/801
250 REINFORCFMENT, NOL

RING (I)

S225 •

200

175

10

U.I

I.-

-400 --300 -200 -100 0 100
TEMPERATURE (°F)

TENSILE STRENGTH OF PHENOLIC-FIBERGLAS
FILAMENT WOUND RINGS

(4-62)
426 '•:



* Vt

H.2.i
6 I I I I

NT E-181 GLASS CLOTH REINFORCEMENT,.
N 0T 01Z-IN NOMINAL PANEl. THICKNESS5

___________ - -I I 1 ~-_______
CTL 91L0 RESIN, E/VOLAN A

(REINFORCEMENT (1)

5

-44

CTL 91L-O RESIN, 22.8--28.3% RESIN CONTENT (114)

3 RESIN CON TENT (1 R4)

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

MODULUS OF ELASTICITY OF PHENOLIC-
FIBERGLAS LAMINATE

(1-65)
427
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H.2.m
130 I .. .. -_-__- _-"""

LZCTL 91LDI RFS IN,
ZZ.8-28.,3% RFS IN

110 . .. . CONTENT (114)

C-• T 91LD RESIN,
E/VOLAN A REINFORCE-
MEN T (1)

"70 -- %

"5o /70- •

(n
w

50

"lt _ _ _ "t.. _ _ ____ ____ _" _ ______ ---___. 1.__,.v
NARMCO 506 RESIN,
2.7.2--34.4% RE,! IN
CONTENT (114)

0 0,500--1N, NOMIINAL PANEL THICKNESS.

l0
-400' -300 -200 -100 0 100

TEMPERATURE (OF)

COMPRESSIVE STRENGTH OF PHENOLIC
- FIBERGLAS LAMINATE

428



H.2.n

7 , -

E-181 GLASS CLOTH REINFORCEMENT,
_____ ______ 0.500-IN._NOMINAL PANELTHICKNESS ___

6- _ _ __i_ . . . . .. _ _1 _

CTL 9ILD RESIN, E /VOLAN-A(I) RE INFORCEMENT (I.)

(1 '9 AR C 0 RES IN, 27,Z-34.4%
RESIN CO N NTENT (614)

-J-

CTL 91LD RESIN, 22.8-28.3%
3 L R~ES IN CC)N TENT (1 14)

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

COMPRESSIVE MODULUS OF
PHENOLIC-FIBERGLAS LAMINATE

(165

429
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H.2.o

0 Z'

0z 0

-
0z

I I

ýZ-j <o

<Jto

EI LU

~ I z

00 .0

~zILU

LU

LiL

IsdL 01 S31
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H.2.o-1

U. L

0 a, - - -- _______

-j -7
U_ , 0I

CCI

zz
ul

<3 Z

0

z
I I=

LU

U, .

(ISd £Ot) SS36-LS
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H.2.r
170 -. L~___.~~

150NOTE. E-181 GLASS CLOH REINFO I CEMENT K15S0 o.1- E25- IN , NO•I NAL PANEL THFICKNESS' -

_____ __ __ _ _
CTL91LD RESIN, E/VOLANREINFORCEMENT (1)

130 . i
S/-'-tCTL 91 LD RES IN

22 8-213 3 RE51N

7zf CON .T.E .NT (114)_

CL1 110 -

70 1 ' . i

Z--' NARMVCO 506 RESIN 27.2--34.4';

RESIN CONTENT (114)

30

-- 400 -- 300 -- 200 -- 100 0 100

TEMPERATURE (OF)

FLEXURAL STRENGTH OF PHENOLIC-
FIBERGLAS LAMINATE

(1 -65)

4=32

o'



H2.2s

~NOTE: E-181 GL-ASS CL-OTH REINFORCEMENT,
L .500-N. NO INL PANEL- THICKNESS

CTL 91LD RESIN, E/VOLAN-A
R IEINFORCEMENT (1)

0 CTL- 91LD RESIN,( 22.8-Z8.3%

0

4-

-- rNAHIVILQ 5L~b RES IN. 27.2-34.4%

34
-400 -300 -200 -100 0 100

TEMIPERATrURE (OF

FLEXURAL MODULUS OF
PHENOLIC-FIBERGLAS LAMINATE

* 433



H.2.t
100 .-

lL -100-

--. WARP

/J
-200

O -30 - _I . . ..
z
0_____ ---- T00. NE

446

-400 __ __

NOTE: CTL-91-LD RESIN, E/VOLAN - "A" 181

-500 .. .. GLASS CLOTH REINFORCEMENT,
P4RAL LEL LAMINATES. t203).

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

THERMAL EXPANSION OF PHENOLIC-FIBERGLAS LAMINATE
(6-68)

434



H.2.t-1

100

0

Ni

- 200

z(I 030

THICKNESS

-400

Z ---- __ ____ _

____ C-108 RESIN, WCB I3RAPHIT CLH
- RENFOCEMVENT (203).j

-600= __I______L __ __

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

THERMAL EXPANSION OF PHENOLIC-GRAPHITE LAMINATE
(6-66)

4.35

---- -



H.2.t-2
200 . . 'ii: .'-

2 NOTE: CTL-91R-LD IESIN, RE.INFORCLMENT- I
•_ SN-19 IN YLON YN.25 CLOT4 CHOPPED _

TO 0.5-IN. SQUARES, RANDOM

ORIENTATION 1203).

-0_ _ _ _ _ _ I _____

-200 ... I -• - -

00-

-400.

t - -NORMAL TO THIC NESS-- _-__,_--..

S -800 -/'.

ITHICKNESS

-1 N-'l """'

I --. v--

-1200 ,_

-400 -300 -200 -100 0 100

TEMPEEATURE, (°F)

THERMAL EXPANSION OF MOLDED
PHENOLIC-NYLON REINFORCED

(6-e8),.

' - '

436
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H..2.v
0.30

WAP0RETO
0LLI

S0.20 0'

101NAR T

~. ~. Z OTE:. CTL-91 -LO RESIN, E/VOLAN - "A'' 181 GLASS ______

0 CLOTH REINFORCEMENT. PARALLEL LAMINATEbj,

(~ !54 PLIES. 0.50-IN. THICK (203)-

_0I--

-400 -300 -200 -100 0 100

TEMPERATURE (0 F")

THERMAL CONDUCTIVITY OF PHENOLIC-FIBERGLAS LAMINATE

(6-68)

437



H.2.v-1
3 .0 -- ---------

NOTE: 3C- 1008 RESIN, WC O GRAPHI TE CLOTH

1 NOE: RE.INFORCEMENT, PARALLEL LAMINA1 "

52 PLIES, 0.50-IN. THICK (2031.

0

2.0

LL -IN WARP DIRECTION

"I--

m IN HELIUM GAS, 1 ATM

>- 1.5 z

0 IN NITROGEN GAS, I

z0 1.0 -.-

0.5-•,
•I I ATM.

-- THROUGH THICKNESS _

01 1 _ _ _ _ _ __ ___ _ _ _ _ _

-400 -300 -200 -100 0 100

TEMPERATURE (°F)

THERMAL CONDUCTIVITY OF PHENOLIC-GRAPHITE LAMINATE
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H.2.v-2
0.30 T - 1 1 -- I

•" " / !NOTE: CTL-91-LO RESIN, REINFORCEMENT-
0 SH- 9 NYLON YN-25 CLOTH CHOPPED

TO 0.50-IN. SQllARES, RANDOM
- ORIENTATION, 0.50-IN. THICK (203).

NORMALTO THICKNESS
Io I \_ 1_ _EIIIIIII" .2 -- j-\- ý IN NITROGEN GAS, I ATM

I N HELI.UM GAS,, I ,, ATM iI

0.10_ _

____ I- --- IN NITROGEN GAS, I ATMi3 _ -THROUGH THICKNESS

-400 -300 -200 -100 0 100

TEMPERATURE ('F)

THERMAL CONDUCTIVITY OF MOLDED
PHENOLIC-NYLON REINFORCED

(6-64)
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H.3.b

160____ ______ ________ ______ _______ _________

140

120 - ~SELECTRON 5158 RESIN, S/901 RO0VING

(I)

I- ___ I ,/4~ INFORCEMENT. 34.9 - 42.57, RESIN

LI,

60 9

A fl

20 -_ _ __ _ _ _ _ - _ _- - _

-.400 -30-200 -100 0 100

TEMPERATURE FO)

TENSILE STRENGTH OF POLYESTER
FIBERGLAS LAMINATE

441 Preceding page blank



H.3.b-1
250 T

225 -_

lAP RESIN E/830 REINFORCEMENT,

200

('n 175-

I- ,__. ___,__-_ ___

150 -_-

125

t I I
100 ----- ------ '______ •.1.- ____ J-________ _ -___--_

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

TENSILE STRENGTH OF POLYESTER-FIBERGLAS
FILAMENT WOUND RINGS

(1-45)2

442 :,



H.3.c.i

z
Id

z 2 RESI COTN 1.__, LOAD PRLE To__

•' ;• SELECTRON S515 RESIN, S 901 ROVING

•.• BIDIRECTIONAL FILAMEN1 WOUND REINFORCEMENT,

z 2 -RESIN CONTENT 18.2::-, LOAD PARALLEL TO 1-

O REINFORCEMENT (200).

-j

-400 -300 -200 -- 100 0 100

TEMPERATURE (OF)

ELONGATION OF POLYESTER FIBERGLAS LAMINATE

6- 6 • -

SSELECTRON 5158 RESIN, S/901 ROVING

8!D!RECT!ONAL FILAMAENT WoLiNOn

4 -- - .RE.INFOR .EMENT, RESIN CONTENT 18. 2

0 INITIAL YENSILE MODULUS, LOAD PARALLEL
TO REINFORCEMENT (200).

-400 -300 -200 - 100 0100

TEMPERATURE (°0 F)

MODULUS OF ELASTICITY OF POLYESTER FIBERGLAS LAMINATE

(6-68)

"443



H.3.i -1
10

"• DAP rl L• 8 P' t/ 30
R N OR L_ V'N T, NOI_ RING (1)

U2L

61.1 1. L___

- \
n
0• -__ __ _ _ _ _ _ _ _ _

-400 -300 -200 -100 0 100

TEMPERATURE (cF)

MODULUS OF ELASTICITY OF POLYESTER-FIBERGLAS
FILAMENT-WOUND RINGS

(6-68)

444

- r



H.3.m

140-_ _ _ _ - ---

SELECTRON .158 RESIN S/901 ROVING

BIDIRECTIONAL FILAMENT WOUND

REINFORCEMENT, RESIN CONTENT 18.2%,

120 LOAD PARALLEL TO REINFORCEMENT (200)

100

CL 80 / • -. POLYESTER C(U.S. POLY)
cy) •RESIN, E/VOLAN A

,. REINFORCEMENT (1)

(llLIJ F PARAPLEX' P-43 RESIN,
w. E-181 CLOTH REINFORCEMENT,

I- 60 / i/ 34.9-42.5%o RESIN CONTENT,
20 CONTENT, 0.500 IN. NOMINAL PANELSTHICKNESS (114)

zzEo___
0/- - __440-00-0 10 0

TRON 92 RESIN M E-18 R CLOTH

REINFORCEMSENT, 42.5-55.4% RESIN

"CONTENT, 0.500 IN. NOMINAL PANEL

-400 -300 -20O -!00 0 104

TEMPERATURE ('F)

COMPRESSIVE STRENGTH1 OF POLYESTER-FIBERGLAS
LAMINATE

"" ~445



H.3.p
14..

12

10 --_ _ _ _ _ - -'__ _

(. 8

U/)
Ibl

S6 __.--.... ___ ~ - -

I- jLL f.-1RON 5158 RESIN. S/901 ROVING
BIDIRECTIONAL FILAMENT WOUND REINFORCEMENT,

RESIN CONTENT 18.2 ,. GUILLOTINE SHEAR TEST,

LOAD PARALLEL TO REINFORCEMENT (200). J

44

oL _

-400 -300 -200 -. 100 0 100

TEMPERATURE (°F)

SHEAR STRENGTH OF POLYESTER-FIBERGLAS LAMINATE

(6-68)

446 "'



H.3.n

5,

POYETE C US PL).Ei
0--/OA - ENOCE ET0

000

N-ETRON W. FIN
4Z2.5-55.4% RESIN
CONTrENT (114)

NOTE: E -181 GLASS CLOTH REINFOCMN.
0.500-IN. NOMINAL PANELTICNSI

L0
-400 -300 -200 -100 0 10c,

TEMPERATURE (OF)

COMPRESSIVE MODULUS OF
POLYESTER-FIBERGLAS LAMINATE

A (1-65)

.444



H.3.o

C 4-'

,<ý: I-

0

x .w

Lazz

L CC ILl

w

-U-L

'U

M 0l

LL 0

z
'U

cn-

EU.

.L

tOd 01) CS3H

448



H.3.r

SELECTRON 51 58 RESIN, S/901 ROVING

140 ~~REINFORCEMENT, RESIN CONTENT - 5l.140 LOAG PARALLE- 'To RE INFORCEMENT (200)

RENFORCEMEN, 42.6-55.4~ RESIN
CONENT 0 '25IN. NOM INAL PANEL-

0

id ARPEx P-43 RESIN, E-18i

REIN EEOA A REINFOCEMEN ENT,

1400 33009-4200 -ES 00 NTE00

THMICKAEUR (14).

604

449



H.3.s

SELECTRON 5158 RESIN, S/901 ROVING
BIDIRECTIONAL FILAMENT WOUIND

5 POLYESTER C JU.S. POLYI RESIN,
E/VOLAN A REINFORCEMENT (1),

uo I. - -_ _I

PARAPLEX P-43 RSINESEIN,1ECLOT

K ilt___ _ ________ F~ll GASSCLOTH REINFORCEMENT,

TEMPERATURE (1 1).

U)450

jI



H3.t -H.3--

20°1 .

0 %

I SELECTRON :¶1 s RESIN,

S/90' ROVING BIDIRECTIONAL

FILAM'ENT WOUND

REINFORCEMENT 1200). -

S~PARALL EL To

REINFORCE•MENT.

U) -2 - -- NORMAL TO A Tb ') ~~R E I N F O R C E M ,E N T ..

.: n I -4o0- 
- -4I F

" "•" •II- _1 I--.. ..---. "

0 - 6 0 t ..

/Y
It) " _ ___00___ 

_____ "

- 1 l /x

-1200 -

-400 -.300 -200 -100 0 100

TEMPERATURE (°F)

THERMAL EXPANSION OF POLYESTER FIBERGLAS LAMINATE

4V-68)



N-'. H.4.b

100 I I I 7
[NOTE. 181 GLASS CLOTH REINFCRCEM-NT,

_0125- IN. NOMINAL PANEL THICKNESS1 (14)

804-
S/-LAM INAC 4232 RES IN,

31.5--46.1I ; RES$ IN CONTENT

600

TEN ESIE SOTRENGTH FHG

(II

(I, 7Io7ri i___
-- 40 --300 --200 - 100 0100

TEMPERATURE (0 F)

TENSILE STRENGTH OF HIGH

TEMPERATURE POLYESTER - FIBERGLAS
"I AAAIKIATE

(7-b-4)

453 Preceding page blank

,ua .i " I • i I I . • = i I = " i I I = I I . I I I " w • . " " 1 . I



H.4.b-1

20

(I)
-7-

150

125

-. _ _ _-'_ - - - -2) _ _ t_ _ _ -t -IN t-/[•3(-

00 -400 -300 -200 -100 0 100

t !-

TEMPERATURE (-F)

TENSILE STRENGTH OF HIG H TEMPERATURE
POLYESTER-FI BERG LAS

FILAMENT WOUND RINGS

454



HAi

"10

9 - F ODAIP RESIN, E/830 --
REINFORCEMENT, NOL
RING (i)

8-

-J

D

0 " - _

, ~7

6
-400 -300 -200 -|00 0 100

TEMPERATURE (OF)

MODULUS OFELASTICITY OF HIGH TEMPERATURE
POLYESTER-FIBERGLAS FILAMENT WOUND RINGS

(1-65)

455

~m



H.4.m
130[ _ _-I_ _ _

_____ - HOTE: 181 GLA55 CLOTH RE INFORCEMENT, __

90 ..

W LAMINA(-4232 RESIN,
w 31.ý-46. 1% RES IN
* CONTENT

50 -7- /

32.4-35.4% RE5IN
CONTENT

-400 -300 ---200 -100 0 100

TEMPERATURE (OF)

COMPRESSIVE STRENGTH OF HIGH
TEMPERATURE POLYESTER - FIBERGLAS

LAMINATE

(7-64)

456

N'...- .................................................................. ,



H.4.o

b. 0

I- -ze

II____ý I_ - - - -0

z CI

Ln7

wol um

I I.

w L

[~I 0

I A

/~ 01 Sm~



H.4.o-1

LLu
0..

z

I 0-I

~w

I z .8

z

-2 -- -

H LO

00

LL

0

F0
4ý cv) z-2L

- 0 ".8

4588

458 §7



H.4.r
1501-

I I I

NOTE: 181 CLOTH REINFORCEMENT, _____

130 0.125-iN. N MINAL PANEL
THICKNESS (114)

1 10 ... ..

I*

0.

U)

VIBRIN 135 RESIN,

32.4--35.4% RES IN

go f 0 CONTENT

U)* U)
w __ w

70 -'"

LAMINAC 4232 RESINj 31,5--46. 1% RESIN C6NTENT

%50

30~ i ____ __

-400 -300 -200 10 0 -00

TEMPERATURE (OF)

FLEXURAL STRENGTH OF HIGH
TEMPERATURE POLYESTER - FIBERGLASS

LAMINATE

(7-t44)

459



H.4.t

200 1 .

-2-0 - -00000 '100

x "-E V
) -400 _ _ _ _ _

-J _ ___ __ ,_-
-0

z -600 TH. ICK, ,_NESS

0~
UI)z

oVEN REIN E/ A "A''

1200
-400 -30 -20 -10 0_ 100__ _ _

x

STVRENE RESIN, E/VOLAN 'A'.

181 GLASS CLOTH ,. PARALI.EL LAM- •...

INATE REINFORCEMCNT (203).

- 1200 "--__ _ __ _ __ _ ___ _-_ _

-400 - 300 - 200 - 100 0 1O00. -=-

TEMPERATURE (°F)

THERMAL EXPANSION OF POLYESTER-FIBERGLAS LAMINATE

(6-,68)

%. .\' . •

460 ''" "



H.4.v
0.30 -1 1 "

WAPDIRECTION

J 
N -H 

E L IUMG 
AS_ 

I A T M

0.20IN NITROGEN GAS, 1 ATM .......

-IN NITROGEN GAS, I ATM

0.10 I I
1- I THIROUGH THICKNESS

ZNOTE: PARAPLEX P-43/BENZOYL PEROXIDE, STYRENE RESIN, - "
E/VOLAN "'A'' - 181 GLASS CLOTH REINFORCEMENT,

0 PARALLEL LAMINATE, 48 PLIES, 0.50-IN. THICK (203).

o _ I I I I I I
-400 -300 -200 -100 0 100

TEMPERATURE (OF)

THERMAL CONDUCTIVITY OF POLYESTER-FIBERGLAS LAMINATE

(6-63)

461



H.5.b
140 ___ I IF

NOTE: 181 GLASS CLOTH REINFORCEMENT,

0,125-IN, NOMINAL PANEL THICKNESS

120--- 

T

100-
NARMCO 513 RESIN,
35.6% RES'IN CONTENT

60

- 80-

60 '

40-'

>' 201 __ __ __

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

TENSILE STRENGTH OF SILICONE -

FIBERGLAS LAMINATE

(7-64)

"463 Preceding page blank



H.5.b-1
300 -I---

275

250.

I - - - ] _ _ __

I ~DC 2106 RESIN E/S ILICONE
0 COMPATIBL-E hNir4H REINFORCE-

225 ___ __ MCNT. NOL RING- (1)

I )I

I.L _ _ _ -_ _ _ _ _ _L -
200 •

175

-400 -300 -200 -100 0 100

TEMPERATURE (o~

TENSILE STRENGTH OF SILICONE-FIBERGLAS
FILAMENT WOUND RINGS

I4 6

I.



H.5.m
90 [

NOTE: 181 GLASS CLOTH REINFORCEMENT,

0.500-IN. NOMINAL PANEL THICKNESS
(114)

U. - . i_

-- NARINRMCO 513 RCS IN,

2 35.6% RESIN CONTENT

ý 50 - -'-- -

U)
3I

1:t:__._ _.__ ___ _____ ___ ___ _

10 

TRE VAINO 
r130 RLS IN,30--322% RESIN CONI ENT

-- 400 -300 -200 -100 100

TEMPERATURE (OF)

COMPRESSIVE STRENGTH OF SILICONE
FIBERGLAS LAMINATE

(1 -45)

465

r.. .. . . ... , . . . .. , ..... ", .i,, " .. . -. ..-.-- ,.-. .1 .:-



H.5.o

z.
UIt-

JK)

00 I

-z

c 00

z -a

;o - <

0 a: jo

I L i

_ _ro U-

0 0d -0

L~I-

F-

/L Ln

( 01) SES 3 8 1

466



H.5.o-1

LI.

Ow

ýzuJ
jlI-

Z- z z

* II J

1o. IL.

<00

w -.-

LL 0

II.

(NJJ

(Isd E£0) SS3m.ls

467



H.5.reo I
TREVARNO F-130 RESIN,
30-32%, RESIN CONTENT

U) NARMCO 513 RES IN,o70 - / 35.6% RESIN CONTENT

NOTE: 181 GLASS CLOTH REINFORCEMENT,
0.125-IN. NOMINAL PANEL- THICKNES .

() _ _ _ _ _ __4 _ _ _ _j 1 4
U)Wa:. 

---. 
.. 

-

•so

30 

"

-400 -300 -200 -100 0 100
TEMPERATURE (OF)

FLEXURAL STRENGTH OF SILICONE-
FIBRGLAS. L!A IKIATE

(7-64) 468



H.5.t
200 -

NORMAL TO THICKNESS

x
LO

U,,

- j
JI",.,. / -THICKNESS I'

." • • 400 . ..

z
O' -600w

S• NOTE. DC-21OG/XY-15 RESIN, E/140 HTS, GLASS

S.. . .... .. . I ROVING - go CROSS-PLIED REINFORCEt-

MENT (203).

-800

-1000 1_ _ _1___ ___ ___ ___1__ __ _ _

"-400 -300 -200 -100 0 100

TEMPERATURE ('F)

THERMAL EXPANSION OF SILICONE-FIBERGLAS LAMINATE

(6-68)

469



H.5.v
0.3 __

LL.
0

. .... NORMAL TO THICKNESS

IN NITROGEN GAS, I ATM

•.N lY E: 0C-2106/XY-15 RESIN, E/140 HTS GLASS m-

RO•ING - 90o CROSS-PLIED REINFORCE.

5 0-1 - MENT, 80 PLIES, 0.5•-IN THICK (203ý.

o00 IN NITROGEN GAS, I ATM

SIN HELIUMý GAS, I ATM .I

0 __,o TI lOUGH THICKNESS

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

THERMAL CONDUCTIVITY OF SILICONE-FIBERGLAS LAMINATE

I. -Go)

470

_ ..-. .-.--.... '.._.-.........-.... -.-...-. _ -- -.- ,-.



H. 6

-' See the following graphs for properties of Reinforced Teflon.

O.3.a- 2  G.3.m-5

0.3. a-3 G.s.n-2

0.3 .a-4 G.3.n-3

0.3 .b-3 0.3.n-4

0.3 .b-5 G.3.r-2

G.3.c-3 0.3. s -2

G.3.c- 4  G.3.t

0.3.i-2 0.3. t-2

0.3.i-3 0.3. t-3

0.3.j -1 0.3. t-4

N 0.3.j -2 0.3.t-5

0.3.1-2 G. 3.

G.3.1-3 G.3.v

0. 3m n- 3  0.3.v-l

0.3.mrn4 0,3.v-2

(6-68)

471,



H.7.b

70 . . ...... .

WESTINGHOUSE I-8 RESIN,
E--181/A1100 RE INFORGLMEN1-,

_o35 RESIN CONTENT, 0.15-I N
NOMINAL PANEL THICKNESS (I)-

50,- - -- ___ ___ °_ ___
50

U4)

W 30-(F-

2 0 . . . .. . . ..

- "/': ~10---

S-400 --300 -200 -100 0 100

TEMPERATURE (F')

TENSILE STRENGTH OF POLYIMIDE

FIBERGLAS LAMINATE

473 Preceding page blank

I 7



H.7.i

L VVETINGHOUSE 1-8 RLSIN, E-181/ATIOt(-f) NREINFORCEMENT, 35'; RESIN CONTENT,

4 - 0,125--IN. NOMINAL PANEL THICKNESS (1)

.D

(0

0

1 --

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

MODULUS OF ELASTICITY OF POIYIMIDE-
FIBERGLAS LAMINATE

474

/
* .% • '.- .. , .. . . . . . . . . . . . . . . . . ..% •.-.•

- - --. .•-- - %-- - - - - - - - - - - - - - - - - - - -



H.7.m
60 ----- ~- - T -

-- - --- 4 - --- I -. - I. I

WESTINGHOUSE_ 1-8 RESN ,
E-181/A1100 RE INFORCEMENT,
34.6' RES IN CONTENT, 0.500- IN.

40 _NOMINAL HANEL- TH I(KNLSS (1)+

,,

30

I -

--- 1•j---- -- .--

20 -_ --- ----

-400 -300 200o -100 0 -100

TEMPERATUJRE (0F)

COMPRESSIVE STRENGTH OF POLYIMIDE-
FIBERGLAS LAMINATE

475

t,... .-.... ... ...... ...... I ....... .. .

10 - .* - - - -- .. .. ... . .. . .. .. . .. . .. . . . ............



H.7.n

5 _

" WEST IN7.HOUSE I-- HFES IN, E-181/A-- 100o PFEIINFOf'CER]ENT. 341.6,%; E-/SIN CONTENT.
0.500--IN. NOMINAL. PANEL THICKNESS (1)

3 I

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

COMPRESSIVE MODULUS OF
POLYIMIDE-FIBERGLAS LAMINATE

4.-

r_

(-.5) ,' - . .;-. .

. . . . . . . . . . .. . . . . .

- - -- - - - - - - - - - - - - - - - - - - - - - - - - - - - - - - -



H.7.r
"880

70-

WESTINGHOUSE 1I8 RESIN
E-I81/A--100 REINFORCE'MENT,
35% RESIN CONTENT, 0,125-IN NOM INAL. PANEL- TH ICKNESS

60

* 2:2 C• - ,,,.___ _

50

L-

30

"., 20"" 50 -400 -- 300 -200 -- 1I00 0 100

TEMPERATURE (OF)

.4)

FLEXURAL STRENGTH OF
POLYIMIDE-FIBERGLAS LAMINATE

0477

30"--' -_ _, _, _ _

"*;j , Y.-

-400 200 0



H.7.s

V)/_ WESTINGHOUSE 1--8 RESIN, -•-

::• Z -E--1B1 IA--1100 REINFORCEMENT,

.J ~~35" R' ESIN CONTENT, 0.125--IN,- - -

D• NOMINAL. PANEL THICKNESS 1 . i

0

-J•

0- ___-

-400 -300 -200 -100 0 100

TEMPERATURE (OF)

FLEXURAL MODULUS OF
POLYiMiDE-FIBERGLAS LAMINATE

(1-b5)

478 p.



H.8.b
-i';-•"225 ... ,-

200 I ----- _-T --
REINFORCEMENT, NOL.

175t

-', rn 150 -- • . . ..

U)

- c' z15 0-- -
.

100. 

.. .

I.

S15o

I I

- 400 -300 -200 -100 0 100

TEMPERATURE (OF)

TENSILE STRENGTH OF PHENYL-SILANE FIBERGLAS
FILAMENT WOUND RINGS

479



H.8.i
10

w •EC 205 RES IN, E/HTS REINFORCEMENT,U• • fNOL RING (IS9

0
(TU

%wo

I "

08

-400. -300 -200 - 100 0 100

TEMPERATURE (0F) •---

MODULUS OF ELASTICITY OF PHENYL-SILANE
FIBERGLAS FILAMENT WOUND RINGS

480'.•

.~~~~~~~.- '.~~~~~~~~~ ~ ~ ~ ~ --------------------------------------------



H.8.t

:4-. ~100-1

NOTE: SC-1013 RCSIN. X(-994/A-1100___
181 GLAST CLOTH - PARALLEL
LAMINATE REINFORCEMENT (2

0-

_W A
-- WEAVE

--200

0
5")
z
n -300
x

-400

,..:. -•oo-I .J- --t

--600 /

-400 -300 -? 00 -100 0 100

TEMPERATURE (OF)

THERMAL EXPANSION OF PHENOLIC-SILANE-FIBERGLAS
LAMINATE

(6-68)

481

'... I -. ,. ..... , -. _.-,-- - - - - - -.. - -_.- - -- -- - .. -.--. .-. . -. .- . . ,-- - -,. -.- _-- -. _----_---.-- - _.- , -.. ,_ .. - .



H.8.v .

0.30 WR

- 0 IN NITROGEN GAS, I ATM

oeo:o TROUGH THICKNESS-'

- I

0 GLASS CLOTH REINFORCEMENT, I••••.PARALLEL LAMINATM . 48 PLIES, 0.50-

IN. THICK (203).0

0pI I .- I I I-- 400 -300 -200 -100 0 100

TEMPERATURE ('F)

* 0-

THERMAL CONDUCTIVITY OF PHENYL SILANE-FIBERGLAS
LAMINATE

6 -68)

482

-..- •,•. -.-.-- --.--............ -_ .---..... - -, -,......,.••.......'..... . -.-.. ,....- .'.... ".-..-.." -. ,.-

*. - .. : .- - .. - ... ..*.- - - ._ : .- - .. : . :.. ., -... . . .-....... . .... : . . . .: . .: - : -. - .: .... . : .. . .: .: -. , . .. . .. : . . - -- : .'. . . : .- . : .. - .



N

I-MISCELLANEOUS

NON-METALLICS



NON-METALLIC MATERIALS FOR SEALS AND GASKETS

485 Preceding page blank

-.. ;......................

r----------------------------------------------!



A. INTRODUCTION

In the billion dollar cryogenic industry, there is no more
important single component than the cxyogenic seal. It has been
estimated that 40% of the $5 billion NASA program depends on
cryogenics, and every transfer of liquid hydrogen, nitrogen, or

ox:ygen in testing, liftoff, or flight depends on faultless per-
formance of valves and static seals. This review of the use of
non-metallics in cryogenic seals is intended to give the reader
a brief look at some successful solutions to seal problems. The

articles in the bibliography following the text are chosen to
cover the subject in more detail.

Important related subjects that deserve more attention in the
future are leak rate characterization, flange design, and compati-
bility testing. Some subjects that are not discussed are static

irmtallic seals, welded or brazed joints, adhesives, and sealants.
A main contribiticn t. the bibliography is a literature search
performed by the Cryogenic Data Center, Cryogenics Division,
TInstitute for Basic Standards, National Bureau of Standards.

B. NON-METALLIC GASKETS

For a number of reasons variations of polytetrafluoroethylene
(PEFE) dominate the subject of non-metallic gaskets for cryogenic

service. One important reason is compatibility with oxygen.
Most non-metallics will react with oxygen if subjected to an im- 1_

pact energy of 70 ft-lb. However, PTFE is compatible with oxygen,
and therefore is useful in liquid oxygen transfer systems. Virgin

PTFE and other unmodified fluorocarbons have the undesirable

property of•c,"u- flUw. iLjt is, IrLLvcrsible plastic deformation
"occurs when a constant load is applied for a period of time. To

counteract cold flow and still maintain a soft, high-performance
sea]. surface, the designs of Fig. 1-1 have been used. Figure
1-1(a) shows a gasket cross section in which PTFE has been filled
with particles or fibers (usually glass), which add strength, re-

duce thermal contraction, and inhibit cold flow. Such gaskets
arc usuaily quite hard, and require high flange loads and serrated
flange faces. The logical improvement is to design a composite
gasket, with a PTFE (or fluorinated ethylene piopylene, FEP)

coating to provide a soft sealing surfacc and an interior designed

to stop cold flow.

(6-68)
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/ ~~~Fluorocarbon -'.'

lI: \. •, / - , --.6 ~j/ '1" " t' -",

Felt

(a) Filled (b) Encapsulated Sandwich

SGlass Cloth CGlass Cloth :

PTFE -'

(c) Laminated (d) Envelope

Figure 1-1 Fluorocarbon Polymer Casket Cross Sections

Three such designs are shown in Fig. 1-1(b), (c), and (d).
In Fig. I-1(b) a felt pad is sandwiched between thin metal sheets.
This combination forms a spring-like core, which is encapsulated
in FEP or PTFE. In Fig. 1-1(c) tLe core is alternating layers of
PTFE . .nd glass cl-U l. The Laminate is bonded by heat and pres-

sure, but the PTFE is not allowed to completely impregnate the .. "
cloth. This treatment results in a reasonably selid cor:e that
retains some low temperature elasticity. Figure 1-] (d) si-ows
the :e:c•..ipe" gasket developed during the same program as the
laminated gasket. The gasket is made by encapsulacing multiple
layers of glass fabric in FEP film.

Although irdividual material properties are important, the
bulk propei ties of gaskets such as those in I'ig. 1-1 are more
readily related to seal performance. Gasket .,naterials investi-
gated in the piogram that resulted in the composites shown in

Fig. 1-1(c) and (d) were subjected to compression testLs in a
standard testing machine. The area under the load -deflection

curves was takcn as a measure of thi energy absorptiou capa-

bilities of the gasket.
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Another polymer that has been used successfully for cryogenic
"gaskets is the thermoplastic polyethylene terephthalate (PETP).

This is a high modulus film material that requires high com.pres-

"a'ive stress to cause plastic deformation at the seal flange inter-

face. Consequently one of the mating flanges is usually machined
with a ring of about 3/16-inch radius protruding from the face.
The height of the ring is 70 to 80% of the gasket thickness.
High-vacuum low-temperature seals of 0.010-inch-thich PETP have
been made in several cryogenic laboratories, and by at least one
manufacturer of cryogenic hardware, using this flane design. Un-
fortunately PETP is not compatible with oxygen,

C. NON-METALLIC O-RINGS

The simplicity, reliability, and long service life of rubber
O-rings has led to a wide variety of uses at temperatures in the
"rubbery region. Unfortunately, all elastomers become hard and
glassy at temperatures well above the boiling point of cryogens,
and they cagnnt be used for cryogenic seals in the conventional
manner0

Two interesting designs which have enabled rubber O-rings to
perform well at low temperatures are shown in Fig. 1-2. In the
"step flange" configuration of Fig. 1--2(a), the 0-ring is com-
pressed to a thin, L-shaped cross section that produces high
stress in the corner, 0-rings made from elastomers that have
high elongation and yield strength at room temperature (natural
rubber and neoprene, for in stance) will not fail when subjected
to this type of compression. When the compressed O-ring is cooled
below the glass transition, it maintains a high vacuum seal in
spite of the change in properties if the step flanges are ocsigned
properly. In another related design. Fig, 1-2(b). the 0-ring is

y .'i, stretched on a metal insert ring and compressed between two flat
flanges. This design depends on some spring loading in the flanges
as well as high stress concentration to prevent leakage below the
glass transition.

PTFE rings with an 0.1-inch sqaare cross section have been
used successfully in cryogenic research cryostats. The rings is
designed co shrink-fit into a groove in one flange, with a sinall
amount: of the ring projecting out of the groove to seal against
the mating flange. If this seal is to perform adequately, the
flanges must be carefully finished to avoid small scratches across
the rather narrow seal interface,
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Before Assembly After Assembly

(a) Step Flange Design

(b) Insert Ring Design

Fig. 1-2 Elastomeric O-Ring Designs

D. PRESSURE-ACTUATED SEALS

A class of pressure-actuated seals has found wide acceptance
in recent years. The spring-like metal bodies are usually coated
with a non-metallic such as PTFE, FEP, or polychlorotrifluoro-

ethylene (PCTFE). The gaskets and 0-rings discussed previously
would not meet the space age requirement of high flange deflection
capability; hence the development of this class of expensive

cryogenic seals. Figure 1-3 shows some of the cross sections in
use today.

Careful calculations based on the yield strengths of the metal

body and the non-metallic coating are necessary prerequisites to
pressure-actuz'Led seal design, and the flange surfaces must be
polished to a degree not necessary with 0-ring gaskets. In all

cases the system pressure is used to increase the sealing force.

4
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Vented Ring C V

W U K

Fig. 1-3 Pressure-Actuated Seal Cross Sections

Careful calculations based on the yield strengths of the metal

body itid the non-wtetallic coating are necessary prerequi.ites to

pressure-actuated seal design, and the flange surfaces must be

polished to a degree not necessary with 0-ring gaskets. In all
cases the system pressure is used to increase the seal force.

Much development work is still being done on pressure-actuated
seals, because designers faced with the requirements of lightweight
flanges and high deflection at low cemperatures usually specify

this type of seal. There are at least a dozen commercial suppliers
of variations of the designs shown in Fig. 1-3, but very little

information on pressure-actuated seals has been published in the
"open literature.

E. DYNAMIC SEALS

Non-metallics are used extensively in applications such as

rotating face and shaft seals, valve seats, and lip seals. Be-

cause of the low coefficient of friction, the fluorocarbon poly-
mers mentioned previouly are generally chosen for the seal mate-

rial.
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PTFE filled with molybdenum disulfide is a popular non-metal-
1ic material fo-- use in rotating face seals. Unfilled PCTFE is
used extensively in lip seals, and PTFE seats are common in cryo-
genic val~e. Most of the information on dynamic seals must be
obtained from the manufacturers.
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I. Alloy Designat:ion Syste

A system of four-digit numerical designations for wrought
aluminum and wrought aluminum alloys was adopted by The Aluminum
Association in 1954 and became effective on October I of that year.
The first digit of the designation serves to indicate alloy groups.
The last two digits identify the aluminum alloy or indicate the
aluminum purity. The second digit indicates modifications of the
original alloy or impurity limits.

Designations for alloy groups are shown in the following tabu-
lation.

No.

Aluminum - 99.00% minimum and greater lxxx

Major Alloying Element

Aluminum Copper 2xxx
Alloys Manganese 3xxx
Grouped Silicon 4xxx
by Major Magnesium 5xxx
Alloying Magnesium and Silicon 6xxx
Elements Zinc 7xxx

Other Elem•,•iL 8xxx

Unused Series 9xxx

Aluminum and Aluminum Alloy Groups - In the four-digit system
the first digit indicates the alloy group. The lxxx series is for
minimum aluminum purities of 99.00 percent and greater. The 2xxx
through 8xxx series group aluminum alloys by major alloying ele-
ments.

Aluminum - In the lxxx group for minimum aluminum purities of
99.00 percent and greater, the last two of the four digits in the
designation indicate the minimum alt mn..m percentage. These digits
are the same as the two digits to the right of the decimal point
in the minimum aluminum percentage when it is expressed to the
nearest 0.01 percent. The second digit in the designation indi-
cates modifications in impurity limits. If the second digit in
the designation is zero, it indicates that there is no special
control on individual impurities; integers 1 thru 9, which are
assigned consecutively as needed, indicate special control of one
or more individual impurities.
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Aluminum Alloys - in the 2xxx through 8xxx alloy groups the

last two of the four digits ii, the designation have no special
significance but serve only to identify the different aluminum
alloys in the group. When new alloys are developed to the point

where they are used commercially, these last two digits are as-
signed consecutively begLnning with xxOl. The second digit in

the alloy designation indicates alloy modifications. If the second

digit in the designation is zero' it indicates the original alloy;
integers I through 9, which are assigned consecutively, indicate
alloy modifications.

Experimental Alloys - Experimental alloys are aiso designated
in accordance with this system but they are indicated by the pre-
fix X. The prefix is dropped when the alloy becomes standard.

During development and before they are designated as experimental,
new alloys are identified by serial numbers assigned by their orig-
inators. Use of the serial number is discontinued when the X

number is assigned.

Temper Designations - The temper designation follows the alloy
designation and is separated from it by a dash.

2. Temper Designation System

In effect since January 1, 1948, The Aluminum Association
Temper Designation System is used for all forms of wrought and
cast aluminum and aluminum alloys except ingot. It is based on
the sequences of basic treatments used to produce the various tem-
pers. The temper designation follows the alloy designation, the
two being separated by a dash.

Basic temper designations consist of letters. Subdivisions
of the basic tempers, where required, are indicated by one or more
digits following the letter. These designate specific sequences

of basic treatments, but only operations recognized as signifi-
cantly influencing the characteristics of the product are indi-
cated. Should some other variation of the same sequence of basic
operations be applied to the same alloy, resulting in different

characteristics, then additional digits are added to the designa-
tion.
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The basic temper designations and subdivisions are as follows:

-F As Fabricated: Applies to products which acquire some
temper from shaping processes not having special control

N over the amount of strain-hardening or thermal treatment.

N For wrought products, there are no mechanical property
limits.

N

-0 Annealed, Recrystallized (wrought products only): Applies
to the softest temper of wrought products.

-H Strain-hardened (wrought yrbducts only): Applies to prod-
ucts which have their strength increased by strain-harden-
ing with or without supplementary thermal treatments to

produce partial softening.

The -H is always followed by two or more digits.

The first digit indicates the specific combination of basic
operations, as follows:

-Hl Strain-hardened only: Applies to products that are
strain-hardened to obtain the desired mechanical
properties without supplementary thermal treatment.

The number following this designation indicates the
degree of strain-hardening.

-H2 Strain-hardened and then partially annealed: Applies
to products which are strain-hardened more than the
desired final amount and then reduced in strength to
the desired level by partial annealing. For alloys
that age-soften at room temperature, the --H2 tempers
have approximately the same ultimate strength as the
corresponding -H3 tempers. For other alloys, the

-H2 tempers have approximately the same ultimate - -

strength as the corresponding -HI tempers and slightly

higher elongations.

The number following this designation indicates the
degree of strain-hardening remaining after the prod-
uct has been partially annealed.

-H3 Strain-hardened and then stabilized: Applies to
products which are strain-hardened and then stabilized
by a low temperature heating to slightly lower their
strength and increase ductility. This designation
applies only t6 the magnesium-containing alloys which,
unless stabilized, gradually age-soften at room tem-
perature.
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"The number following this designation indicates the
"degree of strain-hardening remaining after the prod-
uct has been strain-hardened a specific anmount and
then stabilized.

The second digit following the designations -111, -112, and -H3

indicates the final degree of strain-hardening. The hardest com-

mercially practical temper is designated by the numeral 8 (full-

hard). Tempers between -0 (annealed) and 8 (full hard) are desig-
nated by numerals I through 7. Material having an ultimate

strength about midway between that of the -0 temper and that of

the 8 temper is designated by the numeral 4 (half hard); between
-0 and 4 by the numeral 2 (quarter hard); between 4 and 8 by the

numeral 6 (three-quarter hard); etc. Numeral 9 dcsignatcs extra

hard tempers.

The third digit, when used, indicates that the degree of con-

trol of temper or the mechanical properties are different from,

but within the range of, those for the two-digit -H temper desig-
< x•--. nation .to which it is added. Numerals I through 9 may be arbi-

trarily assigned and registered with The Aluminum Association for

an alloy and product to indicate a specific degree of control of

temper or specific mechanical property limits. Zero has been as-

signed to indicate degrees UL LLUiL of temper or mechanical
7, property limits negotiated between the manufacturer and purchaser

which are not used widely enough to justify registrat ionL with
The Aluminum Association.

The following three-digit -H temper designations have been

assigned for wrought products in all alloys:

-H1II Applies to products which are strain-hardened less than
N the amount required for a controlled H11 temper.

-HI12 Applies to products which acquire some temper from

S -. shaping processes not having special control over
the amount of strain-hardening or thermal treatment,
but for which there are mechanical property limits or

mechanical property testing is required.

-H311 Applies to products which are strain-hardened less than

the amount required for a controlled H31 temper.
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The following three-digit -H temper designations have been
assigned for

Patterned or Embossed
Sheet Fabricated From

p=

-H114 -0 temper
-11134, -H234, -H334 -H12, -H22, -1132 temper, respectively
-H1I54, -11254, -H254 -H14, -H24, -H34 temper, respectively
-H174, -H274, -H374 -H16, -H26, -H36 temper, respectively
-H194, -H294, -H1394 --118, -128, -H38 temper, respectively
-H195, -H395 -H19, -H39 temper, respectively

-W Solution Heat-Treated: An unstable temper applicable only
to alloys which spontaneously age at room temperature after
solution heat-treatment. This designation is specific only
when the period of natural aging -is indicated: for example,
-WI/2 hour.

-T Thermally Treated to Produce Stable Tempers Other Than -F,
-0, or -H: Applies to products which are thermally treated, .Y
with or without supplementary strain-hardening to produce
stable tempers.

The -T is always followed by one or more digits. Numerals

2 throungeh 10 have been assigned to indicate specific se-
quences of basic treatments, as follows:

-T2 Annealed (cast products only): Designates a type of
annealing treatment used to improve ductility and
increase dimensional stability of castings.

-T3 Solution heat-treated ard then cold worked: Applies
to products which are cold worked to improve strength,
or in which the effect of cold work in flattening
or straightening is recognized in applicable speci- t-

fications.

-T4 Solution heat-treated and naturally aged to a sub-
stantially stable condition: Applies to products
which are not cold worked after solution heat-treat-
ment, but in which the e.tfect of cold work in flat-
tening or straightening may be recognized in appli-
cable specifications.

0r '
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* -T5 Artificially aged only: Applies to products which
.ar• artificially aged after an elevated-temperature
rapid-cool fabrication process, such as casting or
extrusion, to iratLove mechanical properties and/or
dimensional stability.

-T6 Solution heat.treated and then artificially aged:
Applies to prodicts which are not cold worked after

solution heat treatment, but in which the cffect
of cold work in I'lattening or straightening may be

recognized in ap-Dlicable specifications.

-T7 Solution heat-Ereated and then stabilized: Applies
to products whIch are stabilized to carry them be-
yond the point of maximum hardness, providing con-
trol of growth and/or residual. stress.

-T8 Solution heat-.treated, cold worked, and then arti-
ficially aged: Applies to products which are cold

-A. worked to iiuprcve strength, or in which the effect

of cold work in flattening or straightening is
recognized in applicable specifications.

-T9 Solutior. hclit-treated, artificially aged, and then
cold worked: Applies to products which are cold

worked to ,_mprove strength.

-TI0 Artificially aged and then cold worked: Applies
to products which are artificially aged after an
elevated-temperature rapid-cool fabrication process,
such as casting or extrusion, and then cold worked
to improve strength.

A period of natural aging at room temperature may occur between
or after the operations listed for tempers -T3 through -T10. Con-
trol of this period is exercised Tahern If 1 met11qI I 1irlv im-

portant.

Additional digits may be added to designations -T2 through
-TI0 to indicate a variation in treatment which significantly
alters the characteristics of the product. These may be arbitrar-
ily assigned and registered with The Aluminum Association for an

alloy and product to indicate a specific treatment or specific me-

chanical property limits,
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The following additional digits have been assigned for wrought
products in all alloys:

-TX5l Stress-celieved by stretching: Applies to products
which are stress-relieved by stretching the follow-
ing amounts after solution heat-treatment;

Plate 1 1/2 to 3% permanent set

Rod, Bar and Shapes 1 to 37 permanent set

Applies directly to plate and rolled or cold-
finished rod and bar. These products receive no
further straightening after stretching.

Applies to extruded rod, bar and shapes when desig-
nated as follows:

-TX510 Applies to extruded rod, bar and shapes
which receive no further straightening
after stretching.

-TX511 Applies to extruded rod, bar and shapes

which receive minor straightening after
stretching to comply with staudard toler-
ance•s.

-TX52 Stress-relieved by compredsing: Applies to prod-
ucts which are stress-relieved by compressing after

solution heat-treatment.

-TX53 Stress-reli.eved byv thermal treatment

The following two-digit -T temper designatiuns have been as-
signed for wrought products in all alloys:

-T42 Applies to products solution heat-treated by the user Q-- 2
which attain mechanical properties different from those
of the -T4 temper.*

-T62 Applies to products solution heat-treated and artifi-
cially aged by the user which attain mechanical prop-
erties different from those of the -T6 temper.*

*Exceptions not conforming to these definitions are 4032-T62,

6101-162, 6061-T62, 6062-T62, 6063-T42 and 6463-T42.
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The stainless steels can be categorized into one of tour
gene.al classifications, as shown in the following tabulation.

Major Alloy Hardenable by
Group Content Heat Treatment - Method Structure Example

I Chromium Yes Quench an2 Martensitic 410
Temper

2 Chromium No FerriLic 430

3 Chromium-nickel No Austenitic 304

4 Chromium-nickel Yes Precipitation Austenitic A-280
Hardening Semi-austenitic 17- 7PI1

Martensitic 1 7-4PI1

Steels in the first group contain chromium and carbon in such
proportions that hardening will occur due to thermal transforma-
tion. These steels are hardened by the normal practices used to
treat alloy steels. Chromium content for these steels usually is

in the range 11.5 to 18.0 percent; carbon is usually between 0.10
and 1.20 percent. These alloys are subject to the ductile-to-
brittle transition behavior common to body-centered cubic metals,
annd therefore, arc not satisfactory for cryogenic service.

The second group of steels is characterized by a ratio of chro-
mium/carbon so that transformation effects are reduced. Therefore,
these steels cannot be hardened by thermal treatment. Cold work-

ing may be used to achieve strengthening. The ferritic structure
(body-centered cubic) is also subject to transition behavior at

low temperatures, and as a result, these steels are also unsuitable
for low temperature service.

Stainless steels of the third group are characterized by suf-

ficient alloy content to stabilize the austenite (f.ce-cenrered

cubic) phase, They cannot be hardened by heat treatment. How-"
ever, cold working can be used to obtain strengthening. The re-
sponse to such working varies with each type; however, in general,
response decreases with increasing alloy content. Standard tem-
pers have been established for cold rolled stainless steel. The

minimum mechanical property requirements for these tempers are

given below in the following tabulation.
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Tensile Strength Yield Strength ss

3 Elongation Hardne3
"Temper 103 psi 0.2% Offset 10 psi (% in 2 in.) (Rc)

1/4 Hard 125 75 25 25

1/2 Hard 150 110 15 or 18 32

3/4 Hard 175 135 10 or 12 37

Full Hard 185 140 8 or 9 41

Extra Full Hard 200 .... 45

The 301 and 304L have sufficiently low alloy and/or carbon
content so that they work harden rapidly. This is partially a
result of transformation in tle9se metastable compositions to tile
body.-centered phase. This becomes a particular problem at cryo-
genic temperatures, where heavy cold working causes a large amount
of transformation to occur upon cooling. However, by selection ol
"higher alloy grades or the metastable grades with smaller amounts
of cold work, the problem can be avoided. The toughness of aus-
tenitic stainless steels is extremely high. These steels together
with the aluminum alloys have been the principal structural ma-
terials for cryogenic service.

The precipitation hardening stainless steels were developed
to meet the requirements of fabricability and higher strength
dictated by our defense program. The austeniLtic grade (i.e., A-286)
contains sufficient alloy content to remain austenitic on cooling
to room temperature. Moderate supersaturation of the austenite
occurs during cooling as a result of a reduction in solubility of
certain solute elements with decreasing termperature, Precipitaticn
can be achieved at about 13000 F to develop matrix strengthening.
Semi-austenitic alloys (17-7PH, AM-350) remain austenitic after

* .- cooling from the annealing temperature (,, 1950*F). Subsequent
*- " heating at intermediate temperatures depletes the austenite of

carbon and chromium sufficiently to permit martensite to form on
cýoling or cold rolling. The transformation product is then aged
to develop full strength properties. Martensitic precipitation
hardenable stainless steels transform from austenite to martensite
on cooling to room temperature. The transformed product is only
partially hardened. Aging at temperatures in the vicinity of
9000 F causes second phase precipitation and further strengthening.
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"Titaniium and its alloys fall into three general types:

1) Alpha;

2) Alpha bet, a a;

3) Beta.

Commercially pure titanium, and alloys such as Ti-5l-2.5Sn
or Ti-8AI-lMo-lV are in the alpha category. They are categorized
by a hexagonal close-packed lattice structure. Alpha alloys ex-
hibit generally good low temperature ductility for hexagonal close-
packed metals. An outstanding material for service down to -423°
is Ti-5A1-2.5Sn prepared with low-oxygen content (ELI grade; ex-
tra low interstitial). Commercial-purity grades containing high
oxygen contents and high aluminum alloys, such as Ti-AIl-IMo-LV
and Ti-8AI-2Cb-lTa, generally show a loss of toughness at very
low temperatures. Alpha alloys cannot be strengthened by heat

. ,treatment and are generally utilized in the annealed condition.

Alpha-beta a]loys contain a mixture of the hexagonal alpha
phase and the body-centered cubic beta phase. These alloys show
considerable variation in cryogenic properties as a result of com-
position. An alloy containing a high percentage of beta (-50 per-
cent), such as Ti-3Mn, is extremely brittle at -4 2 3 rF. Allox'
lean in beta content, such as Ti-6AI-4V, exhibit rather satisfac-
tory low temperature properties. Lean beta alloys are amenable
to heat treatment. However, for cryogenic service, some loss of
toughness naturally results from strengthening by thermal treat-
ing.

beta alloys are single phased and crystallize in the body-
centered cubic lattice. The only cmmercial beta alloy is the
Ti-13V-llCr-3A1. This alloy, because of its crystal structure
and resulting ductile-brittle transition behavior is unsatisfac-

LU~LVL LUW LVIUjýeatt sevice."..:r."tory fo v.w-- aL: l tuxv ser.vie

The prosence of the interstitial elements (carbon, oxygen,,
nitrogen, and hydrogen) strengthen titanium alloys at room tem-,
perature without serious impairment of ductility and toughness.
However, at cryogenic temperatures the interstitials can be very
detrimental to mechanical properties. Although nitrogen appears
to be the most deliterous interstitial element, it is generally
present in sufficiently small amnounts so that it is not trouble-
some. However, oxygen, which is somewhat less potent as a strength-
ener than nitrogen, appears in sufficiently large amounts to be
a problem.
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For cryogenic applications, the two lmost. promising candidatecs, ,
Ti-5A1-2.5Sn and Ti-6i -4V, have been made available with con-
trolled oxygen content and identified as extra-l,)w interstitial
grade. The maximum permissible oxygen content for the Ti-SAI--
2,53n alloy is 0.12 weight percent whereas the Ti-GAI-4V compo-
sition specifies a maximum of 0.13 weight perccnt.

The presence of iron, a beta stabilizing elcincnt, has been
shown to tesult if a losp of toughness at cryogenic temperatures.
As a result. fur the T&~5A.-2.5Sn ELI composition, the additional
limitation of iron to a maximum of 0.25 weight percent has been
imposed.
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SOURCES OF CRYOGENIC MATERIALS PROPERTY DATA
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"This Handbook covers many of the metallic and non-metallic
materials that are being considered for use in cryogenic service.
The Handbook emphasizes the mechanical properties, but also in-
cludes some physical properties of these materials in the range
from .-459 0 F to room temperature. Recognizing that it is imprac-
tical, if not impossible, to include all pertinent data in one
document, this subsection identifies alternative sources for
cryogenic data. These include both reference docaments and data
centers. All of the data centers cited are either government op-
erations or wholely or partially funded by the federal government.
Seven such selected sources are briefly described in this sub-
section.
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CRYOGENIC DATA CENTER

National Bureau of Standards,
Institute for Materials Research

Boulder, Colorado. 80302

1. Data Compilation Activities

The Cryogenic Data Compilation Unit is engaged in the criti-

cal evaluation and compilation of data on the properties (thermo-
dynamic, transport, and other thermophysical properties) for the
principal fluids (and common mixtures of these fluids) used at
low temperatures, namely:

Helium Nitrogen Carbon Monoxide Methane
Hydrogen Oxygen Fluorine Xenon L
Neon Air Argon Krypton

The scope of the compilation program also includes the proper-
ties of metallic elements, selected alloys, and element dielectrics

as follows: r.

Electrical Resistivity Thermal Conductivity Specific Heat

Dielectric Constant Thermal Expansion Enthalpy

Ultimately it is expected that data will be compiled for the
mechanical properties of structural materials; however, it may be
some time yet before tasks are started.

The theinodynamic properties of fluids being pursued are:

Pressure-Volume-Temperature
Vapor Pressure, Latent Heat, Saturation Densities sQ
Isothermal Compressibility, Volume Expansivity

Entropy, Enthalpy, Internal Energy
Specific Heats (Cp, Cv, Csat) W-

Velocity of Sound

The transport properties of fluids included in the program are:

Thermal Conductivity Prandt! Number Thermal Diffusion
Viscosity Diffusion Coefficients Coefficients

520
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Other thermopLysical properties include:

Dielectric Constant Electrical Resistivity Magnetic Properties
Refractive Index Surface Tension Optical Properties

Dielectric Breakdown

The literature is monitored on a continuing basis for all pha-
ses of the above program. As specific tasks are undertaken, com-
prehensive bibliographies are prepared and sometimes published.
Task notebooks are made for preliminary selection of data and,
where feasible, preliminary data sheets are issued. Critical
evaluation is done by the senior staff consisting of two physi-
cists, one engineer (thermodynamic), chemist, and physical chem-
ist. The staff collaborates with theoretical groups within NBS
and with consultants for better development of the theory where
pertinent. Tha Data Compilation Unit operates as patt of the
National Standard Reference Data Program. The work is currently
sponsored by the National Aeronautics and Space Administration.

2. Documentation Activities

Literature Searching - An awareness of publications and re-
ports of cryogenic interest is maintained by the regular review
of nearly two hundred periodicals cover to cover, by a weekly
review of the `Current Contentc" sevice, by eviewL11 JUIte I-

abstract journals, and by noting references in cryogenic docu-
ments. Some 150 to 200 items are noted weekly.

Literature Procurement - Published literature is obtained from
local, national, and foreign libraries. Report literature is pro-
curred mostly from the large national centers (NASA, DDC, and the
Clearinghouse). Many new reports are obtained directly from the
corporate source as a part of the Data Center's program of infor-
nmation exchange.

Cata_1ofing_ Codin_ . and Machine Processina - In addition to
standard library cataloging of pertinent literature selected for
the system, it is coded into nine main subject categories such as
properties of solids and fluids, cryogenic processes and equip-
ment, instrumentation aid laboratory apparatus, cryogenic tech-
niques, etc. Further characteristic coding is then assigned as
to the type of document, temperature range, and type and range
of the data, etc. This is followed by comprehensive subject cod-
ing based on the Data Center's thesaurus or dictionary of terms.
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Bibliographic Storage and Retrieval - All cataloging and cod-
ing is converted to machine readable form for automated processing
on the Boulder Laboratories' Control Data Corporation 3600 compu-
ter. The principal programs used are for searching, dictionary
term identification, and for catalog tape output. Smaller pro-
grams are also in use for additional itndexing, tape updating, cor-
rections, etc. Custom bibliographies are prepared for specific
subjects or for broad subject areas. Indexing follows from the
nature of search queries and can be quite detailed. An average
of two major searches are made each week plus a number of small

ones for answers to single questions.

Distribution of Literature and Data - Announcements and ab-
stract cards of new literature evolving from the Cryogenic Labo-
ratory's Research Program are sent to more than 4000 persons and
institutions periodically. Nearly 500 separate items of litera-
ture are now available. Fifteen to twenty thousand documents are
distributed each year in response to some 2000 orders. This dis-

tribution is now handled by the Clearinghouse for Federal Scien-
tific and Technical Information (CFSTI), Springfield, Virginia.
22151.

3. Cryogenic Data Center Services

Literature Searches - Nearly 50,000 accessions ot cryogenic

literature have been entered into the Data Center's system. Ap-
proximately 25,000 of these on properties of materials (for both
fluids and solids) have been processed for machine searching.

Detailed and/or extensive bibliographies can be prepared with
computer facilities. Likewise, some 3000 patents, 4000 articles
on processes and equipment, and 1000 articles on instrumentation
have now been processed for machine retrieval. The cost of cus-
tom searches is based on a rate of $12* per minute of computer
time plus 15€* per reference for listing and indexing. Simple
searches can be made for as little as $25 to $30.* More extensive

searches are pronpor•ionately higher. The feas ibiity arid ... i "
mated cost of a search can be obtained from Mr. Neil A. Olien,
Project Leader for the Documentation Group. His telephone num-
ber is 447-1000, Ext. 3834, Area Code 303.

Current Awareness Service - Weekly lists of new literature of
cryogenic interest are prepared and distributed to subseribers.

The subscription price is $l0* per year ($15* for foreign air mail
delivery), for 52 issues. A subscription may be obtained by order-
ing from thi: Cryogenic Data Center, National Bureau of Standards,
Bouilder, Colorado 80302.

*The prices listed were in effect on the date of the issue

of Supplement 4 of this Handbook (8-68) but are subject to change.
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Superconducting Devices - In cooperation with staff of the
"- Stanford Research InstitdLe and the Office of Naval Research, thle

Cryogenic Data Center compiles a quarterly bibliography of refer-
ences of superconducting d,_viccs and theory and experiment related
to devices. Subscriptions are $15* per annum for four is.sues. The
single issue price is $5.* Subscriptions may be ordered as for the
Current Awareness Service.

Preliminary Data and Advice - This service on the thermodynamic
and transport properties of cryogenic fluids a d selected solids
can be obtained from Mr. Hans Roder, Project Leader for the Data
Compilation Group. His telephone number is 447-1000, Ext. 3528,
Area Code 303.

Announcements of Cryogenic Laboratory Publications and Reports
These items are available to anyone wishing to be placed on the
mailing list by writing Attn: Mrs. Jo R. Mendenhall, Cryogenic
Data Center, National Bureau of Standards, Boulder, Colorado 80302,
Distribution of this literature is being handled by the government
Clearinghouse for Federal Scientific and Technical Information,
Springfield, Virginia 22151. Ordering information is included
with the announcements.

*The Drices listed were in effect on the date of issue of
Supplement 4 of this Handbook (8-6b) but are subject to change.
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DEFENSE METALS INFORMATION CENTER

Battelle Memorial Institute
505 King Avenue

Columbus, Ohio 43201

DMIC is an information analysis center sponsored by the Depart-

ment of Defense and operated under an Air Force contract. Its pur-
pose is to collect, analyze, interpret, and disseminate technical
information and data about special metals important to the defense
system.

DMIC arid its predecessor, the Titanium Metallurgical Laboratory

have operated at Battelle Memorial Institute, Columbus Laboratories,
since 1955. Its current scope includes: aluminum, titauium, mag-
nesium, beryllium, refractory metals, high-strength steels (includ-

ing stainless and maraging steels), and superalloys.

Regular publications of DMIC include formal reports, technical 1' -

memoranda, technical notes, reviews of recent developments, and
data sheets. DMIC also responds to technical inquiries, which are
handled by members of the Battelle staff of professional scientists
and engineers, as needed. A quick-response storage-and-retrieval
system supplies the user (Battelle/DMIC staff member or qualified
visitor) xwith the latest information and data in a form most suit-
able to his needs.

DMIC services are availabl without charge to U. S. Government
Agencies, their contractors, subcontractors, suppliers, and others
in a position to assist the defense effort.

Addresses:

Defense Metals Information Center
Battelle Memorial Institute
505 King Avenue
Columbus, Ohio 43201

Director, R. J. Runck
(614) 299-3151

Defense Metals information Center
Battelle Memorial Institute

925 Harbor Plaza
Long Beach, California 90802

E. W. Cawthorne, West Coast Representative
(213) 436-1241
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MECHIANICAL PROPERTIES DATA CENTER

Traverse City, Michigan 49684

The Mechanical Properties Data Center (MPDC) has been an oper-

ating Air Force Materials Information Center for eight years, and

is also an officially designated DOD Information Analysis Center.

MFDC's purpose is acquisition, evaluation, organization, and dis-

semination of mechanical properties data of structural materials.

Major emphasis is on metal alloys.

MPDC's data collection includes published and unpublished re-

ports from the U. S. Department of Defense, NASA, industry, re-

search centers, and uliversities. Data, related variables, and

supporting information are extracted from incoming reports by the

Center's technical staff and stored, first in punched cards, then

in magnetic tape. Each month between 8,000 and 10,000 test records

are added to data in the system, which now represents well over

4,000 specific alloys, and about three quarters of a million indi-

vidual mechanical properties tests.

MPDC's services are available to government agencies, the en-

tire aerospace community, and industry. Data provided by the

Center are used for engineering, design, quality control, analyt-

ical programs, and in other areas where comprehcinsive detailed

data displays are required.

One of the primary tunctions of MPDC's system is to make de-

tailed data available as needed for specific applications. To

accomplish this efficiently, users requesting data are provided

with graphic or tabular displays that meet their individual re-

quirements as nearly as possible. In addition to test results

for each specimen, the displays include all pertinent variables

and supporting bibliographic information. Because of the amount

"•-• .of data stored in the system, users are urged to state their re-

quirements as exactly as possible. This helps avoid both unnec-

essary expense and displays, including unwanted data.

In 1966, because of increasing search volume, it became nec-

essary to charge all users, except government agencies. The Air

Force supports the entire cost of data input, and system mainte-

nance and expansion. Data Center fees, with the user in mind are

kept as low as possible, and are only intended to defray a portion
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of actual search costs. MPDC's fee for a search cannot exceed

a maximum of $75.00* no matter how large the data display, and

the average search costs the user less than $50.00.* The basic
search and retrieval charge is $25.00.* In addition, graphic and
tabular displays resulting from a data file search are billed at
the rate of $0.25* per test specimen, with a maximum total price
per search of $75.00.*

A search is normally defined as the data and information
available on each alloy/test type combination specified in an
inquiry. For example, a request for information on the effect
of elevated temperature on the tensile properties (ultimate,
yield, elongation, modulus, Poisson's ratio, etc) of INCO 901,
and Udimet 200, would be processed and billed as two searches.
Tensile and creep properties of the two alloys would produce
four searches. Searches always include complete bibliographic
information.

Organizations originating published or unpublished mechani-
cal properties test data for any purpose, are asked to seriously
consider including the data in MPDC's files. The Data Center
honors any proprietary distribution limitations imposed by data
sources. Searches always include complete bibliographic infor-
mation, thus providing sources of data with credit.

CLe�t bpecialized services, incltiding consultation and data
analyses for specific applications, can be provided by IPDC.
Contact I4PDC by mail, phone or TWX, if you have questions about
the Center's services,

.!I .

*The prices listed were in effect on the date of issue of

Supplement 4 to this Handbook (8-68) but are subject to change.
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THERMOPHYSICAL PROPERTIES RESEARCH CENTER
Purdue University Research Park

2595 Yeager Road
West Lafayette, Indiana 47906

1. Areas of Interest

The areas of interest are thermophysical properties of matter,
including the following properties: thermal conductivity, accom-
modation coefficient, thermal contact resistance, thermal diffu-
sivity, specific heat, viscosity, emissivity, reflectivity, ab-
sorptivity, tracLsmissivity, solar radiation coefficient, Prandtl
Number, diffusion coefficient, thermal linear expansion coeffi-
cient, thermal volumetric expansion, coefficient, and surface
tension. 1hermophysical properties are keyed to all matter;
representative groupings are: slags, scales, ceramics, oxides,
glasses, mixtures, solutions, metals, nonmetals, minerals, com-
pounds, coatings cermets, pharmaceuticals, cosmetics, toiletries,
"petroleum products, animal and vegetable substances, fabrics,
yarns, rubbers, plastics, resins, polymers, paper and wood prod-
ucts, and building materials.

2. Holdings

The Center has 45,000 unclassified technical papers, of which
more than 80 percent are on microfiche, with an annual accession
rate of about 8,000.

3. Publications

Thermophysical Properties Research Literature Retrieval Guide
(three-book set providing 33,700 references keyed to properties
for 45,000 different materials); Thermophysical Properties of
High Temperature Solid Materials 16-volume (9 books) reference
work with 8,500 pagesl; TPRC Series on Thermophvsical Properties
of Matter, 13 volumes (First 7 volumes in press); Masters Theses
in the Pure and Applied Sciences (annual).

4. Information Services

The Center answers inquiries, makes referrals, provides ref-
erence services, makes literature searches through computer-
assisted retrieval system, reproduces research documents on mi-
crofiche, and provides consulting and advisory services to Govern-
menr agencies and industry. Except for special arrangements witn
selected agencies, nominal fees are requested for services ren-

dered.
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The Center has a modern, well-equipped laboratory for varied
research programs; equipment to provide accurate temperature meas-
urements, calorimetry, and radiometry; an instrument machine shop,
data reduction plotter, and the use of Purdue University Computer
Center facilities (IBM 7094 and CDC 6500).

For details on services and publications, write or call

Mr. Wade H. Shafer
Thermophysical Properties Research Center
Purdue University
2595 Yeager Road
West Lafayette, Indiana 47906

(317) 743-3827

528

• PL



A COMPENDIUM OF THE PROPERTIES OF
MATERIALS AT LOW TEMPERATURES

WADD TR-60-56, Parts I, II, and III,
October 1960

The compendium is a three-part publication prepared by the
National Bureau of Standards, Cryogenic Engineering Laboratory
under Air Force sponsorship. Although somewhat dated, these
documents contain much valuable information and because of wide
distribution are available in many libraries.

Part I covers the following properties and fluids:

Fluid Property

Helium Density

Hydrogen Expansivity
Neon Thermal conductivity
"Nitrogen Specific heat and enthalpy
Oxygen Transition heat
Air Phase equilibria
Carbon Monoxide Dilectric constant

Fluorine Absorption
Argon Surface tension
Methane Viscosity

Part II deals with solid materials, grouped according to the
following categories and properties:

Category Property

Pure metals Thermal expansion
Nonferrous Thermal conductivity
Ferrous alloys Specific heat and enthalphy

"-" -'Inorganic Compounds
Organic Compounds

Part III is a cross indexed bibliography of pertinent refer-
ences.
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LOW TEMPERATURE MECHANICAL PROPERTIES
OF COPPER AND SELECTED COPPER ALLOYS -

NATIONAL BUREAU OF STANDARDS MONOGRAPH 101 -

A Compilation from the Literature

This extremely complete reference was prepared by the Insti-
tute for Materials Research, National Bureau of Standards, Boulder,
Colorado, under the sponsorship of the International Copper Re-
search Association and the Copper Development Association. It
was issued in December 1967. The materials covered in NBS Mono-
graph 101 include: pure copper; some of the copper-zinc, copper-
nickel, and copper-aluminum solid solution alloys; and some of
the copper-silicon, aluminum btonze, and copper-zirconium age-
hardening alloys.

The compilation is divided into four sections. Section I is
intended for quick reference for those who are interested in ao- -. .-.

erage values. Section II includes data from most of the investi- 2,
gators wno have published results on the mechanical properties of
copper and its alloys. Section III consists of tables classifying
the investigations that were not included in Section II. These
usually involve studies in which data were obtained at only one
temperature. Section IV is a listing in alphabetical order, of
all the references used.

Copies of NBS Monograph 101 may be obtained from the Superin-
tendent of Documents, U. S. Government Printing Office, Washington,
D. C. 20402. The Price is $2.75.
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"AEROSPACE STRUCTURAL METALS HANDBOOK

This handbook was first titled the "Air Weapons Materials
Application Handbook, Metals and Alloys." The first edition was
prepared by the Syracuse University Research Institute, Syracuse,
Now York, and was completed in December 1959. It contained infor-
mation on 93 metals and alloys. Information on 39 additional met-
als and alloys was added in Supplement I to the first edition, com-
pleted in August 1962.

The present version of the handbook, titled the "Aerospace
Structural Metals Handbook," was completed in March 1963. Revi-
sion supplements to the "Aerospace Structural Metals Handbook"
were issued in 1964, 1965, 1966, and 1967. In its present form
the handbook consists of three volumes:

"Volume I - Ferrous Alloys;

Volumt. II - Non-Ferrous, Light Metal Alloys;

Volume III - Non-Ferrous, Heat Resistant Alloys.

The Syracuse University Research Institute was responsibl for
tiic iiandhuok until the fourth supplement was issued in 196?. Re-
sponsibility was then transferred to the Mechanical Properties Data
Center.

An important part of MPDC's role in making materials informa-
tion available is the preparation of new chapters and revisions
for the handbook. Both new chapters, and revisions incorporating
important additional current information, are prepared on a con-
tinuing basis by t:he Data Center's technical staff. The handbook,
and its' supplements presently cover 178 alloys, providing typical
data and information on each alloy, rather than minimum design
values, Handbook alloy -hn-ners include:

'- General description of the metal;

Specifications and composition,

He.at treatment and hardness;

Available forms and conditions;

Melting and casting practices;

Physical and chemical properties;
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Mechanical properties at room and elevated temperatures,
such as tensile strength, fatigue, creep, and impact prop-
ties;

Fabrication detail on items such as formability, machina-
bility, weldability, and heat treatment.

An arrangement has been made with Materials Engineering, for
distribution of individual or multiple copies of new handbook

chapters.

Alloys covered by new or revised handbook chapters are care-
fully selected from a large list of candidate alloys. New chapter
coverage includes several steels, titanium, nickel-base, aluminum,

magnesium, and cobalt-base alloys. Packages including completed
and in-process chapters may be purchased at a special subscription
rate, and will be forwarded as finished.

Thterested individuals should address requests for details to: \.-. ,

Reader Service Department

Materials Engineering
430 Park Avenue

New York, New York 10022
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This section on testing methods has been included in the
Cryogenic Materials Data Handbook to provide a general purpose
reference for those working in the field of cryogenic testing.
Typical examples of equipment and techniques used by variouo re-
searchers are described. No attempt is made to present a comn-
plete description of each technique or to mention all those an-
gaged in cryogenic testing and research.

In many cases, we have described the techniques used by the
labocatories that provided data for handbook insert graphs.

L
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I. TENSION TESTING

Tension tests can supply more useful information on the me-
chaiical behavior of materials than any other single test. In-
formation on elasticity, flow, fracture, and ductility properties
can be obtained with a single specimen. At cryogenic temperatures,
an important additional property -- toughness -- can be assessed
by tensile loading. Toughness is conmonly determined by notched
tension testing.

Cryogenic testing techniques are much the same as those used
at ambient or elevated temperatures. The obvious difference is
in the environmental apparatus used to achieve desired tempera-
tures. Although some cryostats incorporate vapor cooling, most
equipment uses constant-temperature liquid baths.

During some initial investigations to obtain needed data, some - -

investigators used rather simple cryostats and equipment. Gen-
erally, more sophisticated designs have since emerged.

An example of a simple cryostat is the double-walled, stain-
less steel, foam-insulated cryostat used by the NASA-Lewis Re-
SeachU CeLLt• for early liquid-hydrogen testing (Fig. 1) (37).
A simple vacuum-insulated cryostat has been used by Pratt &
Whitney (81). In this unit, a stressing cylinder eliminates the
need for the lower specimen grip to extend through the cryostat.
A commercial stainless steel dewar is placed over the stressing
cyiinder and attached to the machine crosshead (Fig. 2). The
shortcomings of the two cryostats just mentioned, however, are
their poor thermal performance and excessive hydrogen consumption.

Testing cryostats using both a vacuum jacket and liquid-
nitrogen jacket are described by Battelle (13, 50) and General Dy- .

namics/Astronaurics (GD/A) (150). The Battelle unit, iliusLLated
in Fig. 3, is a triple-wall stainless steel construction. The
inner chamber containing the liquid hydrogen is concentrically
insulated by a vacuum space, a liquid-nitrogen bath, and a felt
sheetr. The lower grip is designed to seal-through the chambers,
using Teflon O-ring compression seals.

Ile GD/A cryostat is similarly constructed. An immersion-
type heater is used to vaporize the liquid hydrogen when the
tension test is completed. Hydrogen consumption is reported to
be about 12 liters per test (Fig. 4).
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Cryostats ;using static vacuum jackets are typified by a de-
sign of McClintock and Warren (151) and the units used by Martin-
Denver dnd Aeiojet-General Corporation (AGC). Designed to give
excellent thermal performance, McClintock's cryostat is a small
unit constructed from a commercial stainless steel dewar. The
major modification to the dewar is the incorporation of a tension
linkage through the vacuum space at the bottom of the cryostat.

A stainless steel bellows and universal joint are welded to the
bottom of the inner can, permitting specimen contraction and
alignment. Below the universal joint, a stack of 0.0005-in.-
thick washers is used to transmit load from the lower grip to
the specimen. A stud connected to the universal joint supports
the stack from below, and a retaining well attached to the lower
stem restrains the top of the stack. Therefore, the stack is
compressed as tension is applied to a specimen within the cryo-
stat. The increased heat path caused by the numerous contact
surfaces substantially reduces the heat conduction from the stem
through the vacuum jacket. Liquid consumption of this cryostat,
after precooling with liquid nitrogen, is about 2.5 liters of

• "hydrogen (Fig. 5).

The cryostats used by Martin-Denver and AGC were designed to
accomodate Keys' multiple linkage system (152). To accept the
large linkage, the loading axis of the cryostat is eccentric. A
bellaws located near the bottom of the outer chamber self-aliens

the cryostat during loading. Stacked compression washers are
used to reduce thermal transfer through the bottom grip. Figure
6 shows this cryostat, which is designed for both tension and
compression loads.

A recently designed tensile cryostat for use to -452'F with
minimum cryogenic liquid consumption is reported by Reed (153).
Unmodified commercial dewars are used. Since the dewars are not
iequired to support a load, silvered glass dewars may be used
when very low heat input is desired, such as when testing at

5V -452 0 F. The load is transmitted to the test machine crosshead
through a cylinder and cup (Fig. 7). The upper specimen grip
attaches directly to the load cell. Two dewars are used for low-
temperature testing. The outer liquid-nitrogen shield is filled
only for testing to -452°F and for long tests at -423 0 F. The
inner dewar is placed inside the larger containor and held by
styrofoam spacers. This cryostat design has been used by Rice
et al. (122) at -452 0 F in testing aluminum alloys and by Narmco
(114) down to -423 0 F in testing of glass reinforced plastics.
By using loading cages, Narmco has used this cryostat for com-
pression and flexure testing.
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A unique cryostat has been used by Rocketdyne (3) to evaluate °-K
nonmetallic materials. This unit (Fig. 8) is designed for ten- "

sile and compressive loading. The test dewar is mechanically
clamped to a tensile, compressive, or flexural base plate. The
dewar is a single vacuum-jacketed flanged stainless steel unit
containing the upper tension rod and an exhaust vent. Fill and
purge lines are attached through the base plate. A rubber-asbes-
tos gasket ij used as a cold seal to join the dewar to the base.

Several laboratories have used vapor cryostats for mechanical
property testing. The principal advantage of this technique is
that variable temperature control is possible as compared to the
few temperatures that can be obtained using constant temperature
liquid baths. Variable temperature control permits the investi-
gator to study materials behavior at specific temperatures of
interest. As a result, certain phenomena, such as strength peaks,
transition behavior, etc, can be more thoroughly researched. In
some cases, laboratories not prepared to handle liquid hydrogen g
safely have used vapors from liquid helium to produce the tempera-
ture (-423°F) of liquid hydrogen.

At Westinghouse Research Laboratories two vapor systems were
described to cover the temperature range 70 0 F to -452oF (Fig. 9).
One system (154) used liquid helium as a refrigerant to obtain
Lemperatures in che range -452tF to -32 0 rF. A schematic diagram
of the control system and cryostat is shown in Fig. 9. A second
system (154) used liquid nitrogen to provide temperature control
in the range -320'F to 70 0 F. Lucas and Cataldo (155) of NASA
have described a similar liquid nitrogen vapor cryostat.

The variety of tensile specimen designs approximately equals
the number of researchers performing cryogenic testing. Different
cryostat designs, for example, lead to the variation in the grip
section of test specimens. General attempts have been made,
however, to approach appropriate standards for the test gage
section of these specimens,

Most sheet specimens have been pin-loaded with a large-diameter 1
pin. As a result of minute misalignments during loading, most
thin-gage materials tciid to fail through the pin hole. Doublers
welded to each surface of the grip eliminate this problem by in-
creasing the bearing width. Figures 10 and 11 present some
typical sheet specimen designs used throughout the industry.

k.
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The most significant variation in test gage design has been
for notched specimens. With the exception of those who use the

NASA-recommended sharp-notch design (and are successful in machin-
ing this notch), almost every design is unique. To further com-
plicate data reporting, different methods for calculating the

stress concentration factor are advocated. General Dynamics/

Astronautics has recently begun to report Kt values calculated

with Peterson's and Neuber's techniques, as well as the Kt values

calculated as (a/r) . General Dynamics/Astronautics' Kt values

for their specimen configuration using these three methods are as

follows: (1) Kt[(a/r)½= 6.3; (2) Kt [Peterson]= 7.2; and (3)

K [Neuber] = 7.5.
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II. IMPACT TESTING

Impact testing down to -320 0 F has been routinely accomplished
by many laboratories. The typical procedure has been the trans-
fer of a specimen, with tongs, from a liquid bath to the test

machine anvil, where it is quickly tested.

Because of the very low thermal capacity (Cp) of metals at

cryogenic temperatures, virtually no surface condensation of
gases, convective heat transfer, or conductive heat transfer,
can be permitted without a rapid increase in specimen tempera-

ture. Testing with liquid hydrogen exposed to air is both
thermally inefficient and potentially dangerous. However, early
evaluations of materials at -423°F were performed at Ohio State
University (30, 32) and Battelle (Ref 13), using direct transfer
of specimens in air from an open-mouth dewar. The specimens were
lifted by threads (Fig. 12) and were paper-wrapped to retain some
liquid hydrogen around the specimen surface to delay temperature
rise, No attempts were made to determine temperature rise before
impact.

A concept of the National Bureau of Standards (Cryogenic
Engineering Laboratories) presents a more sophisticated approach
to impact testing at or below -4237, A cryostat is used to cool
impact bars in a tight-fitting chamber. A push-rod inserted in
one end of the chamber feeds specimens dropped from a supply
magazine directly onto the anvil of the test machine. However,
condensation in the chamber and the subsequent temperature rise
from heat of vaporization and fusion of atmospheric gas might
be a potential problem for this apparatus.

A relatively complicated machine for impact testing has been
described by DeSisto of Watertown Arsenal (61). The test appara-
tus consists of an evacuated enclosure that houses a complete
Chnv lmnncr mnrhine stora drum, cold box, cool'

-LL5 VL LI.bLiLr

and automatic cycling device.

"- -Paper Tab

Strin 8  Fig. 12 Schematic Diagram of Paper Boat

Transfer Method (Ohio Stat,
University)

Paper Boat
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- ." Figure 13 shows a diagram of the feed system for this machino.
The storage drum accommodates 100 impact bars. With specimens
in the cold box, a total of 105 specimens can be stored. Since
convection and radiation cooling cannot be used, conduction cool-
ing is required. The cooling mechanism uses jaws loaded at 50
lb to ensure intimate contact for conduction between the specimens
and the cooling surfaces. The refrigerant, liquid helium, is
metered to achieve continuous temperature control down to -445 0 F.
Depression of a starter buttonl will start the automatic test cy-
cling mechanism when specimens are cooled. Advantages of this sys-
tem are temperature control versatility, freedom from condensation
heat transfer eftects, and freedom from liquid hydrogen hazards.
Disadvantages are equipment Lost, complexity, and a relatively
low rate of testing.

Another approach to impact testing is that used by Rocketdyne.
For -423°F impact testing of nonmetallics, a jacketed vacuum-
insulated container with an O-ring seal is placed over the impact
anvil, and specimen sealing is placed against a polished base

-. (Fig. 14). After filling with liquid hydrogen, the container is
quickly removed and the hammer released. Rocketdyne has restricted
this testing to nonmetallics. Although no attempt has been made
to preclude condensation problems, a rapid testing sequence should
minimize temperature rise.

Martin (156) has taken the advantages of several systems and
combined them in a simple, safe impact testing system. The access
and simplicity of the open-air transfer method is combined with
the thermal performance of the more complicated Watertown method,
although it limits test temperatures to those attainable with
liquid baths. A glove box enclosure is used to house an entire
impact machine. An internal helium atmosphere is used to prevent
gaseous condensation. Liquid hydrogen is contained within the
enclosure in an open-mouth dewar for use as a specimen cooling
bath (Fig. 15).
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III. FATIGUE TESTING

Fatigue tests are best described by discussion of the methods
used to apply luads. Tests are conducted by (1) repeated loading
to a constant stress amplitude, and (2) repeated loading to a
constant strain amplitude. The former method is obtained by
direct axial loading. The latter can be best achieved by bending
techniques, either plane bending or rotational bending.

In axial loading, the entire cross section is uniformly
loaded. Stress is therefore determined by the familiar relation-
ship of load/area. In reversed bending, the stress varies through-
out the cross section of tlhŽ test specimen, from a maximum at the
outer fiber through zero at the neutral axis to a maximum value
at the opposite outer surface. Using this technique, stress must
be obtained by calculaticn from the moment formula.

S = MclI

Although bending tests, both rotational and plane, have been
the most popular fatigue techniques in past years, they are cur-
rently being replaced by the axial-load method. Certain disqd-
vantages associated with bending fatigue tests have favored this
change.

As shown by the formula above, stress in bending is obtained
by calculation using the bending moment and section modulus. The
bending moment M is a function of the modulus ot elasticity of the
cest material. Although moduli of common engineering materials
are well known at room temperature, little information is avail-
able at cryogenic temperatures.

An early evaluation cryogenic fatigue behavior was conducted
at unio State University (12, 30, 31) down to -320'F. Constant
deflection Krouse reciprocating-cantilever-beam machines were
modified so that the specimens was positioned in a vertical
rather than horizontal plane. A split metal dewar was used to
surround the specimen.

A recent evaluation by the repeated-bending technique was per-
formed by Battelle at temperatures to -423 0 F (4, 5). For testing
at cryogenic temperatures, conventional cam-operated reversed-
bending machines were modified by extending the fixed specimen
grip and drive shaft sufficiently to allow the test specimen to
be coold in a constant temperature bath. A thin-wailed 2-in.-
diameter tube was used to support the fixed end of the specimen
(Fig. 16).
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For operation at -110 and -320'F, a glass dewar was raised .. -:
into position surrounding the specimens. At -423 0 F . two stain-
less steel double-walled vacuum dewars, mounted one within the
other, were used. These dewars were conmiercially available and
used without modification. To reduce the consumption of liquid
hydrogen, a belt and pulley arrangement was constructed to allow
operation at 5175 cps, three times normal machine speed. Thus
the time for a million-cycle experiment is reduced to only slightly
more than 3 hr.

The bending approach requires a minimum of modification to
test equipment and uses inexpensive fixtures and accessories.
Testing speed can be easily increased to reduce the ise of liquid
hydrogen. In the Battelle program, the absence of modulus values
for several alloys prevented presentation of all of the data in
the form of S/N curves.

Sheet alloys are currently being axially tested at Martin-
Denver (15, 168). The cryostat assembly is attached between the -o-

platens much the same as a room-temperature specimen. The cryo-
stat design calls for a double-walled stainless steel vacuum
dewar with a tubular support base to minimize thermal transfer
from the bottom specimen grip. The base must have sufficient
rigidity to support test specimens under maximum cyclic loading.
The cryostat is secured to the reciprocating platen by a self-
aligning mounting fixture that can be rapidly disassembled, A
base block, screwed to the cryostat base, slides into a precision-
ground slot in a retaine:_ block bolted to the lower platen, and
wedge plates lock the entire assembly. The cry stat lid, con-
taining the trans.ter line, vent, and level sensor probes, is
mounted to the head frame with another base block, retainer
block, and wedge plate assembly. A flexible seaJ joins the cryo-
stat and lid to preclude air pumping. The level sensor used for
this equipment is designad Lo achieve automatic fill. An unusual
feature of this effort is that complete stress reversal (tension-
compression) tests are being pertormed on sheet gage (0.100 in.)
material. Normally, tension-compression testing is restricted to
br specimens. The requirement for re.,V-- UerseLd Stress.'.i-g justifies
the precision alignment fixtures described above. The axial-load
technique clearly requires more effort that Lhe bendin5 approach.
Although no equipment modification is necessary, the cryostat and
accessories require very careful design. Unlike the deiar in theLi
bending apparatus, the axial-load cryostat is vibrating at the
machine speed (1800 cpm for the SF-IOU machine used in this work).
Because of difficulty in increasing the speed of axial-load ma-
chines, equipment designed for low liquid consumption during tests

in the 106 to 107 cycle range is desired. Figure 17 jhows a cuta-
way view of the cryostat.
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. High-stress, low-cycle fatigue tests have been conducted
"-• GD/A (10) on complex welded joints at temperatures from 700 to

-423'F. Axial loading waL, performed with hydraulic rams at a
rate of 6 cpm. Figute 18 shows a specimen installed in the cryo-
stat.

iqW. hp.q.n

L~ -4

lidb

I amm: !;-

Fig. 16 Bending Fatigue Apparatus Fig. 17 Cutaway View of Axial Load
=-'--for -423 *F (Battelle) Cryostat (Martin)

Fig. 18 Low-Cycle Fatigue Apparatus
(GD/A)
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IV. HARDNESS TESTING

Hardness determination has been used as a simple method for

estimating or predicting strength properties of a material. Con-
siderable work has been performed in evaluating hot hardness and
correlating it with strength properties at elevated temperatures.
The basis for this work can be found in the definition of hard-
ness: resistance to deformation under an applied load. This
definition indicates a strength test. The units of hardness
(applied load or force divided by area of indentation) are the
units of stress.

The hardness test can be used at cryogenic temperatures as
well as it has been performed at elevated temperatures, A simple

apparatus for cryogenic hardness testing used by Battelle (13)
is shown in Fig. 19. Hardness specimens were clamped to a small
stage suspended in an open-mouth stainless steel dewar. Hardness
indentations are made at cryogenic temperatures and then read at
ambient temperature. As indicated, this unit used constant-
temperature liquid baths. Similar equipment has been used at
Ohio State University (30, 32) for testing down to -320'F.

A vapor cryostat to obtain continuous variable Lemperatuies,

"has been constructed by Westinghouse (157). The, agreement between
hardness and strength properties of columbium at the subzero
temperatures is very good.

ndenter mourt on

Vckers machine

Low-temperuture liquid . "

Specimens Indenter

r, -Dewar

Pipe section--..
Platform on Vickers

machine

Fig. 19 Hardness Cryostat (Battelle)
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V. FRACTURE TOUGHNESS

Fracture toughness testing has been-performed by several
laboratories down to -423 0 F. The techniques for cryogenic test-
ing are much the same as those used for testing of conventional
tensile specimens. The principal differences are: (i) generally
larger and often thicker specimens, and (2) crack growth meas-
urements or compliance measurements are frequently made.

General Dynamics/Astronautics (46; 179) has tested center
notched specimens of thin gage sheet metals from 2 to 18 in. in
width. They use a large windowed cryostat that can accommodate
specimens as large as 18-in. wide and 3 6 -in. long (Fig. 20). The
window consists of three layers of plexiglass. The procedure for
testing is to attach a steel scale to the speci.men adjacent and
parallel to the center notch. Two telescopes (with vertical
cross-hairs) are used to measure the crack size. One scope is
focused on each tip of the crack. Tensile loads are applied to
the specimen while readings of crack length are continually made

IV" through the telescopes. Critical crack length is defined as the
longest measured crack observed prior to the onset of rapid frac-
ture. Because of the thin gage of the materials evaluated and

V.....

Fig. 21 Strain Beam Compliance Gage
(Martin)

Fig. 20 Craclk Propagation Cryostat
(GD/A)
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to reduce lateral buckling, doublers were welded to the grip
portions of the 2- and 4-in. specimens. Larger specimens (8-
to 18-in. wide) were fitted with end clevises containing multiple
bolt holes to provide clamping action. Center notches were pre-
pared by electric discharge machining with a tip radius not ex-
ceeding 0.001 in.

Martin-Denver (1) has also tested narrow center notch speci-

mens of thin gage sheet metals. Unlike the GD/A work, a compli-

ance gage was used to obtain crack extension measurements. Use
of this gage obviates the necessity for a windowed cryostat and
its attendant problems of crazing, frosting, and poor thermal
performance. The compliance gage (shown in Fig. 21) uses a
strain beam instrumented with Nichrome V foil gages. A compli-
ance calibration was obtained using the Westergaard method de-
scribed by Boyle.* Test specimens contained fatigue-extended

cracks and were reinforced at the grip ends with welded doublers

to reduce lateral buckling and prevent bearing failures.

Surface cracked and notched round bar specimens used to ob- 7>
te-in plane strain data are ideally suited for cryogenic testing
because they do not require crack extension instrumentation. To
determine toughness, fracture load and initial crack size are all r
that are necessary. The problem with notched round bar speci-

mens frequently is the high loads required to attain low strength
fractute in rougher materials. Few laboratories are equipped
with test machines and cryostats suitable for the loads fre- a
quently required. The surface cracked specimen is becoming very
popular and is readily adaptable for cryogenic testing because
plane strain conditions can be achieved with a thinner section
than with through-cracked specimens. Therefore, the load re-

quirements can be kept to reasonable levels. Notch round bar
data are found in References 181 thru 184. Surface cracked data

are contained in References 175. 180, 184, 185 and 1,86.

The use of single-edge notch specimens at cryogenic tempera-

ture has been rather limited. Carman (175, 180) has evaluated
SEN specimens down to -423°F. Instrumentation required for this

type of testing is a "pop-in" gage located across the notch. For
thinner gages of tough materials, the gage requires a high level .

of sensitivity for detection of "pop-in" load used in calcula-
tion of plane-strain fracture toughness,

-R. W. Boyle: "A Method for Determining Crack Growth in

Notched Sheet Specimens." Materials Research and Standards,
p 646, August 1962.
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VI. TORSION TESTING

A torsion apparatus for measuring shear modulus of metals
from 70 to -423*F has been described by Mikesell and McClintock
(158). The specimen is secured to two concentric stainless steel
cylinders, as shown in Fig. 22. The outer cylinder is station-
ary. A couple is applied to the inner cylinder by weights placed
on pans. Pulleys transform the vertical force from the weights
to a horizontal force. Using a mirror and light-beam lever, twist
of the specimen is measured by observing the displacement of an
image. Test results showed good reproducibility and close agree-
ment with published room-temperature data. Data obtained by this
device would be particularly useful in calculating Poisson's ratio
using tha following relationship:

E
G E

S2(1 + i)

where G is the shear modulus or modulus of rigidity, E is the
modulus of elasticity (Young's modulus), and t is Poisson's ratio.
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Fig. 22 Torsion Tester (NBS)
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VIII. NON METALLICS TESTING

During the past few years, a great deal of interest in test-
ing glass-reinforced plastic materials down to -423 0 F has been
created. Fortunately, testing of nonmetallic materials can gen-
erally be performed in the same equipmen't used for metals testing.
Evaluating reinforced plastics requires more flexural and compres-
sion loading than metallic materials. However, carefully de-
signed experiments will permit performance in the normal apparatus.
Specimen design is the principal problem associated with non-
metallics testing.

Tensile specimens present a problem because pin-loaded speci-
mens tend to fracture through the pin holes. Solutions to this
problem have been grip reinforcement of pin loaded specimens (114),
large ratio of grip/gage width for pinned bars (1), and clamping
jaws (171).

Flexural testing has been performed by both tension and com-
pression loading. Narmco (114) uses tensIon loading through a
cage arrangement since their cryostat is not designed to •._,-om-
modate compressive loads, Martin uses cnmpressive loading in a
multiple testing apparatus (see Fig. 28).

Compression testing has also been performed using tension or
compression loading. Narmco (114) uses a compression cage. Martin
uses a subpress to assure precision alignment and a rotating plate
to provide multiple testing capability (see Fig. 29).

Naval Ordnance Laboratory (NOL) rings have been tested down
to -423 0 F by Martin for this handbook. Testing is performed in
accordance with the recently approved ASTM method.
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VII. THERMAL EXPANSION

Thermal expansion measurements down to -454°F have generally

been performed using a quartz-tube dilatometer with a dial gage

as the measuring device. A variety of these units are described

in the literature (21, 25, 47, 69, 159). Figure 23 shows a typi-

cal unit, used by The National Bureau of Standards, Cryogenic

Engineering Laboratories.

Several laboratories have used the interferometric method
for more precise thermal expansion measurements (26, 161).

-Dial gauge

"Helium atmosphere

-- To vacuum pump
Quartz rider

" ...-- Quartz tube

-- Pyrex tube

.•. __--------"Sample

IA . ------ Copper jacket

_1--- --Liquid nitrogen or
hydrogen

Fig. 23 Cryogenic Dilatometer (NBS)
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IX. STRAIN MEASUREM4ENTS

Accurate determination of strain has been one of the major
problems in the evaluation of materials at cryogenic temperatures.
Strain measuremens have been obtained by two instruments: sep-
arable mechanical extensometers, and resistance strain gages.

Mechanical extensometers can be constructed with either the
transducing elements removed from the cryostat or installed in
the cryogenic media. Extensometers of the former type are basi-
cally similar to high-temperature units that use arms to trans-
mit strain to an external sensing device. A simple unit using a
dial gage to read strain has been used by NASA-Lewis (37). Figure
I shows this unit installed in their testing cryostat.

For more precise strain readings and automatic recording, a
differential transformer or strain gage beam is required. The 7

extensometer used by GD/A (Fig. 24) is of this type. A differ-
ential transformer is used to convert strain to an electrical
signal. Care should be taken to design mechanical extensuineters
so that errors due to bending of sheet materials are minimized.
An averaging-type extensometer using dual extension arms and
transducing elements will cancel errors due to bending. Testing
at Battelle has been performed with such a unit using a Baldwin
PSH-8M high-temperature, averaging, microformer extensometer for
the liquid-hydrogen studies (13, 50). For cryogenic operation,
the unit was inverted from its normal position so that the exten-
sion rods would emerge from the lid of the cryostat.

The principal shortcomings of an extended arm extensometer
are heat loss through the arms, and errors inherent in such a
mechanical linkage system. The obvious solution to the problems
associated with extension-type units is complete imnmersion in . -

the cryogenic environment. The National Bureau of Standards (151) '-/V
uses an immersed averaging-type extensometer with dual strain
gage beams.

Lockheed Nuclear Products (162) reports the use of a differ-
ential transformer extensometer at cryogenic temperatures in the
presence of nuclear radiation. The differential transformer is
radiation-resistant. The extensometer was calibrated with a
Tuckerman optical strain gage.
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The alternative to mechanical extensometers is the use of re-
sistance strain gages connected directly to the specimen. Strain
"gages have been used in the materials research program conducted
by Martin-Denver. Foil-type gages are bonded to flat specimens
using epoxy and polyurethane adhesives. Although strain gages
have been used quite successfully at cryogenic temperatures, con-
siderable care is required in their application and use. To avoid
the problems usually associated with bridge balancing and tempera-
ture compensation, the entire bridge is immer7ed in the cryogenic
liquid. The remaining two or three legs (depending on whether one
or two active legs are used) of the bridge circuit consist of
strain gages bonded to a sheet of the material to be evaluated.
Load-strain curves giving a total strain of at least 20,000 micro-
inches are attainable with a proper combination of gage and ad-
hesive.

To use the strain gages at temperatures other than ambient,
they must be calibrated for the change in gage factor (or strain
sensitivity) with temperature. The calibration technique involves
determining the characteristics of the gage under known strain
at various temperatures. Strain gage calibrators constructed by
McClintock (163) and Chiarito (164) use the principle of the con-
stant strain cantilever beam. The width of a cantilever beam of
constant thickness can be varied so that the strain is constant
along its length, except at the extremities where attachments
are made. To produce strains, the beam is deflected to various
known levels. In operation, strain gages are bonded to the con-
stant strain portion of the beam and various deflections are ap-
plied. Resistance of the gage is accurately determined before
straining and in the strained condition. This operation is re-
peated at various temperatures.

Strain sensitivity or gage factor is defined as

k = L•R/Rc

where c is the strain and R is the resistance.

"The NASA calibrator is depicted in Fig. 25. A simpler type
of calibrator has been developed by Keys (152), in which a spring
reed device is bent to a constant curvature. Gage factor change
is determined as before, except that it is first necessary to
calculate strain using the manufacturer's reported room tempera-
ture gage factor. For calibration at cryogenic temperatures, the
calculated strain value and experimentally determined resistance
values are used. The obvious shortcomings of the device is that
it is not absolute, since it is necessary to rely on the reported
gage factor, which may be inaccurate.

Evaluations of strain gages for cryogenic service have been
performed extensively at NASA-Lewis (164, 166, 167). The evalua-
tions have shown that Nichrome V and Armour D are the most de-
sizable materials for liquid hydrogen service.

"7-65 557



X. MULTIPLE SPECIMEN TESTING

Mechanical property tests of materials in liquid hydrogen are
usually accomplished in a rather slow and involved manner when
compared with similar tests done at room temperature. This slow
procedure is''due mostly to the requirement'to remove 'all air from
the cryostat before transferring liquid hydrogen. The time spent
in testing a specimen in liquid hydrogen amounts to only a frac-
tion of the total time involved in conducting such a test. Most
of the test time is spent on "conditioning" the test chamber;
that is, the sealing, evacuating, purging, filling, emptying,
warming, and re-opening necessary with liquid hydrogen testing.

One way to save time during such a test routine is to perform
several tests in sequence, requiring only one filling. In this
way the liquid hydrogen is handled in the usual manner but far
less frequently, thus reducing time and costs. When testing is ..--.
performed in a combined environment of cryogenic bath and nuclear
radiation, the requirement for multiple testing becomes even more
critical.

Martin (152) developed a system for testing of six sheet
tens.il.e i ecimen•t aL 4 siagle filling of the cryostat. Figure
26 shows the start of the testing sequence (cryostat omitted).

General Dynamics/Astronautics (169) used a multiple specimen
testing arrangement for tensile evaluation in a nuclear field.
The test specimens contained elongated holes at one end so that
only one specimen at a time was stressed (Fig. 27).

Mult.iple flexure and compression testing of glass-reinforced
plastic laminates has been used for cryogenic testing by Martin
to obtvin kiata for this handbook. Figures 28 and 29 show the
flexure and comprecsion test devices-. respectiovly A cartridge.
is used to store ten flexurai specimens. A rotating plate is -.

used to- hold six compression specimens. Double pin shear testing
using a multiple testing device was recently reported by AGC
(170). This device, designed for use in a nuclear field, uses
a slotted blade arrangement, as shown in Fig. 30. Although the
span width varies, the authors reported no significant differences
in properties.
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